
ENGINEERING 
ENERGY STORAGE

ODNE STOKKE BURHEIM



ENGINEERING
ENERGY
STORAGE





ENGINEERING
ENERGY
STORAGE

ODNE STOKKE BURHEIM



Academic Press is an imprint of Elsevier
125 London Wall, London EC2Y 5AS, United Kingdom
525 B Street, Suite 1800, San Diego, CA 92101-4495, United States
50 Hampshire Street, 5th Floor, Cambridge, MA 02139, United States
The Boulevard, Langford Lane, Kidlington, Oxford OX5 1GB, United Kingdom

Copyright ' 2017 Elsevier Inc. All rights reserved.

No part of this publication may be reproduced or transmitted in any form or by any means,
electronic or mechanical, including photocopying, recording, or any information storage and
retrieval system, without permission in writing from the publisher. Details on how to seek
permission, further information about the Publisher�s permissions policies and our arrangements
with organizations such as the Copyright Clearance Center and the Copyright Licensing Agency,
can be found at our website: www.elsevier.com/permissions.

This book and the individual contributions contained in it are protected under copyright by the
Publisher (other than as may be noted herein).

Notices

Knowledge and best practice in this �eld are constantly changing. As new research and experience
broaden our understanding, changes in research methods, professional practices, or medical
treatment may become necessary.

Practitioners and researchers must always rely on their own experience and knowledge in evaluating
and using any information, methods, compounds, or experiments described herein. In using such
information or methods they should be mindful of their own safety and the safety of others,
including parties for whom they have a professional responsibility.

To the fullest extent of the law, neither the Publisher nor the authors, contributors, or editors,
assume any liability for any injury and/or damage to persons or property as a matter of products
liability, negligence or otherwise, or from any use or operation of any methods, products,
instructions, or ideas contained in the material herein.

Library of Congress Cataloging-in-Publication Data
A catalog record for this book is available from the Library of Congress

British Library Cataloguing-in-Publication Data
A catalogue record for this book is available from the British Library

ISBN: 978-0-12-814100-7

For information on all Academic Press publications
visit our website at https://www.elsevier.com/books-and-journals

Publisher: Joe Hayton
Acquisition Editor: Lisa Reading
Editorial Project Manager: Charlotte Rowley
Production Project Manager: Paul Prasad Chandramohan
Designer: Mark Rogers

Typeset by VTeX

http://www.elsevier.com/permissions
https://www.elsevier.com/books-and-journals


CONTENTS

Preface ix

1. Energy Storage 1
1.1. A Brief History of Energy 1
1.2. Renewable Energy and Energy Storage 4
1.3. Energy and Power 6

1.3.1. Energy and Power for Transportation 9
1.3.2. E�ciency and Propagation of E�ciency Losses 10

Problems 12
Solutions 12

2. General Thermodynamics 15
2.1. The First Law and Internal EnergyU 15
2.2. Second Law and Entropy 17

2.2.1. Reversible Adiabatic Must Be Isentropic 18
2.2.2. The Carnot E�ciency Limitation 19

2.3. Pressure and Volume 20
2.4. Enthalpy and Control Volumes 23
2.5. Gibbs Free Energy and Chemical Potential 25
Problems 27
Solutions 27

3. Mechanical Energy Storage 29
3.1. Introduction 29
3.2. Mechanical Energy Storage 29

3.2.1. Flywheels 30
3.2.2. Hydroelectric Energy Storage 36

Problems 44
Solutions 45

4. Thermal Energy Storage 47
4.1. Heat vs. Thermal Energy 48
4.2. Sensible Heat 48
4.3. Latent Heat 49
4.4. Reaction Heat 52
4.5. Eutectic and Noneutectic Heat 57
Problems 60
Solutions 60

v



vi Contents

5. Thermomechanical Energy Storage 63
5.1. Thermodynamics: Heat, Work, and States 63
5.2. Compressed Air Energy Storage 63

5.2.1. Cryogenic Energy Storage 67
5.2.2. Other Compressed Gases 67

5.3. Solar Power Towers 68
Problems 71
Solutions 72

6. Electrochemical Energy Storage 75
6.1. Introduction 75
6.2. Nernst Equation and the Electromotoric Force, EMF 78

6.2.1. The Free Energy of a Reaction 78
6.2.2. The Electrochemical Free Energy 80
6.2.3. Half-Cell Reactions 81
6.2.4. Ohm•s Law: Power and Potential 82

6.3. Concentration and Nernst Equation 86
6.3.1. Activity of Components and Species 86
6.3.2. EMF and Concentration 88
6.3.3. Concentration Polarization Overpotentials 90
6.3.4. Liquid Junction Potential 93

6.4. Electrode Reaction Kinetics 99
6.4.1. The Equilibrium Reaction Rate and Constant 99
6.4.2. Butler…Volmer Overpotentials 101
6.4.3. The Tafel Overpotential: An Approximation 102
6.4.4. Overpotentials for Competing Electrode Reactions 104

Problems 107
Solutions 108

7. Secondary Batteries 111
7.1. Battery Terminology 111
7.2. Red-ox Cells and Oxidation Number 113
7.3. Charging and Discharge Power and E�ciency 115
7.4. Battery Capacity 116
7.5. Battery Footprint 118

7.5.1. Accumulated Weight 119
7.5.2. Environmental Footprint 123

7.6. Battery Chemistry 124
7.6.1. Lead Acid Battery 124
7.6.2. NiCd Batteries 125
7.6.3. NiMeH Batteries 126
7.6.4. ZEBRA Batteries 127

7.7. Li-ion Batteries 128



Contents vii

7.8. Flow Cell Batteries 137
7.8.1. RedOx Flow Batteries 139
7.8.2. Concentration Flow Batteries 141

Problems 141
Solutions 142

8. Hydrogen for Energy Storage 147
8.1. Hydrogen Production. Water Electrolysis 151

8.1.1. Water Electrolysis Thermodynamics 151
8.1.2. Electrolysis Technologies 154
8.1.3. Hydrogen from Coal and Natural Gas 165

8.2. Hydrogen Storage and Distribution 165
8.2.1. Thermodynamic Properties of Hydrogen 166
8.2.2. Hydrogen Storage Technologies 168

8.3. Reuse of Hydrogen: Fuel Cells 175
8.3.1. Fuel Cell Thermodynamics 176
8.3.2. Fuel cell technologies 177

Problems 189
Solutions 190

9. Supercapacitors for Energy Storage and Conversion 193
9.1. Conventional Capacitors 193
9.2. Supercapacitors 196
9.3. Deploying Supercapacitors 201
9.4. Pseudo- and Hybrid Supercapacitors 203
Problems 204
Solutions 204

A. Symbols and Constants 207
Roman Letters 207
Greek Letters 208
Constants 208

B. Adiabatic Compression of Air 209

C. Para- and Ortho-Hydrogen 213

Bibliography 215
Index 221



This page intentionally left blank



PREFACE

The front cover of this book illustrates the three branches of energy pro-
duction, distribution, and consumption. These areas are overlapping by the
field of energy storage. By the introduction of renewable energy technolo-
gies these three areas will become closer and more interconnected. This
is so because most renewables are electric, intermittent, and often out of
phase with the demand in energy consumption. It is energy storage that
can balance this. Thus energy storage is a growing field for engineering
and research. Understanding the elements of engineering energy storage is
needed now and ever more in the future.

Energy is the backbone of our society. Today, we have a fossil-based
economy. More than eighty percent of the energy consumption today is
coal, oil, and gas. This is what drives our economy. It is fundamental in pro-
viding our society with the services needed, whether it is transportation,
food production, health care, entertainment, or any other. However, the
threat from climate changes from the emissions from our economy back-
bone, coal oil, and gas, means that we need to make changes. Fortunately,
the usage of fossil energy is so inefficient that we only need to replace a
third of this energy if a renewable energy technology is chosen. That is, it
takes at least 3 MWh annually of mixed coal, oil, and gas to make a MWh
of electricity each year, though a MWh of renewable energy annually is a
MWh annually exactly—and once installed it is without marginal costs.

Renewable, carbon neutral, and sustainable are keywords essential for
the energy economy and energy technology of the future.

Inevitably, the energy supply must come from renewable sources, and
this change has started.

Regardless of chosen technology, the technology itself must be carbon
neutral. This means that if carbon is needed for the technology process
or manufacturing, then it must be taken form the air, not the ground. For
example, carbon is needed for producing metals like silicon, aluminum, and
steel or for components in Li-ion batteries, fuel cells, or supercapacitors.
Solutions of extraction this from plants and trees exists and relies more, in
my opinion, on political will than technological barriers.

Finally, the installed solutions must be sustainable, both with respect
to the environment footprint and for the growth of the economy of our
society. Currently, we can find examples all over the world where the fear of

ix
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climatic unsustainable use of fossil energy has led to much needed incentives
for renewable energy by wind and solar. Installing vast amounts of such
intermittent energy technologies needs to be accompanied by buffering
solutions, not only fiscal incentives to adjust consumption patterns. We
need vast amounts of energy storage solutions on the one hand and energy
storage solutions of many different types for many different purposes on the
other.

This book is intended to help engineering students before moving to a
master thesis level, already trained engineers, and interested scientists, with
understanding the engineering concepts behind the most relevant energy
storage technologies.

Several people deserve a big thank you for supporting me, believing in
me, and taking me in on a professional side: Signe, Preben, Jon, Bert, Frode,
and, for the longest period, Håvard. You have all been great role models for
me in your own very different ways. Ms. K. Taksdal is acknowledged for
help with proof reading and with a critical eye from a students perspective.

On a personal side, a big thank you to all members of the family I grew
up with, especially to my parents.

A very special thank you goes to my wife for her patience with me in
writing this book, of which most of the writing took place during the first
seven months after receiving our first child.



CHAPTER 1

Energy Storage
Energy in the right form, at the right place, and at the right time is the key
essence here. Energy drives our economy and is founded on engineering
these three aspects. Thus, when installing more electric renewable energy,
energy storage technologies that conserve this energy into an adequate form
with adequate distribution properties for use whenever needed is what it is
all about.

There are many different energy storage technologies that in their own
different ways facilitate the trinity of properties: formate, distribution, and
timing. As a part of the transition to a renewable energy economy, a great
variety of energy storage technologies must be taken into use. This book
explains the theory behind the different technologies and why this gives
the different technologies different advantages and markets.

As a renewable energy-based economy is inevitable, engineering energy
storage is inevitably needed too. This is now.

1.1 A BRIEF HISTORY OF ENERGY

All animals look for energy that they eat. This energy is stored either in
vegetables nearby or in animals that live nearby the predators. Almost all
of this energy comes from sunlight, that is, in combination with water and
chlorophyll, converted to hydrogen via the photosynthesis. In turn, when
combined with CO2, hydrocarbons of various kinds are produced to store
this energy. In this sense, carbon is a hydrogen carrier, and hydrogen is an
energy carrier.

An important part of the evolution of not only homo sapiens but of our
entire society is our ability to stack up energy for later. Storing food is a first
example of energy storage, but the humans are not alone in this context.
Several animals store food for later. The other very important development
in the history of humans was the ability to make and control fire. This is the
first example of controlled energy conversion that we know about in nature.
It was important for human evolution since it allowed us to digest meat
much more efficiently and grow larger brains and next start with houses
and agriculture. One key element here is storing energy in the form of food
and dry wood. These two forms of energy are chemical energy. Whereas
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2 Engineering Energy Storage

the first was used for nutrition, the latter was used for heat generation, both
whenever needed. The advantage of chemical energy is that it is extremely
easy to store. One can keep it in a bunker or a tank. Other forms of energy
are less convenient to store, and the quality is sometimes degraded.

Society developed further as villages and cities emerged. Mechanical
energy in the form of mills deploying water to rotate a grain mill is a first
example. During the first industrial revolution, coal started to be used in
steam engines, converting heat into work. At the end of this era, electri-
cal energy started to be developed too. We can already now address four
important forms of energy: chemical, mechanical, electrical, and thermal.
Chemical energy can be stored on tanks. Mechanical energy can be stored
at elevation, rotation or pressure. Thermal energy can be stored by insu-
lation. Electrical energy cannot be stored without being converted into
one of the other forms. Over the last centuries, our society has been orga-
nized in such a way that mechanical and chemical energy is supplied when
needed. This pattern, in particular for the electrical energy, is now about
to change.

Over the last few decades, with the introduction of wind and photo-
voltaic (PV) energy conversion, our society has changed from supplying
energy on demand to supplying energy when energy is present, that is,
when the sun shines and the wind blows, electric energy is generated and
supplied regardless of demand. Also, this energy production does not have
much of a cost margin, meaning that once the machines are there, they
generate electric energy almost for free. Traditional energy production re-
quires coal, oil, natural gas, uranium, and, to some extent, manpower. Wind
and PV hardly do. When energy is supplied beyond the demand, it needs
to be stored for later. It is the impact of the intermittent, no-cost-margin,
large-scale, and world-wide energy production that will drive the need for
energy storage.

Another very interesting change presently occurring is the localization
of the energy production and its connection to the Internet. Energy con-
sumers can install a PV on their roof (or in their garden) and thus become
energy suppliers, at least for certain hours of the day. This energy pro-
duction changes over the year in addition to the hours of the day. The
energy unit (as the house now becomes) sometimes produces electric en-
ergy and sometimes consumes electric energy. This needs to be handled
one way or another. Locally, the electricity is distributed on the grid,
for instance, to the neighbors or nearby supermarket. It is the transition
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Table 1.1 A brief historical over view of development in the modern industrialized so-
ciety
Ind. Rev. Field and characteristics
When Energy: Transport: Telecommunication:
1st:
1750–1950

1750�: Digging
coal from the
ground to run steam
engines and later oil
and gas for electrical
power plants. The
energy passes
through big hubs
and is subsequently
redistributed.

1800�: Trains and
ships carry people
and freight over
large distances. For
transport, one relies
on going via large
stations.

1890�: Telephone
allowed for direct
communication
over large distances.
This happened via
central hubs that
connected you via
regional and local
centrals.

2nd:
1950–

2010�: Everyone
can produce
electricity and sell it
to their energy
enterprise, but the
energy is delivered
locally. Peer-to-peer
energy distribution.

1950�: The
common man can
buy a car and drive
from door to door
or further. Localized
and customized
transportation.

1990�: Internet and
smart phones.
People
communicate
directly over the
Internet.
Peer-to-peer.

from having electricity generated at large-power plants into a localized en-
ergy market that represents the big change. The change from having a
commodity distributed from the big banks, centrals, and hubs to a more
localized market is often acknowledged as a second industrial revolution.1
We have in the past seen this for the transport and telecommunication sec-
tors as common people got cars and tools to communicate peer-to-peer
online via chat rooms. This is illustrated in Table 1.1. The impact of the
second industrial revolution in the energy sector is not yet quite under-
stood. It will, however, require more storage of electric energy for days,
weeks, and months. Moreover, the energy infrastructure already developed
will not become redundant. From the so-called second industrial revo-
lution in the transportation sector and the telecommunication sector we
can see that this second industrial revolution only contributes to the in-
frastructure that was already there. In less developed parts of the world,
however, this new infrastructure of local electric energy becomes the only
one.

1 Historians consider several industrial revolutions, while here it is simplified to two.
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1.2 RENEWABLE ENERGY AND ENERGY STORAGE

Renewable energy and power sources are getting cheaper and competitive
with existing ones (coal, oil, gas, and nuclear). Once installed, these power
sources have hardly no operational costs. This has led to a growing share of
the renewable energy sources. Because the renewables currently growing
in market share (wind and PV) have intermittent nature and represent the
cheapest alternative when available, the established power sources are seeing
significant changes in the need for them. That is, they must deliver more
power for some hours during a day and hardly none for other hours of the
day. These changes are demanding because the existing power plants were
built for stationary power production and with a perspective of 30–40 years.
The introduction of renewable energy is not only lowering CO2 emis-
sions; it has in two to five years changed the electric energy market that we
have known for decades. The characteristics of these changes continue to
grow in strength. The most sensible ways to ensure that the electric energy
market remains sustainable is by ensuring hourly power rates, appropriate
political solutions, and including a lot of different energy storage solutions.

The final impact and politics for implementation of renewable energy
in the form of wind and PV are difficult to predict. However, there are
a few indications already revealing themselves. One is the introduction of
electricity meters that allows for price timed with the hours of the day, as
an economic political mean to curb the consumption peak, particularly in
evening hours. However, this can be seen as late coming in regions where
PV are installed and continue to be installed at the consumers location.
This creates a deficit in the demand for electric power from the grid when
the sun shines. In many regions, the consumers have a legal right to be-
come suppliers to the grid too. With consumers becoming suppliers that
force energy with no marginal (operational) cost into the grid or just not
demanding any, new market scenarios emerge. Some trends remain as ex-
pected; however, the impacts are different. In Fig. 1.1, we can see some of
these impacts from continuously adding PV at the power grid end point.
Some changes are as expected and others are not.

Traditionally, two trends are generally accepted as a nature of the electric
power market, a market that will be strongly affected by the implementation
of renewable energy sources. One is that the energy consumption has always
been increasing. The other is that there are peaks in the power consumption
in the morning and in the evening. When we evaluate these statement in
the light of Fig. 1.1, we can see that the power demand from the grid,
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Figure 1.1 Electric grid power demand during a day in January in California [1].

in the absence of solar power from PVs, is increasing every year. When
looking at the power supplied from the main grid in 2012, we can also
see the morning and evening peaks. This has been for decades. The reason
for these peaks is that residential power consumption goes up as people are
making food and using different utilities in the morning before going to
work and in the evening after returning from work. Whereas the evening
peak is growing annually, the morning peak is not only removed, it has
turned into a dropping hill over only two years. Note that the valley on
the graph continues to sink and is estimated to continue lowering further
as more and more residential and other buildings are installing PVs.

It is not the power consumption that is lowered in the morning and
daytime; it is the demand for electricity from the main grid that is lowering
in this time frame. In fact, the ratio between the minimum and maximum
power from the central grid changes by more than a factor of two. This
means that since 2020, the daily fluctuations in the power need from central
power units (coal, oil, gas, nuclear, and wind) doubles in the time frame of
three hours. Whereas the wind power is delivered at nearly no operating
costs and therefore goes into the base line supply (along with nuclear), the
remaining power sources are going to tune up their capacity several times.

It can be argued that every renewable energy unit put into the market is
a good thing within the aspect of greenhouse gas emissions. However, the
market still relies on these traditional power machines to support the ever
growing evening peek. Moreover, having large fossil-based power stations
idling for hours during day time leaves useless CO2 emissions and is also
expensive for the owners. In fact, much of the basis for investing into these
types of power plants vanishes or at least changes completely. This change
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became apparent over two years and continues to hit stronger during the
following five years. The immediate solution to keep the electric energy
market sustainable, keeping investors for large-scale power plants willing
to continue investments, is to increase the price of electricity several times
during night time and to compensate the idling during day time. From an
environmental point of view, sustainability can be increased by introducing
more localized and highly efficient energy storage systems that comply with
the PV power production and large-scale energy storage systems that can
support the central grid properties. Incentives like hourly priced electricity
are still required. In this way, distributed energy storage can lower the aver-
age and maximum power demand, and the large-scale power stations can be
fewer and produce power more efficiently and in a reliable and predictable
market.

Distributed and efficient energy storage will primarily consist of
lithium-ion batteries and phase change heat storage tanks for electric and
thermal energy. For the centralized large-scale energy storage devices, sev-
eral types will be needed: pumped hydro, compressed air, hydrogen, flow
batteries, fly wheels, and more.

This book is intended to describe the theory needed to engineer the
demand for power and energy, to understand the system size capability, and
to understand the main cause and propagation of energy efficiency in cycle,
single step, and chains of energy storage devices.

1.3 ENERGY AND POWER

In the field of energy storage, there are two important terms, energy and
power. Power refers to how much energy in the form of work is supplied
in a given time frame. The car analogy terms to power and energy are
horse powers and kilometers, respectively. Power is the rate of energy. This
is shown in Eq. (1.1), where W denotes energy in the form of work, P is
power, and t is time:

P =
dW
dt

� W =
� t2

t1
Pdt. (1.1)

There are many examples of energy systems that offer a lot of power but
little energy. This means that they only supply the given power for a short
time. There are also many systems that do the opposite, they contain a lot
of energy, but the rate of energy delivered is for some reason limited.
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Figure 1.2 A typical power consumption at home on a week day.

When designing an energy storage system, it is the balance between the
energy capacity and the power capacity that must be accounted for. One
must make sure that the system can deliver enough energy and enough
power. This is the starting point. In many instances, the capacity of the
power and energy comes at different prices. Moreover, high power is often
only needed for shorter periods like in the morning and afternoon at home
or while driving uphill with a car. Therefore, one must often choose a
combination of two systems and make a hybrid one. When doing this, one
opts for enough of the power intensive component to deliver enough power
and then choose a system with lower power output but with adequate
capacity to support it.

Example 1.1: Power and Energy Need at Home.
The power consumption of a home on a weekday is shown in Fig. 1.2. The home
has a lot of PV on the roof, and the idea of the owner is to be self-supplied with
electricity. This is to be done with to energy storage systems, hydrogen and bat-
teries. The concern or problem formulation here is how can we have a combined
energy system that can store enough energy for the time that the sun does not
shine. This system must be able to deliver both energy and power. For this, we
are going to use hydrogen for energy capacity and batteries for power capacity.
Moreover, due to season variations in sunlight, the system needs to be designed
for 8 hours of sunlight (09.00�17.00). The surplus of energy is stored as hydrogen
from electrolysis, which is returned via fuel cells. The battery is also charged during
day time. The fuel cell system must deliver enough power for the average energy
consumption. During 6 hours throughout the night, the battery must be charged
from the fuel cell system so that it can support the morning power peak. Since the
battery is charged from PV (solar cells) during daytime, the recharge during night
is the bottleneck for the proposed hybrid energy system. In designing this storage
system, a stepwise recipe is given:
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a) What is the electric energy consumption each day (in kWh)?
b) What is the required power need for the fuel cell, considering 100% energy

ef�ciency, in order to match the average power need?
c) What is the required power for the water electrolyzer?
d) What power capacity must the battery package have to match the gap during

peak hours?
e) How much energy does the battery need to obtain during night hours?
f) What is this in power and is the power gap from the fuel cell during night

suf�ciently large?
Solution:
a) Byusing Eq. (1.1)we can calculate or integrate the energy for every hour and sum-

marize. This is done in the following table and corresponds to 23.2 kWh:

Time 0�6 6�8 9�11 11�16 16�19 19�21 21�24 Total
Energy (kWh) 3.6 2.0 2.8 3.0 3.9 4.0 3.9 23.2

b) The required power need for the fuel cell is the average energy per time:

P =
�W
�t

=
23.2 [kWh]

24 [h]
= 0.967 kW.

c) The electrolyzer must supply the required fuel cell energy during 8 hours. The fuel
cell operates at 0.967 kW for 16 h. Thus the power of the electrolyzer must be no
less than

Pe.lyzer =
EF.C.
te.lyzer

=
0.967 [kW]16 [h]

8 [h]
= 1.93 [kW].

d) The largest power required is 2 kW. This is 1.033kWmore than the fuel cell delivers.
Hence the battery packagemust deliver 1.033 kW.

e) The battery has to deliver 0.2 kWh (07.00�08.00) and 0.4 kWh (08.00�09.00),
which is 0.6 kWh in total.

f) Fromabout 23.00 to 07.00 thebattery is being charged. The fuel cell supplies close
to 0.4 kW for 6 hours and on average 0.2 kW for 2 hours, and thus the energy for
charging is close to 2.8 kWh. This is more than enough energy for the problem
here.

In Example 1.1, the house is considered as an off-grid solution where
the energy is supplied from unlimited access to PV electricity between
9 and 17. One can argue whether this is a likely example, however it is
possible. Another exercise one can do is to consider potential future en-
ergy deals. By many it has been proposed that electricity will become
a subscription base on quality rather than quantity, or an upper power
(kW) boundary limit with otherwise free access to energy (kWh). This
would be somewhat similar to how Internet was delivered to homes in
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Table 1.2 Speci�c energy and power for transportation
Speci�c power
/kW kg�1

Speci�c energy
/kWh kg�1

Fuel cells (2017) 0.25–1.5 0.5–1.5
Li-ion batteries 0.15–0.25 0.1–0.5
Super capacitors 2–4 0.002–0.005
Steam engine on a train 0.2–0.3 0.5–2
Boeing 777 jet engine 5–10 3–10

the 1990s and 2000s. In the 1990s, one would pay for every bit down-
loaded, whereas in the 2000s, one would pay only for the bandwidth,
that is, bit/s. As renewable energy sources are growing and a need for
controlled costumer demand rises, a scenario where electricity subscrip-
tion is a monthly fixed rate as long as one never uses more than, for
instance, 1 kW in one’s home is a reasonable business model. This would
fit with the average energy need of the home in Example 1.1 and cover
the growing valley in Fig. 1.1, in addition to shaving of the evening de-
mand peak. In this instance, it can become interesting to add a battery
package like in the example. The battery numbers will be different, al-
though the means to solve the dimensionalization of the problem is almost
similar.

1.3.1 Energy and Power for Transportation
For most transport applications, weight is a very important factor in choos-
ing an energy system. This is in particular valid for personal cars. Having a
system that offers a combination of energy, power, and low weight is im-
portant. Obviously, price, efficiency, and volume are also important factors,
but mass appears to be the merit by which energy and power is evaluated.
Therefore it is much more relevant to use the terms specific power and
specific energy, that is, power and energy per mass. The common way to
present specific power and energy is called a Ragone chart. In such a chart,
one plots specific energy on one axis and specific power on the other.
Which one is on the primary and secondary axis is of less importance, but
it is important that both axes are logarithmic. That is because the Ragone
chart evaluates the properties by order of magnitude. Some examples of
specific energy and power are given in Table 1.2. These are also presented
as a Ragone chart in Fig. 1.3.
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Figure 1.3 Ragone chart-based on the values in Table 1.2.

Comparing the values in Table 1.2 to those in Fig. 1.3, it appears that
the maximum potential of the technology is not displayed. For instance, the
Li-ion battery is suggested to be capable of 0.3 kW/kg and 0.3 kWh/kg at
the most, but this value is not indicated in the Ragone chart. Instead, the
maximum point of energy density is plotted together with the suggested
minimum specific power and vice versa. A line defined by these two points
and a third point, that has values consisting of above intermediate value
of both specific power and energy is used as a curving point. The energy
devices can never have the maximum power density and maximum energy
density at the same time. This fact is related to the fact that high power
utilization leads to lower energy efficiency and thus lower actual specific
energy in that situation. This goes for almost all energy converters. Thus
the lines define a maximum set of available specifc power and energy for
each of the technologies.

A remark to this Ragone chart, in comparison to older ones, is that
the fuel cell offer more specific power and energy than a Li-ion battery.
In Ragone charts that are older, this is not the case, and therefore fuel cell
properties as of 2010 and 2017 are shown.

1.3.2 Ef�ciency and Propagation of Ef�ciency Losses
Efficiency is by definition the ratio of a lesser outcome from a larger input.
It does not have to be the ratio between work in and out; it can also include
heat. It can be for power (rate of energy) or it can be for energy. In most
cases, however, this book deals with work as the output that we consider
as the output of interest, and usually work is also the input property of
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interest. For work only, the energy efficiency � is defined as

� =
Wout

Win
. (1.2)

Efficiency also propagates. For several processes in series, where energy is
stored and retrieved and possibly also converted, one can determine the
total energy efficiency by multiplying the efficiency for each of the terms.
This is as in Eq. (1.3). Here we also show an example of the energy stor-
age train consisting of AC/DC conversion–electrolysis–fuel cell–DC/AC
conversion.

�chain =
�

WDC

WAC

�

AC/DC

�
�GH2

WDC

�

e.lyzer

�
WDC

GH2

�

F.C.

�
WDC

WAC

�

DC/AC
,

�chain = �AC/DC • �e.lyzer • �F.C. • �DC/AC,

�n =
n�

i=1
�i. (1.3)

Multiplying all the energy efficiencies of a train of conversion units with
each other, we obtain the energy efficiency for the entire system. This
means that it is better to convert utilization of an energy source in two steps
losing, for example, 10% in each step than to do one conversion losing, for
example, 20%. However, the extra capital cost of a two-step solution often
leads to a less efficient single-step solution.

Example 1.2: Accounting for Energy Ef�ciency.
In Example 1.1, we looked at the requirements for storing energy in the form of
hydrogen. We learnt that the required power of the electrolyzer was 1,93 kW and
the fuel cell power requirement was 0.967 kW. Most electric devices require a AC
voltage of 230 V (in Europe). Under the consideration that an electrolyzer has an
energy ef�ciency of 82%, a fuel cell has an energy ef�ciency of 85%, a DC/AC con-
verter for home usage has an energy ef�ciency of 97%, and that energy lost in
relation to storage leads to a storage ef�ciency of 96%; what is the overall energy
ef�ciency and what is the required power for the electrolyzer in Example 1.1?

There are two questions to be answered. The query about the e�ciency is resolved
by using Eq. (1.2):

�syst. = �e.lyzer�storage�F.C.�DC/AC = 0.82 • 0.96 • 0.85 • 0.97 = 65%.

Summarizing the losses (0.18 + 0.04 + 0.15 + 0.03), we would end up with an e�-
ciency of 60%. This would be wrong. But the exercise tells us, as is already mentioned
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in the text, that energy e�ciency propagates underproportionally, meaning that an
energy loss in a chain of energy losses has a reduced impact compared to its single
value.

The other question about the need for the power to of the electrolyzer is answered
by using Eq. (1.2):

�syst. =
WAC

We.lyzer
=

PAC.tF.C.
Pe.lyzer te.lyzer

�

Pe.lyzer = PAC
tF.C.
te.lyzer

1
�syst.

= 0.967 [kW]
8 [h]
16 [h]

1
0.65

= 2.98 [kW].

This means that due to the energy losses, we need about 50% extra PVs to cover the
energy needs of the of-grid house in Example 1.1.

PROBLEMS

Problem 1.1. Energy and Power in Cars.
A car of mass 1500 kg brakes from 50 km/h in 3.5 seconds when meeting
a red light. Based on the intermediate values in Table 1.2, determine
a) the mass needed for a supercapacitor and a Li-ion battery.
b) the distance the technology can take you at 50 km/h (requires 10 kW).

Problem 1.2. Energy Ef�ciency and Remote Storage.
A common figure used for energy loss in the electric grid is 8%. Suppose
that water is pumped up at night time with an efficiency of 95% at night
time and released at an efficiency of 85% in the morning.
a) What is the energy efficiency of sending the electric power to the

energy storage facility at night and to have it returned in the morning?
b) What is the largest loss in energy and what is its relative contribution

in the cycle?

SOLUTIONS

Solution to Problem 1.1. Energy and Power in Cars.
a) First, we must determine the kinetic energy. At 50 km/h, this is

Ekin =
1
2

mv2 = 0.5 •1500 [kg]
�

50 [km/h]
3.6 [ks/h]

�2
= 145 [kJ] = 0.040 [kWh].
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The power thus becomes

P =
�E
�t

=
145 [kWs]

3.5 [s]
= 41 [kW].

The mass needed on an energy perspective is the given as the energy
divided by the specific energy:

mi =
Ei

ei
.

With respect to the power, the mass is given by the power need divided
by the power density:

mi =
Pi

pi
.

Intermediate values and corresponding weight needs are:

Technology Speci�c energy
/[kWh/kg]

Mass need
/[kg]

Speci�c power
/[kW/kg]

Mass need
/[kg]

Supercapacitor 0.0035 11 3 14
Li-ion battery 0.35 0.11 0.2 205

To take up the energy from braking, the supercapacitor and Li-ion bat-
tery must have masses of 11 and 0.1 kg, respectively. To take up the
power, they must have masses of 14 and 205 kg, accordingly. There-
fore, this braking requires 14 kg of supercapacitor or 205 kg of battery.
Clearly, the supercapacitor is the lighter choice.

b) When the car travels 50 km/h, a power need of 10 kW is suggested.
We need to relate the energy in the storage device to the energy and
the driving distance:

Energy need = Energy on board,

Pneed�t = eimi,

Pneed
l
v

= eimi � l =
v

Pneed
eimi.

Thus we can calculate the driving distance for the given technologies:

lsupercap. =
50 [km/h]
10 [kW]

0.0035 [kWh/kg]14 [kg] = 245 [m],

lsLi-ion B =
50 [km/h]
10 [kW]

0.35 [kWh/kg]205 [kg] = 359 [km].



14 Engineering Energy Storage

Thus we see that a battery package has the capacity to brake a car from
50 km/h to still stand in 3.5 second and, at the same time, travel of
360 km in an urban area, which explains why Li-ion batteries are such
a success in small short-range (200 km) vehicles.

Solution to Problem 1.2. Energy Ef�ciency and Remote Storage.
a) We must first make an overview of the energy efficiency of each step

in the series:
Grid night Pumping Discharge Grid morning

� 0.92 0.95 0.85 0.92

The overall energy efficiency is given by Eq. (1.3) as

� = 0.92 • 0.95 • 0.85 • 0.92 = 68%.

b) The largest contribution to the loss in energy efficiency is the dis-
charge. Comparing all the relative losses (not efficiencies), we get its
relative contribution from the discharge 15

8+5+15+8 = 22%.



CHAPTER 2

General Thermodynamics
Thermodynamics is a very useful tool for any engineer when analyzing
processes. Although one might find it theoretical, it is actually a very ap-
plied field. It is applied so frequently and extensively and in so many fields,
that most fields have their own ways to treat thermodynamics. Physicists
typically evaluate an atom and extrapolate this into a system. Mechanical
engineers usually consider a continuum and account for mass. Chemists
and most material scientists typically account for thermodynamics in terms
of moles (6.02 • 1023 particles). Since energy storage is closely related to
stored chemical energy, most of the thermodynamics in this book will ac-
count for moles, the chemical approach. In other instances, we use the
mechanical engineering approach. The readers are likely to have different
backgrounds, and therefore, in this chapter, we give a brief summary of
some introductionary thermodynamics.

2.1 THE FIRST LAW AND INTERNAL ENERGY U
For any closed system, we can define the first law of thermodynamics by
saying that the heat added Q minus the work extracted W must equal any
change in kinetic energy Ekin and gravimetric potential energy Epot:

�Epot + �Ekin = Q � W . (2.1)

Any other change is then defined as a change in internal energy U . We
define a change in internal energy of a closed system as any other change
after we have added heat, extracted work, and changed kinetic and potential
energy:

�U = Q � W � �Epot � �Ekin. (2.2)

The internal energy depends on the pressure and temperature. The
potential energy depends on the elevation and mass. The kinetic energy
depends on the mass and velocity. When an energy property of a substance
depends on the state that it is in, it is called a state function. Potential energy,
kinetic energy, and internal energy are state functions, whereas work and

Engineering Energy Storage.
DOI: 10.1016/B978-0-12-814100-7.00002-X
Copyright © 2017 Elsevier Inc. All rights reserved.

15

http://dx.doi.org/10.1016/B978-0-12-814100-7.00002-X


16 Engineering Energy Storage

heat are process functions, making the heat and the work are very different
from the other three. Whereas these three others are state functions and
depend on the state that they are in (pressure, temperature, mass, height,
and velocity), the heat and work are process variables since their size or
amount depend on the way that something is done. This is exemplified in
Example 2.1.

Example 2.1: Heat or Work.
For a certain pressure increase in a piston, is heat or work required?

When quickly pushing a piston into a bicycle pump, the pressure increases. The
next thing you will notice is that heat is released and the piston pushes less back. An
alternative way to increase the pressure is to heat up the piston without adding any
work at all. Because the pressure and temperature change is the same in the two pro-
cesses and the pump is at rest and at the same elevation before and after, the change
in internal energy is the same in both cases. In other words, it does not matter for a
state function how a change is done, but it matters for the process functions heat and
work.

In most cases that we evaluate in this book, the system evaluated is at
rest and does not change potential energy, and we can define the energy
balance as

�U = Q � W . (2.3)

Equation (2.3) is fit to describe thermodynamic cycles for a given closed
system like a piston expanding and contracting while exchanging heat and
work with the surroundings. However, in many instances, we are inter-
ested in systems where mass enters and leaves continuously when heat is
constantly added or work is constantly extracted. This situation demands
a different form of Eq. (2.3). When mass enters and leaves the substances
entering the system, then some energy, which is neither heat nor work, is
given by the state of the substance entering or leaving kinetic, potential, or
internal energy:

�Q � �W = �mout

�
uout + gzout +

v2
out
2

�
� �min

�
uin + gzin +

v2
in
2

�
. (2.4)

The dot over some of the terms indicates that there is a rate, and the
lower case u is the specific (per mass) internal energy.
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2.2 SECOND LAW AND ENTROPY

Entropy S is a thermodynamic property that is somewhat hidden on a
daily basis and therefore is difficult to grasp. When we evaluate work and
heat, these are process properties that we experience very directly on a
day-to-day basis. Entropy, however, is an underlying property relative to
the present temperature. Regardless of its abstract properties and delusive
appearances, entropy can be evaluated and used as a very important tool for
engineers. Here we describe entropy in three different forms: transported,
Q/T , changed, �S, and produced, � . Just like with energies, these forms
are linked and can be summarized, but a very different one, the production
of entropy � is always greater than or equal to zero since the energy is always
conserved. So one of the definitions of the second law of thermodynamics
is that the entropy production cannot be negative:

� � 0. (2.5)

Entropy can be very concrete when comparing likelihood of different
configurations. For instance, ordered accumulation is less likely to appear
than random distribution, and thus the former represents lower entropy
compared to the latter. This is a very common form of entropy description,
and the change in order is a good metaphor for a change in entropy, �S.

When evaluating entropy as a thermodynamic property, it quickly ap-
pears to be much more abstract. For thermodynamical processes, entropy
is definitively related to heat. Evaluating reversible heat, meaning a process
that is independent of the process route, we define the relation

dQrev = TdS. (2.6)

Accordingly, a reversibly added amount of heat is defined as Qrev = T�S.
This is the heat transferred to the system.

Example 2.2: Heat Transport Is Entropy Production.
Consider two bodies of the same material at different temperatures, 300 and
400 [K]. Heat (1200 [J]) is transported spontaneously from the hotter body to the
colder one. Consider the temperature of the two reservoirs to be unchanged. The
heat is conserved, however, not the entropy.

The entropy of the hotter body decreases: �S = �1200 [J]
400 [K] = �3 [J/K].

The entropy of the colder body increases: �S = 1200 [J]
300 [K] = 4 [J/K].
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We can see that the entropy changes are not conserved, so the transport of
heat produces entropy, in this instance, 1 [J/K]. Because heat spontaneously and
inevitably always goes from a hot to a cold place, entropy is spontaneously pro-
duced, meaning that it happens by itself.

However, most of us have experienced that heat is generated in a process
without being added, and the most common example from daily life is
friction. Rubbing ones hands against each other, this heat is felt. We give
some work by engaging our muscles, and this work is then lost as heat. This
generation of heat is nonreversible. So friction is often referred to as lost
work. This heat relative to the temperature it is generated at is called the
entropy production � . Because it is a result of heat generated or produced
within the system, it is called the produced entropy.

We have now introduced three types of entropy: (i) entropy changed in
a system, �S, (ii) entropy transferred to a system, Q/T , and (iii) entropy
produced in a system, � . These entropies are related by the entropy balance,
Eqs. (2.7) and (2.8), and express the entropy change as a function of heat
added and produced within the system:

dS =
� C

H

dQ
T

� �, (2.7)

� =
n�

i=1

Qi

Ti
� �S � 0. (2.8)

In Sections 2.2.1 and 2.2.2, we present two consequences, which are
very important for engineers.

2.2.1 Reversible Adiabatic Must Be Isentropic
An important fact about the second law is that the entropy production is
always greater than or equal to zero. A more practical one is that the entropy
change depends only on temperature and pressure or on temperature and
specific volume. Entropy production and entropy transferred depends solely
on the process route. The most relevant practicality of the entropy balance
and Eq. (2.8) is that when heat is not added (or removed) and no friction
occurs, the entropy does not change. Therefore, processes where heat is
not added, adiabatic ones, when reversible (friction free), are isentropic.
Reversible adiabatic processes are isentropic. We return to this later
in this chapter.
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2.2.2 The Carnot Ef�ciency Limitation
Converting heat to work is a very interesting area and still a growing re-
search area. In particular, the lower hanging fruit of low-grade waste heat
utilization has received increase interest. However, there is a limitation to
how much work one can extract. This limitation is called the Carnot ef-
ficiency and is dictated by the second law of thermodynamics and derived
form the entropy balance.

Considering a wall that does nothing except conducting heat, the heat
in and heat out are the same, that is, QH = �QC = Qin. Since there is no
friction or change of entropy in this process, Eq. (2.7) can be rewritten as

� =
QC

TC
�

QH

TH
. (2.9)

Considering a wall that actually produces some work, like, for example,
a Peltier module, the heat out is different from the ingoing, defined by
the extracted work: QH = Qin and QC = Qout = Qin � Wout. Equation (2.7)
now becomes

� =
Qin � Wout

TC
�

Qin

TH
. (2.10)

We now can write an expression for the relation between work out and
heat into a process:

Wout

Qin
=

�
1 �

TC

TH

�
�

TC

Qin
�. (2.11)

The best case scenario according to the laws of thermodynamics is that
the entropy production � is zero. This gives the maximum work obtain-
able from a heat source, but more importantly, we term this efficiency the
Carnot efficiency �Carnot

Wmax out

Qin
=

�
1 �

TC

TH

�
= �Carnot. (2.12)

Example 2.3: The Entropy Production of Added Work.
Increased work extraction leads to a lowered entropy production. A lowered work
output ultimately stems from an increased entropy production.
a) Rewrite Eq. (2.10) to express the entropy production for a wall where electric

work is added (e.g., heat in a radiator).
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b) What is the upper and lower limits for the entropy production when adding
work like this?

Solution:
a) The heat out is now increased, so that from Eq. (2.9) we can write:

Qout = Qin + Win,

� =
Qin + Wout

TC
�

Qin
TH

.

b) The lower value is de�ned by the entropy production of heat going through the
wall: Qin

TC
� Qin

TH
. There is no upper limit in how much entropy the system can

produce by adding work into the wall.

2.3 PRESSURE AND VOLUME

In Section 2.2, the reversible (and nonreversible) heat are introduced.
If, on the other hand, we consider a force F acting on a thermally

insulated piston with a cross-sectional area A so that the piston moves a
distance dx, then we can define the reversible work dWrev:

dWrev = Fdx =
F
A

Adx = pdV . (2.13)

We have now used the first law of thermodynamics in a differential form
to define changes of internal energy for systems at rest, by development of
Eq. (2.3), as a function of two states (T and p) and two state functions for
different state functions (S and V ):

dU = TdS � pdV . (2.14)

Example 2.4: Heat or Work?
We can increase the pressure of a cylindrical piston by one mean at the time. Think,
for instance, of a bicycle pump.
a) Which two means?
b) Evaluate the change in entropy in the two instances.
c) What does this simple experiment tell us about reversible entropy changes?
Solution:
a) We can compress the piston so quickly that heat is incapable of exchanging with

the surroundings, or we can add heat at constant volume.
b) Let us �rst consider the heating at constant volume. The density of particles is

not changed, but energy is added, and the temperature increases. Since the par-
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ticles, due to the temperature increase, have greater velocity and bounce around
faster, they are also less ordered. Thus the entropy increases.
Let us next consider the adiabatic compression. During the swift compression,
molecules are compressed, and the temperature increases. The compression calls
for a decrease in entropy and the heat for an increase. By de�nition, Eq. (2.6), for
an insulated or adiabatic process, the change in entropy is zero, simply because
Q is zero. The internal energy of the gas in the piston still changes, and solely due
to the added work.

c) For reversible processes, heat is required to have entropy changes. If there is only
work added, only the internal energy changes in response.

We have established that heat is required for entropy to change in re-
versible processes. We have seen that this can happen at constant volume,
also called isochoric.

dS =
dU
T

dT
dT

� pdV �
isochoric

�
dU
dT

�

V

dT
T

. (2.15)

To develop Eq. (2.15) further, we need to introduce two new thermody-
namic relations. The heat capacity for constant volume is defined by the
heat accumulated as internal energy relative to temperature increase:

Cv =
�

dU
dT

�

v
=

TdS
dT

. (2.16)

Adding work alone changes the internal energy, temperature, and pressure
together with the volume. An interesting question subsequently rises: How
does temperature and volume relate for adiabatic processes?

Developing Eq. (2.15) to answer this question requires introducing the
ideal gas law. The ideal gas law is the relation between pressure, volume,
and temperature for a given amount of matter and the gas law constant:

pV = n flRT = mRT � p =
mRT

V
. (2.17)

The molar ideal gas law constant flR is defined as 8.314 J/mole K indepen-
dently of substance. It can be defined as a specific ideal gas constant R, the
molar divided by the molar weight of the subject substance.

We can now define the entropy change for a process where we first
change the temperature and then later the volume:

dS = Cvd lnT � mR d lnV . (2.18)
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This is interesting for evaluating states of adiabatic or isentropic (dS = 0)
processes, now the compression by volumetric figures and the initial tem-
peratures. Classical examples are piston processes, where air is suddenly
heated by a combustion process, i.e. heat added so fast that the volume
can not expand, and then expanded isentropically at constant pressure af-
terwards. By integration we obtain:

ln
T2

T1
=

R
Cv/m

ln
V2

V1
� T2 = T1

�
V2

V1

� R
cV

�
T2

T1
=

�
v2

v1

� R
cv

. (2.19)

where cV is the specific heat capacity at constant volume.
As discussed in Example 2.4, a gas can experience pressure increase

by adding heat, work, or both. When compressing a gas very quickly, for
instance, a piston in an internal combustion engine, heat does not have
time to leave. Under reversible conditions, the entropy ballance tells us that
there is no change in entropy either and thus the process is adiabatic. In this
instance, Eq. (2.19) can be rewritten as

v2

v1
=

vr,2

vr,1
, (2.20)

where vr,i is not really a volume; it is rather a fictive or relative volume used
to manoeuvre in adiabatic compression tables. An example is given.

Example 2.5: Adiabatic Volume Compression.
Starting with 100 L of air in a piston at 25�C, what is the temperature when the
gas is compressed to 50 L, 10 L, and 1 L?
Use the gas compression table in Appendix B.
Answer:
Since this is a closed volume, Eq. (2.20) can as well be V2

V1
= vr,2

vr,1
, and we get vr,2 =

V2
V1

vr1 . To solve the problem, by insertion we get the following table:

V2/L 100 50 10 1
vr2 100 50 10 1
T/�C 25 115 445 1287
u/kJ kg�1 213 278 526 1261

First, we determine the relative �volume� vr,2 . Then we look to table in Appendix B and
�nd these volumes. From these rows and by interpolation we get the other requested
data. From this we can also determine the speci�c work required: 65, 461, 800 kJ kg�1 .
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Remark; in table in Appendix B, the values are given only with three signi�cant �gures.
This is done because the philosophy of this book is to grasp the principal and order of
engineering energy storage.

2.4 ENTHALPY AND CONTROL VOLUMES

When evaluating control volumes, like heat exchanger, valves, turbines and
compressors, a gas can expand inside the fixed controlled volume. Because
pressure changes rather than the volume, the work is no longer related to
pdV but rather to Vdp. This calls for different measures. The work is thus
defined as W = WC.V . �Vdp. Inserting this into Eq. (2.4) at stationary state,
we obtain:

�Q � �WC.V . = �mout

�
u + vp + gz +

v2

2

�

out
� �min

�
u + vp + gz +

v2

2

�

in
,

(2.21)

where v is the specific volume. The vdp term is a property change for the
gas inside a control volume that is not directly work in the same way as we
are used to think for pistons. After accounting for changes in kinetic energy,
potential energy, heat added, work from the control volume and internal
energy, something more happens. This something more is Vdp. This is a
property of the state that needs further investigation. By summarizing the
internal energy and the pressure volume term, we define the enthalpy

H = U + pV . (2.22)

By partial differentiation and insertion of Eq. (2.14) we obtain:

dH = dU + pdV + Vdp = TdS + Vdp. (2.23)

We can use this for three different things: i) we can define the energy
balance as a function of enthalpy, ii) we can define the heat capacity for
constant volume processes, and iii) we can define the temperature–pressure
relation for adiabatic isentropic processes in open control volumes.

The energy balance is the most useful since one often finds enthalpy
tabulated or in databases:

�Q � �WCV = �mout

�
h + gz +

v2

2

�

out
� �min

�
h + gz +

v2

2

�

in
. (2.24)
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Since the reversible heat is defined as the temperature multiplied by the
entropy change, Eq. (2.23) for a temperature response at constant pressure
gives:

�
dQrev

dT

�

p
=

�
dH
dT

� V
dp
dT

�

p
=

�
dH
dT

�

p
= Cp. (2.25)

In turn, we can now rewrite Eq. (2.23) by replacing volume using the ideal
gas law:

dS =
dH
T

dT
dT

+ Vdp =
dH
dT

dT
T

+ mRT
dp
p

. (2.26)

For isentropic (reversible adiabatic) processes, we then obtain:

Cp ln
T2

T1
= �mR ln

p2

p1
� T2 = T1

�
p1

p2

� R
cp

, (2.27)

where cp is the specific heat capacity at constant pressure. Also note how
the minus symbol is removed by inverting the ratio of the two pressures.
For air, constituting of 21% oxygen and 79% nitrogen, the specific heat
capacity at constant pressure cp and constant volume cv are 1.006 kJ K�1 kg
and 0.717 kJ K�1 K�1 at room temperature and 1 atmosphere [2].

Likewise to in Section 2.3, we can transform Eq. (2.27) into a pressure
relation where we determine a pressure that is not actually a pressure, but
more like a relative pressure pr :

p2

p1
=

pr,2

pr,1
. (2.28)

Example 2.6: Adiabatic Pressure Expansion.
A kg of air at 25�C and 1 atm passes through a compressor adiabatically. What
is the exhaust temperature and enthalpy when compressing to 10, 50, and
1100 atm? (Use the nearest values and gas tables of Appendix B.)
Solution:
Equation (2.28) can be rewritten as pr,2 = pr,1

p2
p1

. Looking at table in Appendix B, we
get the following table:

p2 1 10 50 1100
pr,2 1 10 50 1100
T/�C 25 570 880 1850
h/kJ kg�1 298 576 911 2065

From this we can also require the necessary work: 278, 613, and 1767 kJ.
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2.5 GIBBS FREE ENERGY AND CHEMICAL POTENTIAL

Gibbs free energy represents the potential work from a chemical reaction
and is defined as

G = H � TS. (2.29)

By differentiation and insertion of Eq. (2.23) we obtain

dG = dH � TdS � SdT = �SdT + Vdp. (2.30)

Equation (2.30) is valid only for closed systems, which quite often is less
relevant. Often, we are interested in accounting for the effect of chemical
reactions or the energy of mixing different components. This is when we
introduce chemical potential

dG = �SdT + Vdp +
�

i
µidni. (2.31)

Experimentalists, and particularly chemists, prefer to measure poten-
tial work at constant temperature and pressure. Chemists are interested in
potential energy or work from chemical reactions. Hence, the term chem-
ical potential µ at a given temperature, pressure, and a state of component
mixture is defined by

µi =
�

�G
�ni

�

T ,p,nj �=i

. (2.32)

This means that the chemical potential for a component µi is defined as
equal to the molar Gibbs free energy flgi at some given temperature, pressure,
and mixture. For an ideal gas, we define as a reference pressure, a standard
pressure po, where we also have a standard chemical potential µo

i . We now
have a standard molar Gibbs free energy flgo

i at a standard pressure that we
can define at any temperature T . Using the relation (from Eq. (2.30)) dflg =
d flh � Tdfls � flsdT at any given temperature, we get

dµ = dflg = d flh � Tdfls = d flh � T flcp ln T + flRT d ln p, (2.33)

�µ = �flg = �flh � T�flso + flRT ln
p
po , (2.34)

�flg = �go + flRT ln
p
po . (2.35)
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Moreover, from its definition (Eq. (2.32)) the chemical potential is a molar
property. It can therefore be added in molar mixtures on a component basis
and by using Dalton’s model and ideal gas mixtures (the sum of all partial
pressures equals the total pressure and the partial pressure: ptot =

�
i pi; for

ideal gases, the partial pressure equals the molar fraction xi times the total
pressure):

µmix =
�

i
xi flgi =

�

i
xx

�
flgo
i + flRT ln

pi

po

�
(2.36)

=
�

i
xx

�
flgo
i + flRT ln

xiptot

po

�
. (2.37)

The energy of mixing is then the difference between the chemical potential
and standard chemical potential:

µi � µo
i = flgi � flgo

i = flRT ln
�
x

ptot

po

�
(2.38)

or, in a differential form between mixed conditions with constant total
pressure ptot,

dµi = dflgi = d
	
xi flRT ln [xi]



. (2.39)

Because this potential energy is derived from the entropy term, it is often
referred to as the entropy of mixing. This entropy turns into produced
entropy � if not taken advantage of. (River water mixing into the ocean is
an example of such, where around 2 TW worth of potential, (mechanical or
electrical, energy is continuously dissipated into the ocean [3]. This energy
can be extracted in many ways; e.g. [4].)

In the continuation of thermodynamics and in nonideal mixtures, the
mole fraction term xi is replaced by activity. The activity of a component ai

is a relative concentration or fraction term that can be tailored to describe
components in all kinds of systems. We return to this in greater detail in
Chapter 6. The bottom line of this chapter is therefore that the chemical
potential of any component i in any system at any temperature can be
described by

µi = µo
i + flRT ln ai. (2.40)
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PROBLEMS

Problem 2.1. Dumb and Not so Dumb Walls.
1200 J of heat is transported through a wall. On one side, the temperature
is 400 K, and on the other, it is 300 K.
a) How much work is potentially lost in this process?
b) Replacing the wall with a Peltier element that utilizes 45% of the en-

tropy production for electricity production, how much electric work
comes out of the process?

Problem 2.2. Work for Adiabatic Compression.
Determine the new temperature and specific work needed to at room tem-
perature:
a) compress 100 L of air in a closed cylinder to 10 L;
b) pressurize air from 1 bar to 10 bar in a compressor.

SOLUTIONS

Solution to Problem 2.1. Dumb and Not so Dumb Walls.
a) If the process was entirely reversible, the entropy change would be

the same in both of the reservoirs since that goes with no entropy
production. Inevitably, 1200 J leaves the hot reservoir, and this thus
dictates the lowest possible entropy change at the lower temperature
(zero entropy production and reversible conditions means that the en-
tropy change at higher temperature dictates the lowest possible entropy
change at any lower temperature):

�S = �
Qrev

T
= �

1200 [J]
400 [K]

= �3 [J/K].

This means that the minimum heat that must be delivered to the colder
side is

Qrev = �T�S = 300 [K]3 [J/K] = 900 J.

From energy conservation (W = Qin +Qout), potentially, 300 J of work
is lost in the process of transporting heat through this wall.

b) The entropy production in the example above is 1 J/K. Since 45% of
this is now made use of, only 3.55 J/K comes out of the wall. This
means that the energy balance along with the entropy balance gives us

W = Qin + Qout = Qin � T(�S + �)

= 1200 � 300 [K] (3 + 0.55) [J/K] = 135 [J].
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Solution to Problem 2.2. Work for Adiabatic Compression.
For pistons, we look at how volumes are lowered and use the internal
energy changes. For compressors and turbines, we look at how pressure and
enthalpy changes. In Appendix B, the adiabatic air compressibility table is
given.
a) We find the values from the table:

V/L T/K u/kJ kg�1

100 298 213 �u/kJkg�1

10 725 532 = 319

b) We find the values from the table:

V/L T/K h/kJkg�1

1 298 298 �h/kJkg�1

10 575 581 = 283



CHAPTER 3

Mechanical Energy Storage
3.1 INTRODUCTION

Mechanical energy storage, at its simplest, is something that has been done
for a very long time. The first example is about 300 years after the wheel
was invented. In doing pottery, one needed to have some stabilized mo-
mentum for making axis-symmetric products like bowls, cups, vases, plates,
etc., and the solution was to have the pottery wheel centered on top of a
rod, which in turn was placed in the center of a rotating stone cylinder at
the bottom. All pieces could then be rotated around a vertical axis, and this
was done by kicking the lower stone disk. In doing so, energy could be
added in portions and buffered so that a steady momentum was available at
the pottery wheel on top, where a piece of clay was quickly shaped into
the desired object.

This old example of a very short-term energy storage is relevant today as
well. The momentum of a rotating shaft in an internal combustion engine
is another example. The piston needs to have work supplied to compress
air upon ignition. After the ignition, much more mechanical energy is de-
livered back to the rotating shaft. When driving a manually transmitted car,
one ramps up the kinetic energy of the shaft in the engine before carefully
stepping of the clutch. At least, this is part of explanation. Other examples
of stored kinetic energy also relate to rotation, since this is the only way to
keep motion where one wants it.

3.2 MECHANICAL ENERGY STORAGE

In classic mechanics, there are two forms of energy, kinetic and potential.
The typical example to start with is a pendulum that experiences no friction
so that the energy in the system is conserved. By conservation, energy is
given by the equation

EMech. = Epot. + Ekin. = mgh +
1
2

mv2, (3.1)

where m, g, h, and v are the mass, gravitational constant, height available
for work, and the velocity of the pendulum. The example of the pendulum
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Figure 3.1 General sketch of an energy storage �ywheel unit, consisting of an electric
motor and generator, connected to the �ywheel via a shaft inside a low-pressure vessel.

can be treated in much greater detail, but here we will look at energy
storage for kinetic and potential energy in separate ways. The by far two
most common solutions for storing energy solely by mechanical energy are
electric flywheels and hydroelectric systems. These devices convert energy
between electric and mechanical energy.

3.2.1 Flywheels
A flywheel is a cylindrical or disk-shaped object that stores energy by ro-
tating around its center axis. When storing small amounts of energy, the
wheel typically has a thickness smaller than the radius and is then disk-
shaped. When storing large amounts of energy, the thickness is larger than
the diameter, and it is then cylindrically shaped. In principal, a flywheel
energy storage system needs three components: an electric motor, the
cylinder/disk, and a shaft that connects these two. It is the cylinder/disk
that is the flywheel. When storing energy, the motor acts as a load on the
electrical grid. When delivering energy, the electrical motor becomes a
generator and acts as a power source. To store energy for longer, the fly-
wheel is encapsulated inside a container that is evacuated. This is to lower
friction from the shear forces in the air surrounding the flywheel. A sketch
of a flywheel system in a container is shown in Fig. 3.1. Depending on
the materials of the flywheel, rotational speed of up to 100 000 rpm can be
applied. This can cause enormous friction – even for air.

3.2.1.1 The Energy
In studying the amount of energy in a flywheel, the starting point is imag-
ing a very thin cylindrical shell that rotates around its center axis. This shell
is illustrated in Fig. 3.2. With the kinetic energy of a moving object defined
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Figure 3.2 The cylindrical shell geometry used for deriving the energy of a cylindrical
shell.

by the equation

Ekin =
1
2

mv2 =
1
2
�Vv2, (3.2)

we can define the kinetic energy of the rotating cylindrical layer as a func-
tion of the inner and outer radius r, height h, density �, and rotational
velocity �.

The velocity of any given point in the shell is given by the equation

v = 2� r
�
60

, (3.3)

where r is the radius, and � is the rotational velocity in rounds per minute
(rpm). Since the kinetic energy changes as the radius increases, one intuitive
way to evaluate the energy is by its variation, that is, its radial derivative.
One classical approach in this problem is to state that the shell has an inner
radius r and an outer radius r + �r. Based on this and Eqs. (3.2) and (3.3),
we can define the kinetic energy of the outer and inner layers and then
allow for the thickness of the layer to become infinitely small. This gives
us the energy in a differential form so that we can later find the energy of
the entire body by integrating. Finding the partial energy requires finding
the limit as �r approaches zero. First, we define the energy change. In this
analysis, we use the simplification that all the kinetic energy is gathered
along the average radius of the cylindrical shell and that the representative
average velocity is flv = 2�

�
r + �r

2
� �

60 , as indicated in Fig. 3.2

�Ekin =
1
2

m
�

2�(r + �r
2 )�

60

�2

(3.4)
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=
1
2
�h(Ashell)

�
2�(r + �r

2 )�
60

�2

. (3.5)

The area of the bottom of the cylindrical shell, Ashell, is defined by
� times the squared difference between the outer and inner radiuses,
((r + �r)2 � r2). With the radius sensitivity simply being �r, we obtain
the radial derivative of the rotational energy:

dEkin

dr
= lim

�r�0

1
2

��h
�
(r + �r)2 � r2�

�2 �
2�(r + �r

2 )
�2

602�r
(3.6)

= lim
�r�0

1
2

��3h
�
(2r(�r) + (�r)2)

�
�24

�
r2 + 1/2r�r + (�r

2 )2�

602�r
(3.7)

= lim
�r�0

1
2

��3h (2r + �r)�24
�
r2 + 1/2r�r + (�r

2 )2�

602 (3.8)

=
4��3hr3�2

602 . (3.9)

Solving this first-order nonlinear differential equation by integration, we
obtain an expression for a cylindrical shell with inner and outer radii:

Ekin =
� r2

r1

4�3�h�2

602 r3dr =
�3�h�2

602

�
r4
2 � r4

1
�
. (3.10)

Two common engineering problems are to find the rotational energy
of a cylinder or of a cylindrical shell. These are specialized problems of
Eq. (3.10), and therefore they also have specialized forms of the equation:

Ekin =
�3�h�2

602 r4
cyl., (3.10)a Ekin =

�3�h�2

602

�
r4
o � r4

i
�
. (3.10)b

For the first problem, the rotating cylinder, we can use Eq. (3.10)a and
that the radius of the cylinder is rcyl.. This equation can be representative for
fly wheels storing energy in combination with an electrical motor/genera-
tor like that illustrated in Fig. 3.1.

For the other problem, a rotating rim (cylindrical shell), we can use
Eq. (3.10)b with outer and inner radii ro and ri. At first, this type of ge-
ometry might seem less relevant, but it is important for parts stabilizing
machines. Examples can be transmitting wheels or additional mass on crank
shafts for internal combustion engines with few pistons or at low rotational
rates.
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Neither of the two equations (3.10)a,b accounts for elastic energy at
high rotational speed, allthough for some special cases this can be up to ten
percent [5].

3.2.1.2 Other Aspects
There are many things to consider when it comes to flywheels.

Perhaps the most important one is the power. As seen from Eq. (3.10),
the energy is related to radius, rotation, and density. On the other hand, the
power is related to two components, the electrical motor and the shaft be-
tween the motor and the cylinder. It is important to notice that the energy
and power capacities are determined by different component properties.

Moreover, the upper limit for how much energy that a material can
store depends on the ratio between its density and tensile strength. If this
ratio is too low, then the material disintegrates by the centrifugal forces
imposed by the rotation. Most flywheels are limited to some 20–30 krpm,
but some very special materials can take up to 80 or almost 100 krpm
without disintegrating [5].

When rotating, centrifugal forces are imposed. This leads to stretching
of the material. As long as this happens within a regime where the mate-
rial is not exposed to forces outside the E-modulus of the material, that is,
the region where the material is elastic (phenomenologically, like a rubber
band), the stretching causes no trouble. We must of course take the stretch-
ing into account when designing the size of the low-pressure chamber so
that the disk does not touch the walls under operation. The elastic stretch-
ing of a flywheel also represents additional stored energy. When a flywheel
is rotating at its peak velocity, the elastic component can account for as
much as ten percent of all the energy stored [5].

Because the rotation imposes these centrifugal forces on the flywheel
itself, most high-rpm flywheels are not shaped like cylinders. They are in
fact often shaped more dish or soup bowl like (imagine two plates facing
each other), where they have a rather thick height near the center axis that
gradually decreases as the radius increases. This has two classical engineering
aspects: one is that the material closest to the center axis is less exposed
to the centrifugal forces, and the other, more typical one, is that it takes
material to carry material. We call this an overlinear mass demand. A classic
example, of this overlinearity, is the turbine blades of a wind turbine. The
amount of material is almost proportional to the square of the length of the
blade. This is because the inner part of the blade must be much thicker than
for shorter blades to carry the extra weight of more blades, and blades that
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are exposed to higher centrifugal forces (further out gives higher sentrifugal
force at a given rotational speed �.

Example 3.1: Energy in a Discos-Shaped Flywheel.
A �ywheel is disc shaped somewhat like a discos. The height changes with the ra-
dius, so that the height is 10 cm at the center axis and 3 cm at the outer radius,
which is 15 cm. The thickness decreases linearly with r . The �ywheel rotates at
16 krpm, and the material has a density of 3 000 kg m�3 . Neglect energy contribu-
tions from elasticity.
a) Show that the stored energy can be expressed as

Ekin =
� 0.15m

0m

4�0�3h�2(r3 � 4.67r4)
602 dr

=

�

�
4�0�3h�2

	
1
4 r4 � 4.67

5 r5



602

�

�

0.15m

0

,

where �0 is the density of the material of the �ywheel.
b) What is the stored energy? Give the answer in kWh.
c) What power is this if released in 20 seconds?
d) What is the mass of the disk?
e) What speci�c power does this refer to if released in 20 seconds and the auxil-

iary components mass is 20 kg?
f) What factor change in power and speci�c power does this refer to if the rota-

tion was 75 krpm instead of 16 krpm and the density half?
Solution:
a) From Eq. (3.8) we have:

dEkin
dr

= lim
�r�0

1
2

��3h (2r + �r)�24
	
r2 + 1/2r�r + (�r

2 )2



602 . (3.11)

The key to solving this problems lies in rearranging its formulation. Instead of as-
suming that the thickness of a material with constant density changes, we will
assume that the density of rotating disk with a constant thickness changes. The
density changes relative to the thickness so that it has hundred percent of the
density at the center (0.1/0.1) and then a relative decrease of 0.1�0.03

0.15•0.1 times the
radius. The density thus becomes

� = �0



0.1
0.1

�
0.1 � 0.03
0.15 • 0.1

r
�

= �0(1 � 4.67r), (3.12)
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where �0 is the density of thematerial itself, 3 000 kgm�3 . By inserting Eq. (3.12)
into Eq. (3.11) we obtain:

dEkin
dr

= lim
�r�0

1
2

�0(1.0 � 4.67r)�3h (2r + �r)�24
	
r2 + 1/2r�r + (�r

2 )2



602 .

In turn, this becomes

dEkin
dr

=
4�0(1.0 � 4.67r)�3hr3�2

602 , 0m � r � 0.10m. (3.13)

By integrating we obtain:

Ekin =
� 0.15m

0m

4�0�3h�2(r3 � 4.67r4)
602 dr

=

�

�
4�0�3h�2

	
1
4 r4 � 4.67

5 r5



602

�

�

0.15m

0

. (3.14)

Alternatively, one can introduceanexpression for theheight changeas a fucntion
of the radius and keep the density constant. The answear will be the same.

b) By inserting the given values we obtain:

Ekin =
4 • 3,000 [kgm�3]�30.1 [m]16,0002 [min�2]

�
0.25 • 0.154 [m4] � 0.933 • 0.155 [m4]

�

602 [s2 min�2]
.

Note that the slope coe�cient 0.2 has the unit m�1 and that when inserting the
inner boundary condition (0m), there is nothing to subtract for.

Ekin =
9.53 • 1012(5.57 • 10�5)

3600
[kgm2 s�2] = 147 [kJ] = 41.0 [Wh].

41 Wh is actually not too much energy. That is why this needs to be placed in
context of themass of the �ywheel and the conversion time.

c) The power is the energy released of a period of time:

P =
�Ekin

�t
=

41 [Wh]
0.00556 [h]

= 7.38 [kW].

Now, 7.38 kW is a signi�cant amount of power. It is almost 10 hp, however, not
that much for a car.
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d) Themass of the disk is found by integration:

m =
�

�dV = 2��0h
� r

0
r � 4.67r2dr

=

�

2�h�0

�
r2

2
�

4.67r3

3

��0.15m
= 11.3 [kg].

e) In addition to the wheel itself, there are the auxiliary components (electric motor
and shaft) of said 20 kg. Amass of 31.3 kggives a speci�c power of 0.235 kWkg�1 .
The speci�c energy can also be calculated, 1.31 Wh kg�1 . These two numbers
are really important for evaluating suitability in the transport sector. Looking at
Fig. 1.3, we have designed a system that has the energy density slightly larger
and power density equivalent to that of a typical super capacitor. If considering
a 75 kW electric engine of mass 100 kg instead of 20 kg, the energy and power
density would drop by almost a factor of �ve. Thus the auxiliary components are
themost important factors for energy and power density in this example.

f) Finally to thewhat if this and that problem. This is a classical engineeringproblem
of evaluating changes to a system. We are now to change the rotational veloc-
ity from 16 to 75 krpm and the density from 3,000 to 1,500 kgm�1 . Looking at
Eq. (3.14), we can that as long as the energy is proportional to the square of the
rotational velocity and directly proportional to the density,

Ekin|r,h(r) � ��2.

Therefore, �nding materials that can rotate faster is a good idea, even thought
they have lower density. From the proportionality relation we get:

E2 = E1
�0,2
�0,1



�2
�1

�2
= E1

1
2



75
16

�2
= 11 E1.

The energy increases by a factor of eleven. So does the power as long as the dis-
charge time is the same. The speci�c energy and power increase more because
of the reduced weight, a factor of 11 compared to the initial. Therefore, as long
as weight matters, reducing the density of the �ywheel is irrelevant as long as it
can rotate faster. Bearing in mind that even though we can improve the speci�c
energy of the �ywheel, the auxiliary components (electricmotor and shaft) deter-
mine the available power and speci�c power of the energy storage systemdevice.

3.2.2 Hydroelectric Energy Storage
As a mean to store vast amounts of energy for long times, hydroelectric
power systems appear to be one of few technologies. Water is transferred
from one height to another. When there is a surplus of electric energy on
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the grid, water can be elevated by pumping. This is done with an electric
engine connected to a pump. When there is a shortage of electric energy,
the water can be transferred down again through a turbine with a gener-
ator. This is done primarily by the use of a Francis turbine coupled to a
generator. The Francis turbine is unique in the way that it can be reverted
and operate under moderate to high pressure drops.

Example 3.2: Electric Motor or Generator.
On the next occasion that you come by a LEGO techno kit, pick up two of the
engines from the kit and one lead. Couple these together by plugging the leads
two ends on the electric LEGO socket on each of the engines. Turn the wheel pin
on one of the engines (it is easier with a wheel on the pin) and look at the pin on
the other engine. What happens?

The other pin moves at a lower rate. This is an example that electric engines can
act as both engines requiring electric work and as a generator giving electric work.

An electric motor can be reverted to act as an electric generator and
vice versa. When it comes to pumps and turbines, two types of turbine
types can be reverted, the Kaplan and the Francis ones. There are sev-
eral other turbine and pumping technologies as well. The Pelton turbine
and different displacement pumps are probably the most commonly known
ones, however these are not revertible and have no relevance in the context
of pumped hydro for energy storage. A Caplan turbine is perhaps best de-
scribed as a propel like those on an outboard engine. This turbine is used
in large-volume low-pressure streams like, for instance, in a river where a
dam gives rise to some few meters of water height. A Francis turbine is
quite complex in design, but when assembled, it looks a bit like a snails’
shell. The turbine wheel consists of two parallel plates separated by thin
walls in the radial direction that divides the space between the two plates
into cake-shaped volumes. Around this cake-shaped double disk, the tur-
bine wheel is the snail shell-shaped water distribution system. The turbine
wheel typically rotates around the vertical axis, and water leaves through a
hole in the center of the lower disk. The center of the upper disk is the
attached to a shaft, which in turn is connected to the generator. A picture
of such a Francis turbine wheel is shown in Fig. 3.3, right. In the picture,
the wheel is upside down compared to how it is in operation. It is actually
very common to be upside down old Francis wheel that is put on pub-
lic display, most likely because the twists and turns of the blades are better
displayed when upside down next to the ground. This way curious people
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Figure 3.3 Pictures of a Pelton turbine wheel (left) and a Francis turbine wheel (right).

walking by can stick their arms through the flow compartments and have
interesting pictures taken. When adding electric work to the generator, it
becomes an engine, and the turbine becomes a pump. The cake defining
walls between the two disks are usually curved for improved performance
and the snail shell-shaped distribution manifold contains directional foils in
addition. Look this up by googling it. A Francis turbine/pump design can
also handle large volumes, tens of cubic meters per second. A Francis tur-
bine has its limitations. When handling large pressures (water falls beyond a
few hundred meters), the snail shell-shaped water distribution system needs
to be extremely thick. Because of this, water is usually not pumped more
than 200–300 meters. When water reservoirs and hydroelectric power sta-
tions with much larger water falls are built, one therefore usually applies a
Pelton turbine. A Pelton turbine looks like a disk with several spoon-shaped
cups attached at the edge. Water comes through several (often 4 or 5) noz-
zles and hits these cups making the turbine spin. The center of the turbine
wheel is then attached to a generator by a shaft. A Pelton turbine wheel is
shown in Fig. 3.3, left.

Two points worth bearing in mind are that i) when considering hy-
droelectric energy storage, water is usually not pumped to a too high
elevation and ii) that for pumped hydroelectric energy storage, it is the
Francis turbine that is the common technology. This does not mean that
Pelton turbines and high water falls are not included in hydroelectric energy
storage; this only means that Pelton turbines and high water reservoirs are
not included in pumped hydroelectric energy source. It is actually so flexible
that, in a larger mixed energy grid with e.g. solar and wind supply (which
are intermittent ones), hydroelectric power stations with buffering capacity
are considered energy storage units. In most countries where hydroelectric
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energy plays an important part of the electric energy production, water
is therefore kept in large basins and only tapped onto the turbines when
power is needed. Also, when the water comes from great heights, it has of-
ten arrived as snow during parts of the year and released during other parts
of the year. This means that the energy is stored on the hill sides of lakes
(dams or not) and then slowly accumulates into the lakes (basins) ready to
be tapped on demand. This can be said to be the most important energy
storage mechanism when it comes to hydroelectric energy storage.

Hydroelectric energy production and storage do not have to be very
complicated, although one can study the field in great details and depth.
Here we shall only look at the general governing equations. For any control
volume (CV), we can use and expand the first law of thermodynamics
(Eq. (2.4)) to define the energy conservation as in the equation

dECV

dt
= �Q � �W + �min



Uin +

v2
in
2

+ gzin

�
� �mout



Uout +

v2
out
2

+ gzout

�
.

(3.15)

At stationary conditions, we have dE
dt = 0. The control volume work

WCV , which is transmitted to a shaft and further along with viscous work
Wµ, and pressure drop for the volume stream is defined by the equation

�W = �Wµ + �WCV + �V�p. (3.16)

For most liquids, the heat capacity is so large that the fluid adsorbs
the heat from friction without increasing significantly in temperature.
Moreover, the liquid passes so quickly through the machines that it is
actually very little time for the system to exchange heat �Q with the sur-
roundings. In other words, since the liquid hardly changes temperature
from friction and because of very short residence times, heat is not ex-
changed with the surroundings, and �Q � 0. We consider incompressible
flow, that is, constant volume. Since we consider the system to be isother-
mal (�T = 0) and incompressible, the change in internal energy is also
negligible (�U = Cv�T ). Equation (3.15) turns into:

�min



v2

in
2

+ gzin

�
� �mout



v2

out
2

+ gzout

�
= �WCV + �Wµ + �V

�
pout � pin

�
,

(3.17)
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�min
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�
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(3.18)

which can be rewritten into

�min
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�m
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�
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(3.19)

and in turn into
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�
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�WCV
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�mg
. (3.20)

All the terms in Eq. (3.20) are represented by the units of meters and are
generally known as heads or pressure heads. A pressure head refers to the
pressure of water column of a certain height or head. When it comes to
potential work, we can use the same term, head, to describe the potential
work from a given mass of water at a given height (mass and the gravita-
tional constant) and its potential work release in a control volume like a
turbine. This potential work is, in the head term analogy, named turbine
head, hturbine. Likewise when pumping, the work that must be applied to the
pumping (turbine) wheel now becomes hpump. In any real system, there is
also friction, and for hydroelectric ones, this friction is related to viscosity.
The potential work that is lost to friction results in a lowering of the out
head and is given the label hµ or the viscous head. This head is considered
a loss regardless of pumping or power extraction. If one is pumping water,
the head of pumping, hpump, is a flow inducing head and thus has the op-
posite sign of the viscous head. By dividing the work terms of the control
volume by the weight ( �mg) thus becomes

�WCV

�mg
+

�Wµ

�mg
= hturbine � hpump + hµ.

When more generically calling entrance point 1 and exit point 2, by inser-
tion into Eq. (3.20) we obtain:



p
�g

+
v2

2g
+ z

�

in
�



p
�g

+
v2

2g
+ z

�

out
= hµ � hpump + hturbine. (3.21)

Equation (3.21) is meant to be used on turbine and pumping sys-
tems. When it is applied for pumping, the turbine head is considered zero
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(hturbine = 0) and vice versa when loading power the pumping head is con-
sidered zero (hpump = 0). Therefore one of the two will always be zero when
applied to a problem. Considering pumped hydro, the atmospheric pressure
is usually the same at the inlet and outlet, so that the two pressures cancel
each other. An exception is the lately envisioned submarine hydroelectric
energy storage tanks exemplified in Example 3.4. Moreover, for hydro-
electric energy systems, the water velocity is usually zero both at the inlet
and outlet, and these terms cancels too. The velocities are zero because the
control volume is in contact with water bodies at rest. If the inlet stream
had velocity, then it would look like a funnel at the bottom of a water
fall, in turn connected to a water gate and then to a turbine. If the outlet
stream had a velocity, it would look like a fountain. The former is imprac-
tical because it would lead to lots of air bubbles in the turbine system, and
the latter would represent an unnecessary energy dissipation. The point is
that Eq. (3.21) for charging and discharging hydroelectric energy storage in
most cases can be simplified to z1 �z2 = hµ �hpump and z1 �z2 = hµ +hturbine,
respectively.

Example 3.3: Ef�ciency of Hydroelectric Energy Storage.
Several water turbines are put on display like in Fig. 3.3. Next to them, one can
often �nd some fact sheets. For the two turbines of Fig. 3.3, the operation facts are
as follows:

Power/MW �/rpm Water fall/m �V /m3 s�1 Radius/m
Pelton 56 428 740 8.8 1.6
Francis 50 130 300 51 1.3

These are actually quite impressive facts when one think about them the right way.
Lets consider a few examples.
a) Give an estimate on how much time in seconds would it take to �ll your bed-

room for each of the volume streams �V ?
b) What are the maximum powers for each of the turbines based on these vol-

ume streams?
c) What is the ef�ciency of the Francis turbine system?
d) What are the friction head hfric and the turbine head hturbine for the Francis

turbine considering that all energy lost is in friction, the water reservoirs in
and out are at rest, and that both reservoirs are in contact with the nearby
air?

e) What is reasonable overall ef�ciency if one pumps at half the rate as one ex-
tracts power back using the Francis turbine for pumped hydroelectric energy
storage?
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Solutions:
a) Consideringa student dormitory of 10m2 and2.5mup to the sealing a volumeof

25m3 is reasonable. By dividing the volumeby the volumetric �ow rateweget the
�lling time. The �lling time for the Pelton and the Francis turbine water streams
are then (25/8.8 �) 3 seconds and (25/51 �) 0.5 seconds. These are impressive
numbers! Realize �rst that your bedroomcanbe �lledwithwater in 3 seconds and
then next that it could be �lled twice every second! That is what these turbines
handle.

b) The maximum power is given by the mass �ow, the gravitational constant, and
the water fall height hw.f . :

Pmax = �mghw.f . = � �Vg(zin � zout).

For the two turbines, we thus get:

Pmax
Pelton = 998

�
kg
m3

�
8.8

�
m3

s

�

9.81
�

m
s2

�
740 [m] = 63.8 [MW],

Pmax
F = 998

�
kg
m3

�
51

�
m3

s

�

9.81
�

m
s2

�
150 [m] = 74.9 [MW].

c) The e�ciency � is the ratio between themaximum and the actual power:

� =
P

Pmax =
50 [MW]

74.9 [MW]
= 67.1%.

d) Di�erentiating the friction head hfric from the turbine head hturbine requires the
use of Eq. (3.21). Because the water reservoirs are at rest, there is no kinetic en-
ergy involved, so that vin = vout = 0. Because the water reservoirs are in contact
with the same air, there is no (signi�cant) pressure di�erences between the inlet
and outlet, that is, pin = pout . Thewater fall height hw.f . equals the di�erence be-
tween the inlet and outlet heights (zin �zout ) regardless ofwhere the turbines are
in the pipe line system. Equation (3.21) thus becomes hw.f . = hfric + hturbine .
Still we are left with one equation and two unknowns. From the previous prob-
lem we see that the turbine height is the water fall height times the e�ciency:
hturbine = �hw.f . = 0.671 • 150 [m] = 100 [m]. This means that the turbine only
experiences a hydraulic head equivalent to a water column of 100m!
Wecannowcalculate the frictionhead/height:hfric = hw.f .�hturbine = 150 [m]�
100 [m] = 50 [m].

e) Very often, water is pumped slower than power is extracted during peak hours.
This is similar to most energy storage devices. See for instance the battery in Ex-
ample 1.1. For laminar �ow, the �ow rate is proportional to the pressure drop,
which in turn is proportional to the friction head hfric . This means that since one
is pumping at half the rate the pumping friction head is half the power friction
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head. The single e�ciency is given by Eq. (1.2), and the overall e�ciency for any
process of several steps is given by Eq. (1.3). Thus we have:

�tot = �pump�power =
Epot

Epump

Epower
Epot

=
Epower
Epump

=
Ppower�t
Ppump2�t

=
�g �Vhturbine�t

�g0.5 �Vhpump2�t
=

hturbine
hpump

=
hw.f � hfric,power

hw.f . + |hfric,pump|

=
hw.f � hfric,power

hw.f . + 0.5hfric,power
=

150 [m] � 50 [m]
150 [m] + 25 [m]

=
100 [m]
175 [m]

= 57.1%.

The overall e�ciency thus becomes 57%. Note that lowering the friction head is
bene�cial, but that also the water column is important.

Example 3.4: Hydroelectric Energy with p1 �= p2.
One way to store energy using hydroelectric pumping is by inserting a large sub-
marine rigid tank at the bottom of a sea bed. This tank then has a snorkel above
the sea level, and in the bottom, it has a revertible turbine/pumping device, like,
for instance, a Francis turbine. When pumping out the water from the tank in the
bottom of the tank, a pressure difference gradually changes due to the lowering
of the ambient hydrostatic pressure. The water does not change its gravimetric
potential.

How does Eq. (3.21) appear for pumping and power extraction in this instance?
As an engineer, what do you consider as the biggest challenges with this sys-

tem?

Since the water is at rest on both sides of the walls of the submarine tank, the velocity
head ( v

2
2g ) cancels out, and due to no di�erence in elevation for the water inlet and

outlet, the height heads also cancels.We are then left with p1
�g � p2

�g = hµ �hpump and
p1
�g � p2

�g = hµ + hturbine for pumping and power extraction, respectively.
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The challenges with this system are several. If we did not consider maintenance
and corrosion issues, we could look at the volumetric size of this device. If we wanted
to do something like in Example 3.3, 56MW for an hour, wewould need 55m3 s�1 for
3600 s, that is, 183600 m3 . If we wanted to keep this within one bar pressure change,
10mheight in the submarine container, wewould need 135×135×10meter under-
water construction at 300 m depth at the sea bed. Moreover, this would also require
a lot of concrete (or other mass) to avoid buoyancy problems. Since concrete has a
density around 2.5 times that of water, we would need 73400 m3 of concrete. This is
equivalent to 1.7m-thick walls.

PROBLEMS

Problem 3.1. Flywheels: Size and Materials.
Consider a flywheel that is disk shaped with a height of 5 cm and a diam-
eter of 20 cm. Calculate the energy and specific energy for the two given
cases:
a) The rotation speed is 16 krpm, and the flywheel is made of steel with

density 7.8 kg/L.
b) The rotation speed is allowed to be six times that of steel, and the

density is a quarter.
c) What is the specific power for the two flywheels if the energy was

released in ten seconds? Do not account for the engine weight.

Problem 3.2. Pumped Hydro.
A water reservoir is dug out on the top of a mountain. A river floats along-
side the foot of the mountain, 500 meter below. At night, water is slowly
pumped up from the river so that the pipe friction head loss is a third of
what it is in the morning when the energy is released. Pumping results in a
friction head loss of 10 m, and the turbine friction head loss in the morn-
ing is 40 m. The pipe friction head loss when discharging is twenty percent
larger than the friction head of the turbine.
a) Based on Eq. (3.20), explain that here we can use the following ex-

pression:

zin = zout + hturb + hµ � hpumpe.

b) What is the efficiency for the entire cycle?
c) What is the major contribution to the loss in efficiency and how large

is its portion?
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SOLUTIONS

Solution to Problem 3.1. Flywheels: Velocity and Materials.
For both problems, we need Eq. (3.10)a to find the energy:

Ekin =
�3�h�2

602 r4.

Next, we find the mass: m = �V = �hpir2.
a) For the steel wheel, we get:

Ekin =
�37800 [kg/m3]0.05 [m]160002 [rpm2]

602 [s2/min2]
0.14 [m]

= 86.0 [kJ] = 23.9 [Wh],

m = 7800 [kg/m3]0.05 [m]�0.12 [m2] = 12.2 [kg]

and, in turn,

e =
23.8 [Wh]
12.2 [kg]

= 1.95 [Wh/kg].

b) For the new wheel, we get:

Ekin =
�31950 [kg/m3]0.05 [m]960002 [rpm2]

602 [s2/min2]
0.14 [m]

= 774 [kJ] = 215 [Wh],

m = 1950 [kg/m3]0.05 [m]�0.12 [m2] = 3.06 [kg]

and, in turn,

e =
215 [Wh]
3.06 [kg]

= 70.3 [Wh/kg].

This is characteristic for composite materials relative to steel that they
are lighter but tolerate more rotation velocity.

c) If this energy were converted in ten seconds, then the specific powers
would be 0.70 and 25.3 kW/kg, which in the light of the Ragone
chart of Chapter 1 is quite large. This is as the calculation does not
account for the motor and other auxiliary components. Imagine a hy-
brid system where the flywheel would utilise an existing motor of a
vehicle, then a system power density of the flywheel could potentially
be in the order of 10 kW/kg.
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Solution to Problem 3.2. Pumped Hydro.
a)



pin

�g
+

v2
in

2g
+ zin

�
�



pout

�g
+

v2
out
2g

+ zout

�
=

�WCV

�mg
+

�Wµ

�mg
,

where p is the atmospheric pressure, which is equal at both intake and
outlet and thus cancel out, v is the velocity in each of the reservoirs,
which are close to at rest, and thus also cancels out. It is at the top
during discharge and at the bottom during pumping. In turn, this
gives

zin = zout + hturb + hµ � hpumpe.

b)

Pipe friction head Wheel friction head �i
Discharge 48 m 40 m 500�88

500 = 0.82
Pumping 16 m 10 m 500

500+26 = 0.95

The overall efficiency becomes the product of the two single ones:
0.82 • 0.95 = 78%.

c) The most important contribution is the pipe friction during discharge.
The relative contribution is 48

48+40+10+16 = 42%.



CHAPTER 4

Thermal Energy Storage
In daily life, we store thermal energy or the deficit of thermal energy. The
former can be exemplified by the heat in distributed heating network dur-
ing night time, reusable heating pads, solar heat collection, and many other
examples. The latter is best exemplified by night-time cooling of buildings,
refrigeration of various food products, or storing snow from one winter to
the next one. In this chapter, we look at the general thermodynamics of
the systems that store a surplus of heat and what knowledge is needed to
engineer these systems. If wanting to store deficit of heat, the problems are
very similar, however, not discussed here.

Generally, the primary key to understand this chapter is that heat as a
process quantity property equals the enthalpy change:

Q = �H = Hout � Hin. (4.1)

This very simple equation is derived from (2.21) (p. 23). In storing thermal
heat, we apply the simplification that no work is included in the process
and that the systems are open and undergo a change at constant pressure.
In a (mass)-specific form, we obtain:

q =
n�

i=1
hi,out �

n�

i=1
hi,in. (4.2)

The key point in all cases in this chapter is to determine the change in
enthalpy. We further evaluate how to do this in various ways.

The secondary key in evaluating thermal energy storage is about quality
rather than quantity. The benchmark for this evaluation relates to what the
heat can be used for. Can we use heat for thermal engines? Is it better to
use this heat for work than just heat? There is a quantitative answer to this
qualitative question. It is given by the second law of thermodynamics and
the Carnot efficiency (Section 2.2.2):

Wmax out

Qin
= �Carnot = 1 �

TC

TH
. (4.3)

In essence, we evaluate the quality of heat based on its ability to deliver
useful work. But in a radiator at home, higher temperature heat also trans-
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mits better, so that higher temperature is also more practical. Now, in this
chapter, we evaluate both quality and quantity of heat.

4.1 HEAT VS. THERMAL ENERGY

Among many engineers and scientists, the term heat has different mean-
ings. Some are more picky, and some are pragmatic. Regardless of this,
understanding their point of view is important when one sells an energy
system on behalf of a company, discusses heat with the common man on
the street, or works with hard core detailed obsessed academics. When we
feel heat, it is the process of temperature increase at some point in our body.
Thermal energy is transferred to our body, the temperature subsequently
rises, and our nervous system makes us aware of it. On a daily basis, we say
that heat is transferred. A thermodynamicist would claim that heat is trans-
ference of thermal energy, so that the term transport of heat is redundant.
Heat is transport (of thermal energy), and thus mentioning transporting or
transport process is just wrong. Moreover, the detailed obsessive thermal
scientist might also argue that heat is not stored, but rather thermal energy
can be absorbed by certain materials, leading either to rise in temperature,
phase change, or endothermic reactions.

In this chapter and book, we get over it. Heat is thermal energy, and
they can both be transported and stored. Endothermic processes requires
heat, and exothermic processes delivers heat. Heat being delivered to a
system has a positive value.

4.2 SENSIBLE HEAT

Sensible heat is a term commonly used for the heat release relative to a
change in temperature. The term is well exemplified by liquid water, where
the temperature increases close to proportionally the amount of heat trans-
ferred to the water. When stating that the heat is added, it is underlying that
the enthalpy is changing accordingly. The difference in temperature and its
relation to heat and enthalpy are given by the definition of heat capacity at
constant pressure:

cp =
�

dh
dT

�

p
� cp�T = �h =

�Q
�m

� Q = mcp�T , (4.4)

where cp is the specific heat capacity.
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Example 4.1: Thermal Energy Capacity of District Heating.
The district heating system of a given city has a pipeline network where (for sim-
plicity) all the pipelines have a diameter of 15 cm. The total pipeline network is
150-km long. The heat in the pipeline comes from the local waste incinerator that
has a capacity of 60 MW. One morning, the temperature drops from 90 to 74�C
between 6 pm and 8:30 am.
a) How much heat (in Wh and J) is associated with the temperature drop?
b) How much heat (in Wh and J) is delivered from the incinerator?
c) How much heat (in MW) is drawn on average by the consumers if considering

a network loss of 12 MW?
Solution:
a) Let us consider that all the water undergoes the same cycle and that the temper-

ature of the water basin of the tubes drop 16�C. The heat of this cooling process
(of the pipeline water) is given by the change in enthalpy as in Eq. (4.4):

Qcooling = m�h = �wVcp,w�T = �wL� r2cp,w�T

= 998 [kg/m3]150 [km]�0.0752 [m2]4.184 [kJ/(kg K)]16 [K]

= 177 [GJ] = 49.2 [MWh].

b) The incinerator delivers heat rate integrated by time:

Qincin. = �Q�t = 60 [MW]2.5 [h] = 150 [MWh] = 540 [GJ].

c) The heat rate drawn by the population in this time frame requires a heat balance
for stationary heat rates:

0 = �Qincin. + �Qdrawn + �Qcooling + �Qlost,

�Qdrawn = � �Qincin. � �Qcooling � �Qlost,

�Qdrawn = �60 [MW] �
49.2 [MWh]

2.5 [h]
+ 12 [MW] = �67.7 [MW].

Comment: Because of the bu�er that the heated water mass represents, district heat-
ing can be said to be thermal energy storage. The other thing is that the continuous
heat loss in the pipe line means that it takes time to rebuild the heat in the pipeline.
The capacity of the distributed heating system is only 48MWwhen accounting for the
heat lost from the network.

4.3 LATENT HEAT

When ice melts into water, the temperature remains at the melting temper-
ature Tm for a long while and until all the ice has melted. Likewise during



50 Engineering Energy Storage

freezing, the body of water remains at the freezing (or melting) temperature
for a long time while giving off heat. This heat, which is associated with
the phase transitions, is often referred to as latent heat and can be recog-
nized as the enthalpy of fusion �Hfus. The enthalpy of fusion is given by the
difference between the enthalpy in the solid state and the liquid state at the
melting temperature, hs,Tm and hl,Tm , respectively. Thus the heat associated
with melting becomes

Q = m�hfus = m
�
hl,Tm � hs,Tm

�
. (4.5)

Melting ice is not really relevant for storing thermal energy. It is relevant
for remote cooling of foods, beverages, or possibly injuries and bruises. The
face change heat or latent heat in phase changes is, however, very interesting
for storing thermal energy in small-scale distributed systems. The most
relevant example is possibly paraffin wax in relation to solar heat collectors.
A solar heat collector for residential buildings typically consists of radiant
heat adsorbing surfaces on a copper film inside a vacuum tube. The copper
is in turn connected to a heat transfer fluid (HTF), which brings heat to a
thermal reservoir inside the house. Typical operating temperatures for such
fluids is 50–70�C, meaning that the fluid enters the collector at 50�C and
leaves at 70�C. The HTF is then recooled to 50�C in a heat exchanger, for
example, a hot water tank. This hot water tank is then used for showers and
cleaning or any other need for hot water. Using hot water to store, this heat
has at least to disadvantages: i) When tapping heat later on, the temperature
of the stored heat quickly falls, meaning that the quality (Carnot value)
lowers. ii) During heating, the water becomes hotter, and the temperature
difference needed to drive heat into the water (in the solar collector) is
lowered. Recall that to transfer heat into a flowing fluid is (by Newton’s
heat law) proportional to the temperature difference between the fluid and
the surface delivering the heat. Having a large tank of paraffin wax that
melts around 50�C, we resolve these two problems and, additionally, need
less volume.

Example 4.2: Paraf�n Wax for Heat Storage.
We will compare heat storage by phase change or latent heat to heat storage of
liquid water or sensible heat. Consider a tank that contains 80 L of the heat storage
medium (water or paraf�n wax). At the beginning of the day, the temperature of
the tank is 40�C, and when getting to 66�C, the heat storage medium no longer
adsorbs more heat because the temperature driving potential of HTF is too low
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Figure 4.1 (A) One possible setup for heat storage and temperature behavior during
heating using water (blue (dark gray in print versions)) or paraf�n (yellow (light gray in
print versions)) in Example 4.1 and (B) the time temperature behavior for the two 80 L
systems.

(2�C in the tank and in the heat collector). Consider the following thermodynamic
data:

Tm/�C cp,PW / kJ
kg K �hPW / kJ

kg �PW / kg
m3 cp,w/ kJ

kg K �w/ kg
m3

50 2.5 210 900 4.184 998

a) Sketch a possible system that includes the solar heaters in connection with
the heat storage tank and water heating.

b) Calculate the volumetric thermodynamic data.
c) How much heat (in kJ and kWh) can 80 L of heat storage body (water and

paraf�n) take up during heating?
d) Make a graphical presentation of the time � temperature dependency for the

heat storage body when 0.60 kW (2 m2 , 3 kWhday�1 m�2 , for 10 h day�1) is
continuously added.

Solution:
a) See Fig. 4.1A. The solar heat is collected and transferred to the reservoir by the

hot HTF (red (mid gray in print versions)). The reservoir consists of a tank of paraf-
�n wax (yellow (light gray in print versions)) or water. The tank of heat storage
medium has tubings (heat exchangers) separately for the HTF and the external
water (blue (dark gray in print versions)) that is to be heated for use at home.

b)
�cp,PW / kJ

m3 K ��hPW / kJ
m3 �cp,w/ kJ

kg K
2250 189 000 4176
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c) Water: the heat uptake for water is

Q = �H = V �cp,w�T

= 0.08 [m3]4176
�

kJ
m3 K

�
26 [K] = 8685 [kJ] = 2.41 [kWh].

Para�n wax: the heat uptake comes in three portions: heating the solid (1�2),
melting (2�3), and then heating the liquid wax (3�4)

Q1�2 = �H = V �cp,PW �T

= 0.08 [m3]2250
�

kJ
m3 K

�
10 [K] = 1800 [kJ] = 0.500 [kWh],

Q2�3 = �H = V �hfus,PW �T

= 0.08 [m3]4176
�

kJ
m3

�
= 15120 [kJ] = 4.20 [kWh],

Q3�4 = �H = V �cp,PW �T

= 0.08 [m3]2250
�

kJ
m3 K

�
16 [K] = 2880 [kJ] = 0.800 [kWh].

In total:Qtot = 19 800 [kJ] = 5.50 [kWh].
Comment: The para�nwax stores about twice asmuch heat as the water for the
selected temperature range.

d) See Fig. 4.1.

4.4 REACTION HEAT

Two components reacting will lead to heat being released or adsorbed. For
a chemical reaction going, this heat is equal to the reaction enthalpy �H .
Consider any arbitrary reaction, here illustrated using one A and two B
reacting to AB2, then we can calculate the reaction heat from the molar
enthalpy change:

A + 2B � AB2, (4.6)

Q = �H = mAB2MAB2

	
flhAB2 � flhA � 2flhB



, (4.7)

where Mi is the molar mass. This way, it is fairly easy to evaluate the chem-
ical reaction heat by a series of reactions of this kind. Typically, this is
hydrates that form at some temperature. The heat is released during re-
action, and by adding heat to the system at sufficiently high temperatures
we recharge the system. The heat can then be released by an initiator, like
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the coin-like thing in heating pads. Examples of some possible systems are
given in Table 4.1.

There are two very important limiting factors that must be understood
for this type of systems. The first is that one must go to or above a certain
temperature to recharge the system. The other is that, unlike to the phase
change materials in Section 4.4, one must convert all the substance back to
the initial form (here A + 2B) before the recharging process is done. The
first limitation is similar to that of phase change materials and a melting pro-
cess, as the transition temperature must be reached, but the second one is
different. In the heat reservoir of Example 4.2, we could melt, for example,
99% of the paraffin wax and leave the system at rest until heat is needed.
(The heat reservoir will leak heat and inevitable and slowly discharge the
phase change heat.) In the case of reaction heat like that in Eq. (4.6), con-
verting 99% and trying to leave the system at rest would lead to the entire
heat added immediately being released. This may sound strange and in-
convenient, but remember that once the entire system is charged in astable
manner, the reaction heat system can be stored for weeks and years and
still being available when needed. This is very convenient, as long as the
charging reaction completed. The strangeness about the reaction having to
go all the way is elaborated in the next paragraph.

Understanding the heat storage kinetics and the need for initial heat
triggered at will require one more piece of thermodynamics. What drives
a reaction is chemical potential, or Gibbs free energy (see Section 2.5). We
can define molar Gibbs free energy for the mixture of A and 2B, flgA+2B,
and we can define the molar Gibbs free energy for AB2, flgAB2 . The molar
Gibbs free energy then becomes

�f flg = flgAB2 � flgA � 2flgB (4.8)

when the Gibbs free energy of formation �f flg becomes negative, and the
reaction is spontaneous and will go by itself. The only thing needed is the
activation energy �act flg. The activation energy represents a barrier, which
the reactants must overcome in order for the reaction to start. Once this
barrier is overcome, the energy gain will be large, and the net Gibbs free
energy of the reaction �f flg will be negative. These energy levels are indi-
cated in Fig. 4.2, where we can see that the chemical composition of A
and 2B is kinetically trapped and cannot be released until overcoming the
activation energy. Once the reaction goes, all of the reaction takes place,
and the entire amount of A and B reacts into AB2. There are many exam-
ples of reactions like this, that is, reactions where the reactants are stored at



Table 4.1 Thermodynamic data for some reaction heat of aqueous-based complex formers and relevant transition temperatures
Reaction �ho/

kJmole�1
qo/
kJkg�1

Ttr,�flgo=0/
�C

qact./
kJkg�1

Ttr,�flg=0/
�C

Ktr

NaC2H3O2 + 3 H2O � NaC2H3O2 • 3 H2O �36 265 156 � 280a 58a 5 • 10�2a

Ba(OH)2 + 8 H2O � Ba(OH)2 • 8(H2O) �109 346 205 266 78 5 • 10�5

Na2S2O3 + 3H2O � Na2S2O3 • 3H2O �55 222 158 203 48 5 • 10�3

Mg(NO3)2 + 6 H2O � Mg(NO3)2 • 6 H2O �106 414 581 163 89 2 • 10�8

MgCl2 + 6 H2O � MgCl2 • 6 H2O �142 700 759 169 117 1 • 10�20

References [2] [2] [2] [5] [5]
a Separate references: [6,7]
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Figure 4.2 Energy stability curves for mixtures and compositions relevant for heat stor-
ages via reaction heat.

rest until initiated. Gasoline and air constitute one example where it take
very little energy to initiate the energy release, and nitroglycerin is another.
With the reactions in this section, the systems are regenerative by adding
heat. Some examples are given in Table 4.1.

The condition to recharge the system, that is, going from AB2 to A
and 2B, requires heating the system to a temperature where the chemical
potential or Gibbs free energy for formation of AB2 is positive. A simplified,
however, incorrect, explanation of this is to evaluate the standard Gibbs free
energy of the reaction, �r flgo, as a function of temperature, Eq. (4.9), and
when this value becomes zero, Eq. (4.10):

�f flgo = �f flho � T�f flso, (4.9)

�f flgo = 0; Ttr.,flgo=0 =
�f flho

�f flso
. (4.10)

The problem with this formulation is that it considers the ratio between re-
actants and product more commonly known as the equilibrium constant K ,
to be unity (1.0), which is usually incorrect. When Gibbs free energy of
the reaction, �r flg, changes sign, however, the ratio is several orders of mag-
nitude different. The equilibrium constant or product reactant ratio is then

Ktr. =
[AB2]

[A][B]2
= exp

�
�flho � Ttr.�flso

flRTtr.

�

, (4.11)

which comes from Eq. (2.35): �flg = �flgo + flRTtr. lnKtr. = 0.
Looking at Table 4.1, these equilibrium constants at the actual transition

temperatures (when �r flg = 0) are listed for some of the example relevant
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salt. Note that when forming complex hydrates, we denote it A•2B rather
than AB2; however the composition constant K remains the same. The
equilibrium composition constant K in Table 4.1 gives the ratio between
the amounts of crystals (A•2B) and the dissolved salt (A), although not
directly. The constant tells us how many times more the product of the
reactants we have compared to the product. This is explained better via
Example 4.3.

In conclusion, to recharge a “reversible reaction heat thermal energy
storage device,” the mixture must be heated to the temperature where the
Gibbs free energy of the reaction �r flg is equal to zero. At this temperature
the equilibrium is driven far to the left (of Eq. (4.6)), leading to an equi-
librium constant several orders of magnitude smaller than unity. It is the
reaction enthalpy �H that determines the available/required heat, and the
standard enthalpy �Ho is only a first-order approximation.

Example 4.3: Enthalpy, Speci�c Heat, Transition Temperature and
Equilibrium Constant.
Sodium acetate trihydrate NaC2H 3O2 • 3 H2O is the most common reversible reac-
tion heat storage device, commonly used in heating pads available in many shops.
Looking up the thermodynamic values in, for example, S I Chemical Data [2], de-
termine
a) the standard enthalpy,
b) the standard speci�c heat,
c) the standard transition temperature,
d) the equilibrium constant when the actual transition temperature is 58�C,
e) the ratio of the dissolved salt and the hydrate salt at 58�C.
f) Why is the actual speci�c heat different from the standard one and how good

approximation is the use of the standard enthalpy?
Solution:
a) The relevant standard (formation) energies are found in a table, and accordingly

the standard reaction entropy is determined alongside:

�f /r flho/
kJmole�1

�f /r flgo

KJ mole�1
�r flso/
kJ mole�1 K�1

NaC2H3O2 �709 �607
H2O �286 �237

NaC2H3O2 • 3 H2O �1603 �1329

NaC2H3O2 + 3 H2O � NaC2H3O2 • 3 H2O �36 �11 �0.0839

f /r denotes that either formation or reaction energy (entropy) is listed.
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b) The molar weight of the salt complex is 136 mol g�1 . The speci�c heat thus be-
comes

q = �r flhoMNaC2H3O2•3H2O
= �36 [kJ/mole]/0.136 [kg/mole] = �265 [kJ/kg].

c) The standard state transition temperature is given by Eq. (4.10):

Ttr.,flgo=0 =
�f flho

�f flso
=

�36 [kJ/mole]
�0.0839 [kJ/mole K]

= 429 K = 156�C.

d) the equilibrium constant for a given temperature is given by

Ktr. =
[NaC2H3O2 • 3H2O]
[NaC2H3O2][H2O]3

= exp

�
�flho � Ttr.�flso

flRTtr.

�

= exp
�

�36 000 � 331 • (�84) [J/mole]
8.314 • 331 [J/mole]

�
= 5.02 • 10�2.

e) The ratio between the dissolved salt (NaC2H3O2) and the hydrate (NaC2H3O2•
3 H2O) is

NaC2H3O2•3H2O
NaC2H3O2•3H2O . Since we have 3 water per sodium acetate, the equi-

librium constant becomes the inverse ratio we are after to the power of four
(3 + 1). Thus we get NaC2H3O2•3H2O

NaC2H3O2•3H2O = K�1/4 = 2.1. This means that when
the system is recharged, we have one ninth of the product hydrate, two ninth of
the reactant salt, and two thirds (6/9) of water on amolar basis.

f) Because we do not have all the salt at standard condition, the standard enthalpy
is not suited for determining the reaction enthalpy. In other words, the reaction
heat and temperaturemust be found tabulated elsewhere.

4.5 EUTECTIC AND NONEUTECTIC HEAT

So far we have evaluated heating and cooling of a single phase (4.2), a phase
transition (4.3), and a reversible reaction heat at a given temperature (4.4).
The processes have become increasingly complicated as we have progressed,
and in this final section, we look at the combination of a phase being cooled
while simultaneously having a phase transition or a reaction heat.

Again, we choose to present some arbitrary mixture of substances A and
B, each with different melting temperatures Tm,A and Tm,B. In this case,
they solidify by forming the compound AB2 and some A or B, depending
on the residual amount of A or B beyond the stoichiometric A:2B amount.
When the compound AB2 is formed, the melting temperature is as low as
it can get for this mixture. We denote this the eutectic melting tempera-
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Figure 4.3 (A) Phase diagram for the binary mixture of A and B, solidifying into AB2.
(B) and (C): Cooling paths in time and compositions for two example mixtures.

ture TEut of AB2 by TEut,AB2 . The process of crystallizing this mixture is
best explained and visualized using a phase diagram. Since there are two
components, we call this a binary phase diagram. The example binary phase
diagram with its characteristics is shown in Fig. 4.3A, whereas the processes
of cooling two different compositions (blue (mid gray in print versions) and
orange (light gray in print versions)) are illustrated in Figs. 4.3B and C.

The eutectic mixture in this example consists of one third of A and
two thirds of B, that is, 2nA = nB, where ni denotes amount of moles of
component i. This mixture is the eutectic mixture and is characterized by
that when cooling, its cooling behavior is much like that of the latent heat
phase transition in Section 4.3. The cooling process of this mixture when
heat leaves at a constant rate is indicated using orange (light gray in print
versions) in the simplified phase diagram and the temperature time behavior
in Figs. 4.3B and C. The eutectic mixture follows the orange (light gray in
print versions) cooling line;

1–2: The liquid mixture consisting of 66.7 mol% B is cooled until the
eutectic melting temperature TEut is met (solid line).

2–3: The entire mixture undergoes a phase change and solidifies into
AB2,(s) (short dash). This process takes some time as the phase transition
gives off heat at constant temperature.

3–4: Once the entire mixture is solidified, the temperature continues to
cool further (long dash).

A noneutectic mixture is any mixture that has a composition different
from the eutectic one, that is, 2nA �= nB. Because it is very difficult to ex-
actly meet the criteria of a eutectic composition, eutectic freezing effects
almost always happen to some extent just above the melting temperature;
however, these are usually negligible. When shifting significantly away from
the eutectic composition, the solidification process changes into a smelting
process (melting is defined as the process of a single compound changing
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phase from solid to liquid, whereas smelting is defined as a process where
different compounds melts or solidifies together and gradually change com-
position, like, e.g., a noneutectic one), and the temperature time behavior
becomes more complex. One example of this (again for heat leaving at
a constant rate) is illustrated using blue (mid gray in print versions) and a
composition of 0.4 mol% B. Because this composition contains less amount
of B than required for the eutectic mixture, this mixture is termed under
eutectic.

1–2: The entire liquid mixture cools until meeting the liquidus line
(solid line).

2–3: From this point and until the system is cooled to the eutectic tem-
perature, solid A will precipitate (dash-dotted line). Because more heat is
released from the phase transition of solidifying A, the cooling rate (tem-
perature falling) becomes lower. This can be calculated from enthalpy of
combined cooling partial eutectic mixture and solidifying partial amount
of A.

3–4: Once the system has cooled to the eutectic temperature, the rest
of the mixture (now solid A and the remaining liquid being “purified” into
eutectic composition liquid mixture) solidifies (short dashed line).

4–5: The cooling as a single solid continues (long dashed line).
Likewise to this, the process would first solidify B for over eutectic com-

positions. The behaviour in this example requires that the molar enthalpy
of fusion of A, B, and AB2 have one same value and likewise for the molar
heat capacities.

In this chapter, we have so far evaluated the phase change and that the
heat associated with it is something valuable. If operating a cooling fluid
that is a mixture, and especially a eutectic mixture, then one must take
care make sure that the mixture is well mixed when meeting tempera-
tures are close to the eutectic temperature. If the mixture is locally out of
eutectic composition, which can naturally happen in reservoirs with high
temperature differences, the mixture could cool likewise to the blue line
and precipitate a solid and clog the cooling loop. The natural process that
induces such local mixing deviations at different temperatures in a smelt is
termed the Soret equilibrium; see [8] for further reading.

Ternary, quartiary, and higher-order phase diagrams also exist. A ternary
mixture (A, B, and C) usually has a eutectic melting point that is lower
than any of the eutectic melting point of the binary mixtures (AB, AC, or
BC), and the melting temperature of the composition nearby the eutectic
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mixture is often more sensitive than that of the binary. This is important to
consider when operating, for instance, solar power towers (see Section 5.3).

PROBLEMS

Problem 4.1. Heat Management in Fast Charge for Batteries.
During fast charging of Li-ion batteries, heat is developed and released.
When fast charging, this is mainly due to ohmic heating RI2. There are
several reasons for why one does not want the battery significantly above
50�C.
a) How can we utilize paraffin wax (PW) as a phase transition material to

prevent overheating in such an instance?
Consider that the battery subject to charging generates 10 W/kg of
heat in addition to heating itself as it increases in temperature under
this charging cycle. Once at the melting temperature of the PW, the
heat delivered increases by a factor of three (as the battery is at constant
temperature and no longer heat itself).
The goal of this exercise is to determine how much PW is needed to
avoid overheating of the battery.

b) How much heat (Wh) is adsorbed per kg of PW? Consider the system
to start at 25�C and the PW to melt at 50�C. The heat capacity and
heat of fusion of PW is 2.5 kJ/kg K and 210 kJ/kg, respectively.

c) How much heat is given off per kg of battery in this process?
d) How many kg PW is then needed per kg battery for all the PW to

melt (but not increase further in temperature)?
e) How large fraction of the adsorbed heat contributes to the phase tran-

sition of the PW?
f) Consider a battery being charged. However, the battery is already at

the melting point of the PW (still all solid), and the charging time is
doubled. How does this affect the need for PW?

SOLUTIONS

Solution to Problem 4.1. Heat Management in Fast Charge for
Batteries.
a) Keeping the Li-ion battery cells in a body of PW will lower the rate of

temperature increase and keep the batteries at the melting temperature
until all the PW is melted.
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b) When the temperature raises from 25 to 50�C, the specific heat ab-
sorption is

2.5
kJ

kg • K
• 25 K = 62.5

kJ
kg

= 17
Wh
kg

,

and at 50�C, melting 1 kg PW requires

210
kJ
kg

= 58
Wh
kg

.

In turn, this means that 1 kg of PW can take up

17
Wh
kg

+ 58
Wh
kg

= 75
Wh

kgPW
,

when going from 25�C to the melting point and then melt all the PW.
c) From the problem formulation we see that one must take up

10
Wh
kg

+ 3 • 10
Wh
kg

= 40
Wh
kgbatt

.

d) We now need

40 Wh
kgBatt.

75 Wh
kgPW

= 0.533
kgPW
kgBatt.

.

e) By comparing the amount of specific heat of fusion to the total amount
of specific heat we get

58 Wh
kg

75 Wh
kg

= 77.3%.

e) Doubling the charging time means lowering the current bay a factor of
two. In turn the heat power will then lower by a factor of four (RI2).
Since the time is the double, the total amount of heat is reduced by a
factor of two. Considering that more than three quarters of the initial
heat were used for the melting process and that we now have half the
heat, we need less PW.



CHAPTER 5

Thermomechanical Energy
Storage
5.1 THERMODYNAMICS: HEAT, WORK, AND STATES

One can store energy in the form of mechanical work (Chapter 3), heat
(Chapter 4), or chemical energy (Chapters 6�9). The interplay of these
forms of energy, and in particular of heat, can be both benign and malig-
nant. Taking advantage of heat that is otherwise not used is very advanta-
geous, and this is possibly one of the strongest growing �elds within energy
research. Heat is a low-quality form of energy, so taking advantage of it is
a lower hanging fruit compared to other higher forms of energy. In this
chapter, we evaluate two forms of energy storage where the interplay be-
tween mechanical energy and thermal energy is a key factor. This is energy
storage by compression of air and thermal energy storage in solar power
towers.

5.2 COMPRESSED AIR ENERGY STORAGE

Energy storage by compression air seems initially as a simple and smart way
to store energy. Think of a pump for your bike and how much force you
have to apply to press the piston while sealing the outlet with your thumb.
The pump also bounces quickly out again. Compressed air energy storage
(CAES) requires a revertible air turbine, a revertible electric generator, and
a large cavern for storing the compressed air. In principle, it is appears
an ef�cient system and a great idea, however, not so when doing more
thorough analysis.

Compressed air energy storage (CAES) is illustrated in Fig. 5.1. Electric
energy is stored by compressing air in a compressor. The energy can come
from a surplus in the electric market or also from some base load power
production unit nearby like, for example, a coal power plant or natural
gas (NG) power plant. The point is that some surplus cheap electricity is
dumped into the electrically driven air compressor. Next, the compressed
air is fed into a reservoir, which for practical reasons often is an old salt
mine. (Salt in mines like these where once extracted by drilling a hole into
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Figure 5.1 Gas process scheme (upper) for the compressed gas energy storage system
(below). The system is based on �rst compressing air, second sending the air to a cavern
where it is ultimately cooled, and third reheating the high-pressure gas, before �nally
depressurizing it in a gas (air) turbine.

the ground and down to the layer where salt rich minerals were located.
Next, the salt was washed out using water, eventually leaving a cavern that
can easily be air tight.) The compressed air gets heated by the isentropic
compression and is then cooled while entering the high-pressure cavern.
This is illustrated by the red (light gray in print versions) and blue (mid
gray in print versions) gradients on the piping in Fig. 5.1. The energy is
regenerated by discharging the compressed air in an adiabatic turbine. In
this process, the air is cooled isentropically. To avoid freezing and the related
impracticalities, the air is �rst reheated. This can be done by using waste
heat in a nearby energy power plant with waste heat (coal, natural gas, or
nuclear), fueled by, for instance, nuclear energy, NG, or coal. Thus the air
goes through four process steps in this cycle; compression, cooling, heating,
and expansion.

The process scheme of the CAES is illustrated in the upper part of
Fig. 5.1. First (1�2) the air is compressed adiabatically. Considering this to
be done in a reversibly, we can consider this process step isentropic and use
the isentropic gas table for air compression in Table B (p. 209). For pro-
cess equipment like this, we relate the necessary work to Eq. (4.2) (p. 47),
considering no heat, kinetic, nor gravimetric energy contributions. Subse-
quently, after compression, the gas is cooled (2�3) while being deposited
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in the cavern. This is shown by the blue (mid gray in print versions) heat
exchanger in Fig. 5.1. This process is isobaric, and the heat change at con-
stant pressure is given by the change in enthalpy, also given in Table B. The
compressed air is now at rest. Before generating electric energy from the
compressed air, it is reheated. This is illustrated by a heat exchanger (3�4)
in Fig. 5.1. The last step in a CAES cycle, is expanding the high pressure
high temperature gas, (4�5) in Fig. 5.1. This is, like the compression step
(1�2), a reversible and adiabtic (then isentropic) one that can be evaluated
using the samee gas tables. Depending on whether the gas is heated higher
or lower in temperature compared to the temperature after compression,
the �nal temperature at atmospheric pressure is higher or lower than the
ambien (intitial intake) temperature.

When evaluating the energy ef�ciency it is clear that using less heat to
reheat gives better energy ef�ciency (more work per added heat), but also
lower power output. Additionally, if the gas is cooled suf�ciently during
expansion (not suf�cintly reheated upon expansion) water droplets and ice
particles will form. These will wear down the turbine blades very quickly,
which is obviously unwanted. If one can not heat the gas suf�cintly upon
expansion, the expansion could be done in two step with rehating in be-
tween. This requires an extra turbine and heat exchanger, and in turn more
investment cost. The practical result is therefore a need for suf�ciently re-
heating to avoid condensing phenomena. An example on how to evaluate
enrgy in a CAES is given in Example 5.1.

Example 5.1: Compressed Air Energy Storage.
As explained, CAES is one way to store energy. It deals with both heat and work in
four distinct process steps. Consider the following case:

A natural gas (NG) power station has the opportunity to compress air at night
and store this compressed air in an old salt mine nearby. The ambient air is 7�C and
1 atm at night. The air in the old mine holds 29.4 atm and 32�C. Upon expansion
during peak hours in the morning, the air is reheated to 377�C using exhaust gas,
which does not really have any �scal costs. Eventually, the heat is released at 1 atm.
a) Search the internet for compressed gas energy storage and sketch the pro-

cess using traditional process units. Make a table that has a row for each of the
relevant states, pressure p, temperature T , and relative pressure pr according
to Appendix B and Eq. (2.28), and enthalpy h.

b) De�ne all the speci�c enthalpies between each step.
c) Determine the speci�c heat and work of the four process steps.
d) What energy is regenerated per kg of air?
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e) What are the ef�ciencies with respect to i) work out per work in, ii) work out
per energy input, and iii) considering the heat and work for free. Comment
the answers.

Solution:
a) See Fig. 5.1.
b) The challenge in this type of problems is to �rst �gure out the knowns. In the table

below, all knowns given by the problem and the corresponding gas table prop-
erties are indicated by a bold font. In this instance, all thermodynamic data are
available once the temperature is known. This is the case for the states 1, 3, and 4.
The temperatures of states 2 and5are a littlemore cumbersome todetermine.We
must �rst determine the relative pressure and use this instead of temperature to
�nd all the thermodynamic data. This is done by taking the former relative pres-
sure andmultiplying it with the pressure ration change (see Eq. (2.28), p. 24). The
new relative pressure is shown by italics.

T/K T/�C p/atm pr h/kJ kg�1 Trick:
1 280 3 1 0.804 280 Choose temperature in gas table
2 740 447 29.4 23.6 735 pr,2 = pr,1

P2
P1

= 0.804 29.4
1 = 23.6

3 305 32 29.4 � 306 Choose temperature in gas table
4 650 377 29.4 16.1 660 Choose temperature in gas table
5 � 250 � �25 1 0.548 245 pr,5 = pr,4

P5
P4

= 0.548

c) From Eq. (4.2) we get the speci�c work and heat for each of the steps:

w1�2 = h1 � h2 = �455 [kJ kg�1] q2�3 = h3 � h2 = �429 [kJ kg�1]
q3�4 = h4 � h3 = 354 [kJ kg�1] w4�5 = h4 � h5 = 415 [kJ kg�1]

d) We regenerate 415 kJ kg�1
air .

e) �i = wout
win

= 91%, �ii = wout
win+qin

= 52%, and �iii = �. The �rst option evaluates
only electricwork because this iswhat oneusually pays for, though case ii) iswhat
one would thermodynamically argue. Since this technology is based on utilizing
electricity and heat available for free, the initial business case becomes in�nitely
good. However, onemust of course pay for the initial installation.

From Example 5.1 we see that the energy ef�ciency of a CAES system is
really not the best. The main energy loss is losing the heat after compression
and having to regenerate this. One can argue that the example accounts for
too little reheating as the isentropic process ends at �25�C. Going to this
low temperature can introduce brittleness in the steel of the turbine blades
and formation of ice particles,which will erode the turbine and its blades.
One should therefore heat the air to higher temperature or reheat the air
in the expansion cycle.

On the positive side, CAES offers a solution to store very large amounts
of energy in some instances in an economically reasonable way. When
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evaluating energy storage systems, one should bear in mind that because
the need for energy storage in a renewable energy market is so vast, there
will be a market for almost any type of storage technology. In a renewable
context, a CAES system, in combination with a bio-fueled power plant,
could give enormous gain. For example, one could compress air when en-
ergy supply is large and have better use of heat from a combustion process.
There exist a few CAES systems already, and there are many opportunities
of developing this technology

5.2.1 Cryogenic Energy Storage
An extension of CAES is liquid air energy storage (LAES). Instead of com-
pressing air, the air is cooled and compressed in several steps to the point
where it lique�es. The energy is restored by boiling the air at high pressure
and expanding it in a turbine, similarly to the process in a Rankine cycle.
Likewise to CAES, LEAS has very low energy ef�ciency, unless done in
conjunction with residual (waste) heat from another process. Reuse and
conservation of heat can be undertaken in at least two different ways. The
�rst approach is that the boiling process of the liquid air takes place at low
temperature and that this uses the heat from the surrounding in a local
heat reservoir, established at a very low temperature. This low-temperature
reservoir is �lled with low-temperature heat when cooling and compressing
the air upon liquefaction, and the heat is then recovered when preheating
the air upon boiling. In a daily language, we should use the term cold stor-
age, although this is thermodynamically incorrect. The approach for waste
heat utilization is that low-grade waste heat can be used to superheat the
compressed air before the air enters the turbine or a series of expansions in
the temperature range of less than around 150�C.

5.2.2 Other Compressed Gases
Caverns can be used to compress any gas and store them there and to release
the energy in expansion. One example is natural gas or methane. Natural
gas and biogas are rich in methane and thus the sources. Storing these gases
under high pressure in large old salt mines is a convenient way to store them
in large quantities and for long times, meaning weeks or months. Natural
gas has already a large buffer capacity in the existing grid networks. This
means that it will continue to �ow and distribute for days if the supply was
to be cut off at the source. In turn, this means that although NG salt cavern
storage is useful, it is an additional mean of energy storage to the intrinsic
buffer capacity of the large NG grids.
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Figure 5.2 Process scheme (upper) for solar power towers as illustrated (lower). On day-
time, sunlight is gathered at a focus point capturing heat and sending this heat to a
reservoir (light purple (light gray in print versions)). The heat in this reservoir can be
used to drive a Rankine cycle producing electric work.

5.3 SOLAR POWER TOWERS

Solar energy is most commonly associated with photovoltaic (PV) cells or
solar cells. This technology ranges from 10 to 20%, depending on the PV
materials and quality. The technology �ts very well with small-scale instal-
lations and is therefore so common in relation to buildings. For of-grid
solutions, it needs a battery to supply energy when the sun no longer
shines. Moreover, due to energy policies in certain countries, PV instal-
lations dominate the electricity supply at certain hours, and for the most
intense peaks, surplus electricity production has become an energy political
challenge. Situations like this call for energy storage, and solar power towers
offer a solution!

The principle of a solar power tower system is illustrated in Fig. 5.2.
Large amounts of re�ectors are placed around the solar tower. The mirrors
focus the sunlight into one area of the tower, thus gathering all the sunlight
into this spot. Obviously, this spot becomes very hot, and the heat from the
sunlight is then used to heat a �uid, typically a molten salt. This molten
salt is then returned to a reservoir where a lot of this salt is gathered in
a closed basin. During daytime, the temperature of this salt increases. In
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other words, the heat is stored in a pool of molten salt available whenever
needed.

The heat available in the molten salt is not used for heating per se, it is
rather used to drive a Rankine cycle that produce electric work. A Rankine
cycle is a heat engine that take high-pressure steam and expands it in a
turbine almost to the dew point of the vapor. Subsequently, this saturated
vapor is condensed to liquid water and then pumped into a high-pressure
boiler. Ef�ciency of a Rankine cycle like this one is typically in the range of
40�60% relative to the Carnot ef�ciency, depending on irreversibilities of
the system. Several mesures can be taken to make the process more ef�cient,
but this is of less interest in this book. The point is that heat is gathered and
stored with a very high ef�ciency and at high temperature for then to be
released as electric work and some waste heat.

Example 5.2: Solar Towers and Energy Ef�ciency.
In this example we shall compare different solar power towers through publically
available information and then evaluate the energy ef�cincy.

According to Wikipedia (2016), the Ivanpah solar power tower facility, Califor-
nia, has a maximum power of 392 MW.

Consider the heat carrying salt temperature range to be limited by 150�600�C
and suppose that the steam Rankine cycle performs 50% of a Carnot cycle. The salt
properties are cp = 1 [kJ/kg K] and � = 2.2 [tonn/m3].

From information of the Andasol solar power tower, there is a similar system
with a peak power capacity of 50 MW, which produces 165 GWh/yr.
a) How much electric energy is produced in a 24-h cycle if all the heat is accu-

mulated in the salt and then released?
b) What is the overall ef�ciency, considering that the salt reservoir is heated to

600�C before giving heat to the Carnot cycle and then cooled to 150�C while
delivering all its work and then reheated (as a daily cycle)? Consider the am-
bient temperature to be 25�C.

c) How much salt is required (volume and mass)?
d) What is the speci�c energy and power of the system? Compare to Fig. 1.3.
Solutions:
a) Considering that the two installations have the same utilization of the capacity,

the energy per day is

(Energy/year)And.
(Pmax)And.

Yr
day

(Pmax)Iva. =
165 [GWh]
50 [MW]

1/365
�

yr
day

�
392 [MW]

= 3.54
�

MWh
day

�
.
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b) This problem requires the averaged or weighed e�ciency. This is a classic unit
conservation approach and is done by integrating the e�ciency over the relevant
temperature range and in turn by dividing this value by the temperature di�er-
ence. Themethod is neededbecause if oneaverages themaximumandminimum
e�ciency, one loses information. Themethod stems from a column area calcula-
tion approach, where very thin columns of e�ciency are calculated as trapezes;
see the graphical explanation below.

fl� =

� Thigh
Tlow

�
1 � Tsurr

T

�
dT

�h�mT
= 1 �

Tsurr ln
Thigh
Tlow

Thigh � Tlow
= 1 �

298 ln 873
423

450
= 0.52.

c) The heat required from themirrors is

Q = �H =
Wel

�Carnot�Rank.
=

3.54 [MWh/d]
0.52 • 0.5

= 13.5 [GWh].

d) The amount of salt required is

msalt =
Q

�Tcp
=

13 500 [MWh] 3600 [s/h]
450 [K] 1 [MWs/tonne K]

= 108 [ktonne].

ThevolumebecomesV = m
� = 108 [ktonne]

2.2 [tonnem�3] = 49103 m3 , which is equivalent
to a basin of 37m in three directions.

Remark: It is likely that the installation produces energy all day while on peak salt
temperature, which improves the energy e�ciency and lowers the amount of salt in
the reservoir. This means higher energy e�ciency and lower salt basin footprint. The
take-home message is that these installations have higher energy e�ciency than PV-
systems and also have the ability to store the energy withmore favorable peaks.

As mentioned, heat is collected by a molten salt. This salt needs to be
able to remain liquid at temperatures as low as possible and to remain stable
at high temperatures. The chosen salts are typically based on nitrate NO�

3 ,
in combination with alkaline metals (K+, Li+, and Na+) [9]. As illustrated in
Example 5.2, it is the Carnot ef�ciency that primarily dictates the need for
the temperature range. In Table 5.1, the boiling and melting temperatures
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Table 5.1 Melting and boiling points at 1 atm for nitrate-based alkaline salts
and their eutectic mixtures
Mineral LiNO3 NaNO3 KNO3 K0.5Na0.5NO3 K0.52Li0.3Na0.18NO3
Tm/�C 261 307 334 221 120
Tb/�C 600 380 400 600 550
Source [2] [2] [2] [9] [9]

are given for relevant salts, and corresponding eutectic compositions are
given. When getting close to the melting temperature, the system is at
risk to start to precipitate noneutectic mixes, which in turn can plug the
system. Therefore one should be careful not to operate too close to the
lower eutectic melting points. At higher temperatures, the salt can start to
boil, and this is undesirable when the salt goes through some heat exchanger
in the solar heating tower.

Another challenge at high temperatures is that the nitrate NO�
3 decom-

poses into nitrite NO�
2 and further into other compounds. Several means

can be made to prevent this. More information about this, selection of the
right types of materials, etc. is beyond the scope of this chapter.

PROBLEMS

Problem 5.1. Combined Heat and Power by CAES.
Compressed air energy storage (CAES) only makes sense in combination
with access to surplus of heat. A large-scale solid oxide fuel (SOFC) facility
has decided to keep the unit operating on a constant load and using natural
gas. In doing so, the SOFC releases about half of its input chemical energy
as heat. The SOFC unit requires cooling to remain at 700�C. This is done
by using air that enters at 400�C (not lower to avoid thermal shock). The
facility is set up so that during low electricity demand peaks it compresses
air and dumps this air in an underground reservoir at 100�C. The com-
pressed air is returned to the SOFC during high peaks in the electricity
demand. The exhaust air from the SOFC is expanded adiabatically and re-
versibly on the way out of the SOFC. After this, the exhaust air is heat
exchanged with the inlet air from 400 to 100�C and atmospheric pressure.
a) Sketch the process diagram.
b) What must the pressure in the pressurised air reservoir for the SOFC

be (for the exhaust air to be expanded to 400�C)?
c) What are the work and heat of the different processes?
d) How does this contribute to the SOFC process?
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Problem 5.2. Solar Tower Efficiency.
A solar tower has a heat reservoir that operates between 660 and 300�C.
Consider a Rankine cycle that operates at half of the Carnot ef�ciency,
coupled to 37�C externally.
a) What is the energy ef�ciency at the two temperatures?
b) The heat reservoir has its liquid replaced with antimony, which melts

at 620�C so that the operation temperature is almost always 620�C.
Because of a more complex situation with heating �uids, the over-
all ef�ciency of the Rankine and the system all over lowers. Evaluate
the new ef�ciency if the system relative ef�ciency lowers to 40 and
45% of the Carnot ef�ciency. How does this affect the overall energy
ef�ciency?

SOLUTIONS

Solution to Problem 5.1. Combined Heat and Power by CAES.
a) The process �oat scheme looks as follows:

1–2: Air is compressed.
2–3: Compressed air is cooled and stored.
3–4: Compressed air is preheated in a heat exchanger.
4–5: Compressed air is heated (and oxygen partly consumed) in the
SOFC.
5–6: The air expands in a turbine.
6–7: Air is cooled while preheating the SOFC inlet air stream.

b) We know the outlet pressure and the two temperatures. We can then
gather the relative pressures from Appendix B, which gives them close
to

p5 = p6
pr,5

pr,6
= 1 [bar]

75.5
18.4

= 4.1 [bar].

c) based on the knowledge from b), we can now know all the different
states in the process scheme:
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Point T/�C p/bar pr h/kJkg�1

1 25 1 1 298
2 170 4.1 4.1 445
3 100 4.1 2.2 374
4 400 4.1 18.3 684
5 700 4.1 75.5 1014
6 400 1 18.4 684
7 100 1 1 374

Correspondingly we get the following energies:

w1�2 = ��h1�2 = �147 [kJ/kg], q2�3 = �h2�3 = �71 [kJ/kg],
q3�4 = ��h3�4 = 310 [kJ/kg], q4�5 = ��h4�5 = 330 [kJ/kg],
w5�6 = �h5�6 = 310 [kJ/kg], q6�7 = ��h6�7 = �310 [kJ/kg].

d) In the �rst step, we add 147 kJ/kg, and in the �fth step, we gain
310 kJ/kg. Thus we gain work output allover and increase the energy
ef�ciency. The energy ef�ciency can be higher without the pressurized
reservoir where heat is lost; however, the point here is, for instance, to
run a device as a compressor at night time and as a turbine during
daytime.

Solution to Problem 5.2. Solar Tower Efficiency.
a) The ef�ciency at the two temperatures becomes:

�660�C = �Rank.�Carn. = 0.5
�

1 �
310 [K]
933 [K]

�
= 33.4%,

�300�C = �Rank.�Carn.) = 0.5
�

1 �
310 [K]
573 [K]

�
= 27.1%.

b)

�620�C,40% = �Rank.�Carn.) = 0.4
�

1 �
310 [K]
893 [K]

�
= 26.1%,

�620�C,45% = �Rank.�Carn.) = 0.45
�

1 �
310 [K]
893 [K]

�
= 29.4%.

The ef�ciency of storing the heat in a phase change material is large
and valuable, but if this in turn lowers the ef�ciency or conversion
rate of the rest of the system (phase change is a slow process), it may
not be worth the effort. This in turn means that one must look into
the heat transfer of the heat transporting �uids and the belonging heat
exchangers more carefully before concluding on an investment.



CHAPTER 6

Electrochemical Energy Storage
6.1 INTRODUCTION

Engineering energy storage demands basic knowledge of electrochemistry.
This is as all available electric energy can be stored chemically by under-
going some sort of electrochemical reaction. Currently, the global energy
consumption consists of more than 80% chemical energy (coal, oil, and gas)
[10]. In part, this is because we rely heavily on chemically bound energy
for transportation. In a future society, where the energy chain starts with
renewable energy sources, it is likely that energy consists of as much as 80%
electric energy, the rest being heat and bioenergy. Obviously, if the society
is to keep up the energy usage for transportation, electrochemical energy
conversion and storage are inevitable.

Energy storage is mainly about energy conversion. As conversion is
a process at some rate, friction and corresponding lost work is a part of
it. Accounting for efficiency is accounting for this friction. Electrochem-
ical energy storage is accordingly all about converting electrical energy
into chemical energy and vice versa. In electrochemistry, several types of
friction are present. Understanding these types of friction allows us to un-
derstand energy need for entire cycles, but more importantly, it also allows
understanding heat management requirements. To point it out clearly, un-
derstanding energy dissipation in electrochemistry is important because
1. It is required for appropriate dimensioning of systems to be installed.
2. It allows improvement of energy utilization.
3. The lost work is a heat source that must be accounted for in heat

management and system design.
There are many different electrochemical processes where the content

of this chapter comes in as crucial knowledge. Most of the industrial pro-
cesses that apply electricity via an electrochemical process to make some
chemical or metal product can be said to be industries of electrochemi-
cal energy storage. A great example, for instance, is aluminum. Aluminum
oxide is taken into an electrolyzer to give aluminum. Aluminum can be
used for many things, and under the right circumstances, it can be oxi-
dized to give back its energy. The world’s largest electrochemical process
today is making sodium hydroxide by electrolysis, also known as the chlor-
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Figure 6.1 Relation between reaction energy, (enthalpy), reversible heat (product of
temperature and entropy change), potential electric work, �flg = �zFErev , the available
work (cell potential) and the irreversibly lost energy for a spontaneous electrochemical
cell�considering a reversible heat giving heat to the surroundings (negative heat).

alkali electrolysis. Producing hydrogen from water by electrolysis has for
many decades been the most important mean for producing ultrapure hy-
drogen, but over the last few years, it has also become a mean to buffer large
renewable energy power installations upon low electricity demand in the
energy markets. Battery technology is perhaps the most commonly recog-
nized electrochemical energy storage device seen in a daily life. Fuel cells
is an example of a technology made for returning chemically stored en-
ergy back into electric energy, but still the technology appears to meet only
niche markets. Electrochemical membrane processes, using ion exchange
membranes, are used as purification technologies in the food industry and
in desalination. It can even be reverted to give electric energy from the
chemically available energy of mixing sea and river water. Electrochemical
capacitors, sometimes referred to as supercapacitors, ultracapacitors, hybrid
capacitors, pseudo capacitors, etc., are yet another example of how energy
can be stored by electrochemical means. There are many examples, and the
motivation for this chapter is to create a foundation in advanced studies of
electrochemical processes; that is, when mastering this chapter, one should
be able to study any industrial electrochemical process on a master level.
As a bachelor within engineer, one should master all the basic terminol-
ogy of electrochemical processes and be capable of taking up a job on an
electrochemical industrial site.

To understand the relation between available work and the heat from an
electrochemical system, Fig. 6.1 can be very useful. From a chemist point of
view, all the energy converted in a system is given by the reaction enthalpy
�H , which is a function of state. In turn, this energy is the sum of the
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reversible work Wrev and the reversible heat, Qrev, which from a chemical
point of view is recognized as Gibbs free energy and the product of the
entropy change multiplied by the given temperature:

�H = �G + T�S = Wrev � Qrev. (6.1)

In an electrochemical context, we are interested in the molar properties,
that is, the state energies divided by the molar mass. Moreover, we are
interested in the potential work or in the reversible work and its relation to
reversible electrochemical cell potential, which is given by Gibbs free molar
energy:

�flg = �flh � T�fls = �zFErev, (6.2)

where z is the amount of charge per reactant or, more specifically, the
equivalent moles of electrons (coulombs) required per mole of reactant.
For example, 2 equivalents (2 coulombs or charge of 2 moles of electrons)
per mole of H2 are exchanged when oxidizing one mole of hydrogen into
two protons H+. F is the Faraday constant.

Reversible processes obviously occur without irreversibilities. This oc-
curs only at equilibrium, and once we move away from equilibrium, we
have irreversible losses. In electrochemical systems, this means that there is
a net current passing through the cell. At nonequilibrium conditions, we
have irreversible processes, and the entropy production rises. From electro-
chemical cells there are several irreversible processes that follow from the
current. Ion transport in the electrolyte due to migration of ions in the
electric field is one example, expressed as ohmic losses. This is due to the
friction that the ions meet when transported through the electrolyte. This
is referred to as the ohmic potential drop rj after Ohm’s law. In addition, the
electrode processes also have irreversible energy losses, generally labeled �.
This is foremost related to the friction of electrons transferred between the
reactant and the electrode, later referred to as Butler–Volmer overpoten-
tial. A third friction against free movement is by diffusion of the reactant
toward the surface compound, later referred to as the concentration polar-
ization overpotential. The reversible work or the potential is related to the
reversible potential and is the sum of the irreversible energy losses in the
cell and the energy available for electric work outside the cell, Ecell:

Erev = Ecell
spont. + rj + �. (6.3)

The cell potential can be measured by a regular voltmeter in DC mode by
connecting the multimeter at the poles of the cell, e.g. a battery. At open
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circuit, we have reversible conditions and measure the reversible potential
Erev. When a current is drawn, the potential lowers, and we measure the
available energy as the cell potential Ecell. The energy efficiency � is the
ration between the two:

�spont. =
Ecell

spont.

Erev =
Erev � rj � �

Erev = 1 �
rj

Erev �
�

Erev . (6.4)

From Eq. (6.4) it is clear how the different irreversible energy losses
lower the efficiency for a spontaneous cell and that understanding these
losses is important.

When determining the heat from an electrochemical process, we can see
in Fig. 6.1 that the reversible heat comes in addition to the irreversible ones.
This can be both positive and negative. For instance, in Li-ion batteries, this
is a cooling term during charging and a heat term during discharging.

This brief chapter of engineering elements for electrochemistry is tai-
lored to the phenomena taking place in electrochemical energy storage
devices. The explanations will be brief, but the required content for engi-
neering is given.

Erev = Ecell
spont. + rj + �, (6.5)

�spont. =
Ecell

spont.

Erev =
Erev � rj � �

Erev . (6.6)

Electrochemistry is an order of magnitude field. Therefore it is com-
mon to apply few significant figures. In engineering electrochemistry, using
logarithmic expressions is common. This indicates that many processes of
electrochemical systems deal with order of magnitude. In other words,
when solving problems, it is rarely necessary to apply more than two or
three significant figures. It also means that many problems can easily be
solved with a pen and paper or as a graphical solution, simply because of
the low amount of required significant figures. Hence, we can argue that
engineering electrochemistry is about making adequate approximations.

6.2 NERNST EQUATION AND THE ELECTROMOTORIC FORCE,
EMF

6.2.1 The Free Energy of a Reaction
The energy of any chemical reaction is given by the enthalpy �H . The
energy consists of two contributions, the reversible heat T�S and the po-
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tential energy �G. These are related by the equation

�H = �G + T�S = Wrev � Qrev, (6.7)

where T is the temperature, and �S is the reaction entropy. Quite often
and for good reasons, the equation is given in a rearranged form,

�G = �H � T�S, (6.8)

which expresses the available potential work. This term is commonly
known as Gibbs free energy, free energy, chemical potential, and many sim-
ilar terms. On a molar basis, giving these energies as intensive properties,
we have

�flg = �flh � T�fls. (6.9)

When all compounds are at standard state, we have the standard molar
reaction energy accordingly:

�flgo = �flho � T�flso. (6.10)

The free energy expresses the maximum available work in a system, that
is, the potential energy or potential work. The free energy can be derived
from the first law of thermodynamics, which is derived in most text books
on thermodynamics and in this book’s Section 2.5. This potential energy is
valid for any chemical reaction, here illustrated by

A + 2B � AB2 (6.11)

and the molar formation (denoted f ) energies per mole of the product
component AB2:

�f flho = �f flho
AB2

� �f flho
A � 2�f flho

B, (6.12)
�f flgo = �f flgo

AB2
� �f flgo

A � 2�f flgo
B, (6.13)

�f flso = flsoAB2
� flsoA � 2flsoB. (6.14)

Important differences between the three properties is how they change
with temperature. Whereas the enthalpic energy and entropy are close to
constant with temperature. They both relate to heat capacity of the reacting
components and level each other within small temperature ranges (recall
that flcp = ( � flh

�T )p and flcp
T = ( �fls

�T )p). The (Gibbs) free energy changes much
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more with temperature, as can be seen from Eqs. (6.8) and (6.9). Moreover,
the ratio between the products and reactants is given by the equilibrium
constant

K =
[AB2]

[A][B]2
, (6.15)

where [A] denotes the concentration of A, etc.

Example 6.1: Free Energy of a Lead Acid Accumulator.
For the reaction of a lead acid battery, the overall reaction is

Pb(s) + PbO2,(s) + 2H2SO4,(aq) � 2PbSO4,(s) + 2H2O(l).

What is the standard molar free energy of formation at 298 K and 303 K, respec-
tively? What is the standard state for the various compounds?

To solve this problem, we need to apply Eq. (6.10) and a source of information for
the standardmolar enthalpy and entropy of di�erent compounds. These can be found
tabulated as S.I. standard numbers [2] or equivalent:

Component �flho
f /kJmol�1 �flgo

f /kJmol�1 flso/Jmol�1 K�1

Pb(s) 0 0 65
PbO2, (s) �277 �217 69
H2SO4, (aq (l))

a �909 �744 19
PbSO4, (s) �920 �813 149
H2Ol �286 �237 70
a The values are tabulated as SO2�

4,(aq) since the values of the protons are 0

�f flho �f flgo �f flso

Reaction �317 �395 266

The last row in the table is calculated using Eqs. (6.12) through (6.14). The standard
free energy is calculated using (6.10) at any temperature:�flgo = �flho � T�flso .

At 303 K we obtain: �flgo = �317 [kJ/mol] � 303 [K] • 0.266 [kJ/mol K] =
�398 [kJ/mol], and the potential energy is slightly greater (more negative) at this tem-
perature.

6.2.2 The Electrochemical Free Energy
Since the free energy is a potential work, there is also a potential that must
be measurable in some way. This potential is the reversible potential Erev,
also known as the electromotoric force (EMF). (In terms of notation, the
EMF is a potential (V, J or Nm), not a force per se (N).) The reversible
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potential (EMF) is directly related to the free energy of the overall chemical
reaction but is only considerable when the reaction is split into two parts,
where each part is taken on separate electrodes. It is only in this instance
that we can measure the EMF. The reversible potential is given by Nernst’s
equation

EMF = Erev = �
�flg
zF

, (6.16)

where z is the amount of electrons exchanged per mole of the product
component, and F is the Faraday constant. At standard state conditions,
Eq. (6.16) turns into

EMFo = Eo = �
�flgo

zF
. (6.17)

Example 6.2: Free Energy of and Potential of the Lead Acid Bat-
tery.
What is the standard potential at �15, 25, 40, and 65 �C? How come this battery
performs poorly when the battery gets cold?

In Example 6.1, we calculated the standard energy for the reaction of the lead acid
accumulator. For this reaction, twoelectrons are exchanged, so that z of Eqs. (6.16) and
(6.17) is 2. After calculating the freemolar energy, we also obtain the cell potential.

Temperature/K 258 298 313 338
Molar free energy/kJmol�1 �386 �396 �400 �407
Potential/V 2.00 2.05 2.07 2.11

The potential increases with increasing temperature. This means that the discharge
reaction is endothermic if all the potential free energy is converted to work, that is,
there is only reversible heat or entropic heat.

The battery performs poorly when it gets cold, not because the potential gets
lower, but because the resistance of the battery increases. This is not so transparrent
in this example, however we shall look at this later in this chapter.

6.2.3 Half-Cell Reactions
In the case of electrochemical reactions, Eq. (6.11) can, be divided into to
half-cell reactions. For instance, this can be:

Anode: A � A2+ + 2e�; (6.18)
Cathode: 2B + A2+ + 2e� � AB2. (6.19)



82 Engineering Energy Storage

Example 6.3: The Lead Acid Battery Half-Cell Reactions.
Having calculated the reversible and standard potential of the lead acid battery
in Examples 6.1 and 6.2, we now turn the attention to half-cell standard potential.
The battery discharge reaction is

Pb(s) + PbO2,(s) + 2H2SO4,(aq) � 2PbSO4,(s) + 2H2O(l).

a) Determine the standard half-cell reactions for the total reaction, their reduc-
tion potentials, and the total cell potential when discharging the battery of
Examples 6.1 and 6.2.

b) The half-cell potentials are given according to a reference potential. Describe
this reference potential. What is the point of a reference potential?

a) From [2] we can �nd half-cell reactions for each of the half-cell reactions:

Half-cell reduction reaction form: Eo
red/V

Red. PbOO2,(s) + 4H+ + SO2�
4,(aq) + 2e� � PbSO4,(s) + 2H2O(l) 1.69

-Ox. PbSO4,(s) + 2e� � Pb(s) + SO2�
4,(aq) �0.36

Tot. Pb(s) + PbO2,(s) + 2H2SO4,(aq) � 2PbSO4,(s) + 2H2O(l) 2.05

This is the standard way of determining the reaction reduction potential, that is,
wewrite both the reduction andoxidation reaction in its reduction formand then
subtract the oxidation reaction (in reduction form) from the reduction reaction.

b) All half-cell reduction reaction potentials are given with reference to the hydro-
gen reduction reaction:

H+ + e� �
1
2

H2,(g), Eo = 0 V (by de�nition).

The point of a reference potential allows us to understand how di�erent possi-
ble competing reactions are competing with each other. Using a reference elec-
trode, we can know the electrochemical �altitude� of a half-cell reaction, much
like a barometer gives the height over the sea level for each climber on a common
rope on amountain wall. That is, the climbers know the di�erence in altitude be-
tween them but need a referencemeter to know the exact altitude.

6.2.4 Ohm�s Law: Power and Potential
Ohm’s law is given by the equation

U = RI, (6.20)

where U is the potential drop over a resistor with resistance R in accordance
with current I . For an electrochemical cell with a current flowing through
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it, we can measure a cell potential Ecell that represents the reversible cell
potential Erev minus the potential lost due to the ohmic resistance in the
electrolyte, rcellj. At least for now. The measured cell potential is thus

Ecell = Erev � E(j)ohmic = Erev � rcellj, (6.21)

where E(j)ohmic is the potential loss due to current passing through a resistive
electrolyte. When a galvanic cell is short circuited, the external potential
drop becomes zero. From Eq. (6.21) we can now obtain the maximum
current density for a spontaneous galvanic cell:

Ecell = Erev � rcelljmax = 0 � jmax =
Erev

rcell
. (6.22)

The potential loss is often referred to as the product of the current and
the resistance as in Eq. (6.20). In electrochemistry, it is much more conve-
nient to refer to the current density j and ohmic resistivity r, respectively.
These two properties are intensive properties and usually refer to the cross-
sectional area Acell of a cell or electrodes. Moreover, the resistivity can be
obtained from the conductivity of the electrolyte in the cell, �cell:

�cell =
�

rcell
� rcell =

�
�cell

; (6.23)

� has the dimension of siemens per meter (S m�1), where siemens is the
inverse of ohm (S = ohm�1). � is the distance that the resistivity accounts
for, e.g. the distance between two prallel planar plates. Moreover, the con-
ductivity is equal to the product of the molar specific conductivity and the
molar concentration:

� = �flc, (6.24)

where � is the molar specific conductivity and flc is the molar conen-
traiton. To a first-order approximation, the molar conductivity is pro-
portional to the square root of the concentration and can be found tab-
ulated,for example, in [11]. This relation is commonly known as the
Debye–Hückel–Onsager relation [12], Eq. (6.25). The conductivity for a
given constant concentration, one the other hand, is given by the Vogel–
Tamman–Fulcher-type equation [13], Eq. (6.26).

� = �0 � S
�

c, (6.25)
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� =
A

�
T

exp
�

�
Ea

R
1

T � T0

�
, (6.26)

where �, S, A, Ea are material properties, which are unique to every
system. The essence of this paragraph is that the conductivity of the
electrolyte of electrochemical cell increases close to linearily with the con-
centration and close to exponentially with the temperature.

With the properties of Eqs. (6.20) through (6.23), we have all the in-
formation required to calculate the output potential and power density of
a spontaneous electrochemical cell that suffer energy dissipation (lost work)
from internal ohmic resistance only:

Pcell = Ecellj = Erevj � rcellj2. (6.27)

From Eq. (6.27) we can find the current of the maximum power of
a battery. We find this when the derivative of the power with respect to
current density is zero:

dP
dj

= Erev � 2rcellj = 0 � jPmax =
Erev

2rcell
. (6.28)

Finally, inserting the value for the current density at maximum power, jPmax ,
into Eq. (6.28), we obtain an expression for the power density as a func-
tion of reversible potential and cell area specific density, which can be very
useful to know when evaluating cells based on open cell potential measure-
ments:

Pmax = ErevjPmax � rcellj2Pmax =
(Erev)2

2rcell
�

rcell(Erev)2

4r2
cell

=
(Erev)2

4rcell
. (6.29)

Example 6.4: Performance of a Lead Acid Battery.
Assuming that the speci�c conductivity for 1 M sulphuric acid is 30 S m�1

(300 mS cm�1), consider the cell of Example 6.2 with a distance between the elec-
trodes of 5 mm.
a) Calculate the discharge cell potential and the power density for this battery

for the current densities that refer to 1/4, 1/2, and 3/4 of the maximum current
density.

b) For a cell that is 10 cm by 10 cm, how can this be measured experimentally?
What external loads are required?
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a) To do this, we �rst need to determine the maximum current density. This is when
the cell potential is zero (Ecell = 0). Thus from Eq. (6.21) and (6.23) we obtain

jmax =
Erev

rcell
=

Erev�
2�

=
2.05 • 30
0.005

= 12,300 Am�2.

This is the maximum current density, and the number may appear to be shock-
ingly large (thousands of Amperes). A common notation in the electrochemical
society is A cm�2 . Here the maximum current density is 1.23 A cm�2 . For alu-
minumelectrolysis and fuel cells, the current density is in the rangeof 1�5A cm�2

[14].
The required current densities for the plot are thus 0, 3,075, 6,150, 9,225, and
12,300 Am�2 , respectively. The values are plotted in Fig. 6.2.

j/Am�2 0 3,075 6,150 9,225 12,300
Ecell/V 2.05 1.538 1.025 0.513 0
Pcell/Wm�2 0 4.730 6.304 4.732 0

b) First, we need to determine the internal resistance R:

R = r/A =
�

�A
=

0.005
30 • 0.12 = 0.0167 Ohm.

Form Kirchof�s law we know that the maximum current is when the internal and
external resistances have the same values. That is, the current times the sum of
the internal and external resistances is always equal to the reversible potential:

Erev = I(Rcell + Rext.) � Rext =
Erev

I
� Rcell.

Thus we can tabulate the external resistance values when the areaA is 0.01m2 :

I/A 0 31 62 92 123
Rext./Ohm � 0.05 0.016 0.0056 0

By changing the external resistors we can change the current and the output
potential and power. From this example we can see that when the internal resis-
tance is equal to the external, we also have themaximumpower and half the cell
potential. This means that half of the available electric work is lost due to the in-
ternal resistance. At maximum power, the energy e�ciency is 50%. In Fig. 6.2, the
cell potential and cell power density are plotted as functions of the cell current
density. Here it can be seen that when the cell potential is half of the reversible
or open potential, the power density peaks. This point is usually referred to as
the match load power since this requires the inner and outer resistances to be
equally large. With an electronic load resistance, these curves can be recorded
contiuously, however knowing the basic information in this example is still very
useful.
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Figure 6.2 Polarization and power curves of Example 6.4.

6.3 CONCENTRATION AND NERNST EQUATION

So far, we have seen that the standard free energy and electrochemical po-
tential change with temperature. Additionally, it also changes with concen-
tration. The free energy depends on the ratio of the reactants concentration
and the products concentration according to Eq. (6.30)

�flg = �flg� + flRT ln[K]. (6.30)

Implementing reaction (6.11) into Eq. (6.30) gives

�flg = �flg� + flRT ln
�

[AB2]
[A][B]2

�
. (6.31)

6.3.1 Activity of Components and Species
In the field of thermodynamics of aqueous systems, we need to distinguish
between salts and ions. By definition, a component dissociates into several
species (see, e.g., [15,16]). This is, for instance, the case for sodium chloride;
the component NaCl dissociates into its ion species, Na+ and Cl�. Water
H2O as a component can also dissociate into species H+ (or H3O+) and
OH�. For salts that dissociate entirely, that is, fluorides, chlorides (not lead
and silver chloride), nitrates, sulphates (not mercury and lead sulphate),
alkaline, and earth alkaline, the activity is considered to be the product of
the activity of each of the species in the solution. For the salt AB2 (similarly
to reaction of Eq. (6.11), but with A being anion and B cation), the activity
is given as follows:

aAB2 = aA2�a2
B� . (6.32)
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Furthermore, the activity is related to the concentration. The activity
of each species ai is the product of the molar activity coefficient fl	i and
the molar concentration flci. For ions of salt, the molar activity coefficient is
defined as equal for each of the species. It is referred to as the mean molar
activity coefficient fl	–. Accordingly, Eq. (6.32) becomes

aAB2 = fl	–flcA(2�) fl	 2
–flc2B� = fl	 3

–flcA(2�)flc2B� = fl	 3
–flcAB2(2flcAB2)

2 = 4 fl	 3
–flc3AB2

. (6.33)

Note that, for every AB2, there are 2B�, whence the factor 2 in calculation
concentrations.

The activity coefficient expresses a deviation from ideality. For an ideal
solution, the activity of a species equals the concentration. However, par-
ticularly for concentrated solutions, the species tend to interact much more
with each other than the solvent and the activity differ from the con-
centration. Thus this is the “social” metaphor for interpreting the activity
coefficient and its property. As a thermodynamic intensive quantity, it has
an energetic meaning. When speaking of the molar free energy of solution,
it can be described in three levels. There are the standard state molar free
energy flg�, the molar free energy of the solution flg, and the auxiliary molar
free energy flgaux. The difference between the first and the second relates to
the impact of change in activity, that is, flRT � ln a, whereas the difference
between the second and the third relates to the deviation form ideality, that
is, flRT � ln[	 ]. Hence the activity coefficient somewhat explains a relative
behavior of species and solvent on the one hand and also a well-defined
intensive thermodynamic property on the other.

Moreover, when the concentration is changed, the activity coefficient
changes as well. However, the concentration changes much more than the
activity coefficient. As a first-order approximation, the assumption that the
change in activity coefficient can be neglected compared to the change in
concentration is therefore usually valid. This is illustrated in Eq. (6.34). In
this example, the free energy of a component i is given. We can see that it
is compared to the energy in a mixture at standard state, plus the contri-
bution from the concentration difference, plus the contribution from the
activity coefficient. If the activity coefficient hardly changes, then the ratio
is close to unity, and the logarithmic term correspondingly vanishes. One
can thus see that this is an order of magnitude comparison, where one pri-
marily investigates standard state molar free energy, next, the concentration
contributions, and eventually the nonideality contribution from the change
in activity coefficients. Again, we see that electrochemistry is a field where
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calculations evaluate order of magnintude.

�flgi = �flg�
i + flRT ln

cIi
cIIi

+ flRT ln
	 I

i
	 II

i
. (6.34)

The important point is that if we consider ideal solutions or small
changes in concentrations, then the activity coefficient term is considered
unity and thus negligible. Moreover, thermodynamically speaking, an ideal
system is where the activity coefficients are unity rather than reversibilites.

6.3.2 EMF and Concentration
Equations (6.16), (6.30), and (6.31) together state that the open circuit
potential, reversible potential, or the EMF change with concentration. Es-
sentially, we obtain an expression for the reversible potential as a function
of component and reactant concentrations:

Erev = E� �
flRT
zF

ln[K]. (6.35)

Studying constants such as the equilibrium constant, solubility constant,
or simply the pH of a solution deals with comparing ratios of components.
In this instance, it is most convenient to take the order of magnitude of
these ratios into account, and then the Briggs logarithm is much more
compatible with the decimal system than the natural logarithm. Therefore,
the factor 2.303 is introduced. This is simply the number ln[10] and stems
from ln[x] = ln[10] log[x]:

Erev = E� �
2.303 flRT

zF
log[K]. (6.36)

Example 6.5: Concentration and the Lead Acid Battery Potential.
When discharging a lead acid battery, the concentration of sulphuric acid is low-
ered according to the discharged reaction

Pb(s) + PbO2,(s) + 2H2SO4,(aq) � 2PbSO4,(s) + 2H2O(l).

What is the difference between the potential when fully charged and fully dis-
charged? Consider that when fully discharged and fully charged, the density of
the electrolyte is 1.06 kg/L and 1.32 kg/L, respectively. Assume an ideal solution
system.
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To solve this problem, we �rst need to de�ne expressions for the potential when
fully charged and discharged. For this, we can use either Eq. (6.35) or Eq. (6.36). With
the latter, we get:

Erev
Disch. = E� �

2.303 flRT
zF

log

�

�
�

	
a�
H2SO4,(aq)


2

	
aDisch.
H2SO4,(aq)


2

�

�



and

Erev
Chrd. = E� �

2.303 flRT
zF

log

�

�
�

a�
H2SO4,(aq)

aChrgd.
H2SO4,(aq)

�

�



2

,

where a refers to activity at standard state (�) when discharged (Disch.) and when
charged (Chrgd.). Note that since the sulphuric acid is the only component that
changes activity during the charging cycle, it also the only one that is considered in
the activity contribution to themolar free energy, and hence the change in cell poten-
tial.

The di�erence in the potential of charged and discharged systems is then given as

�E = Erev
Chrgd. � Erev

Disch. =
2.303 flRT

2F
log

�

�
aChrgd.
H2SO4

aDisch.
H2SO4

�




2

=
2.303 flRT

F
log

�

�
aChrgd.
H2SO4

aDisch.
H2SO4

�


 .

For simplicity, as discussed in Section 6.3.1, we choose the specie activities to be equal
to the specie concentration. Recalling Eq. (6.33) and the concentration relations for the
di�erent the species 1

2 flcH+ = flcSO2�
4

= flcH2SO4 , we obtain:

�EChrg/Disch =
flRT
F

ln

�

�
aChrgd.
H2SO4

aDisch.
H2SO4

�


 =
flRT
F

ln

�

�
�

	
flcChrgd.
H2SO4


3

	
flcDisch.
H2SO4


3

�

�



= 3
flRT
F

ln

�

�
flcChrgd.
H2SO4

flcDisch.
H2SO4

�


 .

Note the switch between the natural and Briggian logarithms and recall that

lnx = ln10 logx = 2.303 logx.
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Themissing piece is then determining the concentrations of sulphuric acid on amolar
basis based on the mass concentrations given in the problem. For ideal solutions, we
can use the expression (see Problem 6.1):

mH2SO4 =

H2SO4
H2O


H2O � 
H2SO4

�
mmix

mix

�
mmix

H2O

�
.

With the molar mass of 98 g/mol and densities of pure substances of 1 and 1.8 kg/L,
we obtain concentrations of 7.3 and 1.4mol/L. Finally,

�EChrgd./Disch. = 3
8.314 • 298

96485
ln

�
7.3
1.4

�
= 0.148 V.

Comment: Recall the open standard cell potential of Example 6.4 being about
2.05 V at standard conditions. We can thus see and con�rm the order of importance
for the two �rst terms of Eq. (6.34). That is, for electrochemical reactions the standard
reaction formation energy is much more important than the concentration contribu-
tion, which in turn is more important than the contribution from nonideality (activity
coe�cients).

6.3.3 Concentration Polarization Overpotentials
Any potential that due to the reaction rate deviate from the reversible
potential in addition to the ohmic potential is an overpotential �. Phe-
nomenologically speaking, there are two types of overpotentials that are
commonly considered, the concentration overpotential �c and the reaction
overpotential �r . The latter is the subject later in Section 6.4. The overpo-
tential represents an energy cost and is given by Eq. (6.37) for spontaneous
cells and by Eq. (6.38) for nonspontaneous cells:

Spontaneous: � = �Erev + Ecell � rj, from Ecell = Erev � rj � � (6.37)
Non-spontaneous: � = �Ecell + Erev � rj, from Ecell = Erev + rj + � (6.38)

where Ecell is the measured cell potential, r is the ohmic resistivity, and j
is the current density. When evaluating the overpotential, it is convenient
to treat it in such a way that it has only one contribution. In this section,
we consider only the contribution from the concentration profile near the
electrode surface, that is, we neglect the reaction overpotentials �r .

Any overpotential contributes into each of the electrodes by lowering
the energy efficiency. For instance, in a spontaneous cell, the anode will
have an increase in its half-cell potential and an increase in the cathode. In
this way, the apparent reversible cell potential is lowered. When charging
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a battery or performing electrolysis, the cell potential increases beyond the
sum of the ohmic potential drop and the reversible potential. Thus one
must carefully find the absolute overpotential value at each electrode and
add or subtract it accordingly. Hence it is convenient to express the abso-
lute concentration polarization overpotential. This is given in the following
equation, where flcsurf and flcbulk are the concentrations at the electrode surface
and in the bulk, respectively:

�flc =
flRT
zF

����ln
flcsurf

flcbulk

���� . (6.39)

In Section 6.3.2, we learnt how the potential changes with concentra-
tion. This was exemplified with the concentration of sulphuric acid in a
lead acid battery in Example 6.5. In this example, we saw that the total cell
potential decreased by approximately 150 mV when the electrolyte con-
centration was lowered from 7.3 M to 1.6 M. What would then happen if
the transport of sulphuric acid from the electrolyte could not immediately
be transported from the electrolyte and into the surface to react? After all, a
battery delivered relatively intensive currents (up to 12 kA m�2 according to
Example 6.4). According to Fick’s first law of diffusion (Eq. (6.40)), when
a component is transported at rate Ji, the diffusion coefficient Di predicts
the corresponding concentration gradient dflc/dx:

Ji = �Di
dflci
dx

. (6.40)

One can argue that transport by diffusion is as much due to the con-
centration gradient as the concentration gradient is due to the flux of mass.
Especially for nonelectrochemical systems, this is often argued. In the same
manner as a heat flux is due to a temperature gradient, a mass flux by diffu-
sion is due to the concentration gradient. However, in an electrochemical
system, the mass flux is often set up by an electrochemical current, simliar
to a heat flux being a result of activte heating or cooling of a surface. We
can also see the similarity between the diffusion coefficient of Fick’s first
law and the thermal conductivity of Fourier’s first law (Fourier’s law for
heat flux; q = �kdT

dx ), which are both intrinsic properties of a system or
material. The current and the mass flux relate as follows:

Ji = �zFj. (6.41)

Much like in the Nernst equation, the chemical quantity and the elec-
trochemical quantity are related by minus the Faraday constant F and the
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Figure 6.3 Illustrations of concentration (mol L�1) pro�les adjacent to the surface of an
electrode consuming the reactant at different currents and electrolyte motions.

charge equivalent z. Combining Eqs. (6.40) and (6.41), we can obtain an
expression for the concentration gradient as a function of the current den-
sity:

dflci
dx

=
zFj
Di

. (6.42)

According to Eq. (6.42), the concentration next to an electrode will
change linearly from the electrode surface and into the electrolyte. This
is illustrated in Fig. 6.3. The solid lines show how the concentration at
the surface becomes lower as the current increases while the thickness of
the diffusion layer remains constant. A constant boundary thickness like
that of the solid lines is typical for many systems and transport phenomena,
though the boundary layer thickness is typically different for different trans-
port phenomena. (The ratio of the boundary layer for transport of heat and
mass in sea water is around 700. This is also known as the Schmidt number
Sc = �

D , where � is the kinematic viscosity.) When the current increases and
the boundary layer thickness remains constant, the surface concentration is
lowered proportionally. This occurs to the point where the concentration
of the reactant species becomes zero. At this point the current cannot be-
come larger due to limitations in increasing the concentration differences.
Regardless of how much potential is applied, the current will not increase,
and this is known as the limiting current (density) jlim. In this instance, the
boundary thickness thus has to be lowered. This can be done simply by
stirring more. In Fig. 6.3, this is shown by increasing the current by lower-
ing the boundary layer a lot and also lowering the concentration difference.
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Table 6.1 Surface concentration differences and corresponding concentration po-
larization differences for the currents illustrated in Fig. 6.3
I/A, Condition 0, light st. 1, light st. 2, light st. 3, light st. 4, heavy st.
�flcs/molL�1 0 0.2 0.4 0.6 0.4
|�c|/mV 0.0 7.4 17.8 35.6 17.8

Using Eq. (6.39), we can calculate the absolute concentration overpotential
|�c| accordingly, and this is presented in Table 6.1.

6.3.4 Liquid Junction Potential
When the two solutions I and II have the same components but different
concentrations, there is a difference in chemical potential between them.
This is of importance when it comes to electrochemical desalination [17],
salinity gradient energy [18], and salinity gradient energy storage [19].

Consider first two salt solutions of different concentrations that are in
contact with each other. This contact interface is called a liquid junction.
The chemical potential difference, or the free energy, between two saline
solutions at constant pressure is thus given by the equation

�flg = �flh � T�fls = flRT ln
aD

aC
, (6.43)

where D is the dilute, and C is the concentrated solution. Introducing the
Nernst equation, the reversible potential, or the electromotive force, can be
expressed by the equation

Erev =
flRT
zF

ln
aC

aD
. (6.44)

The activity of a salt as applied to Eq. (6.44) is traditionally expressed by the
molality of the dissolved ions in relation to their activity coefficient. More-
over, the relation is given in Eq. (6.32). However, this reversible potential
is not straightforwardly available. Each of the ions now can contribute with
work. If equal amounts of them are transported across the interface, then
there will be no net charge passing the potential free energy, and no work
is actually exchanged despite the potential free energy.

We now introduce transference numbers t–i of salt species i to our equa-
tions. In an aqueous solution, electro-neutrality is always obeyed. Electro-
neutrality means that charge between species in a defined volume is neutral
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and that the charge transported via this volume or across a surface is bal-
anced. That is, passing one coulomb, the sum of negative and positive
charge that passes must equal 1 C. For that reason, the sum of the trans-
ference numbers must equal unity in a solution containing monovalent ions
[8]. For instance, the consumption of one mole of Cl� to the right in a
system is compensated by the migration of one mole of Cl� to the right or
one mole of Na+ to the left or a combination of the two alternatives such
that electro-neutrality is obeyed, as described in the Eq. (6.45)

t+i + t�i = 1, (6.45)

where t+i and t�i are the transference numbers of component i.
When considering desalination of sea water or salinity gradient energy,

NaCl and water are often assumed to be the only components in the system.
This can serve as a good example forward.

As mentioned, if equal amounts of charge cross the liquid junction in-
terface, then no net work is available. It is the inequality between the two
transference numbers in the interface that allows us to extract parts of the
reversible potential. Such an inequality can be obtained by the use of mem-
branes that are selective to either anions or cations. In deriving the open
cell potential across a membrane or a liquid junction potential for that mat-
ter, consider therefore the cell of (6.46), where two aqueous solutions I and
II are separated by a membrane j:

NaClI ||j NaClII. (6.46)

Across a membrane j, cationic or anionic, the measured potential is equal
to the potential contribution from the anionic transport EAIT

j minus
the potential contribution from cationic transport ECIT

j . Because there
is a concentration difference between solutions I and II , we can derive
Eqs. (6.47)–(6.48). These equations represent the liquid junction potential.
When it comes to ion exchange membranes, these equations are named
the Donnan potential or the membrane potential [4]

EOCP
j = EAIT

j � ECIT
j = tCl�

j
flRT
zF

ln
aCl�I
aCl�II

� tNa+

j
flRT
zF

ln
aNa+

I

aNa+
II

(6.47)

=
	
tCl�
j � tNa+

j


 flRT
zF

ln
a1/2

NaClI

a1/2
NaClII

=
	
tCl�
j � tNa+

j


 flRT
zF

1
2

ln
aNaClI
aNaClII

.

(6.48)
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From electroneutrality, Eq. (6.45), we obtain the relations
	
tCl�
j � tNa+

j



=

	
1 � 2tNa+

j



=

	
2tCl�

j � 1



. (6.49)

These relations can be used when combining several membranes in a stack.

6.3.4.1 Multiple Liquid Junctions and the Repeating Cell Unit
In many instances and in particular when using electrochemistry for desali-
nation, mineral purification, and when getting energy out of water streams
as in salinity gradient energy, stacking membranes are important. We now
turn our attention to the thermodynamics and the electrochemistry of the
single repeating unit cell; see Eq. (6.50) and Fig. 6.4. That is, a stack of
membranes where the cationic exchange membranes (CEM) and anionic
exchange membranes (AEM) are repeated in an alternating manner can be
described by a repeated unit of one CEM and one AEM. Exemplifying
this with sodium chloride and water, this unit cell consists, from the left,
of a stream of concentrated NaCl solution, a cationic selective membrane,
a stream of dilute NaCl solution, and an anionic selective membrane, re-
spectively. The membranes here represent the liquid junctions with high
selectivity of either anions or cations. As an example, the concentrated and
diluted solutions here enter the cell as sea and river water, respectively. The
repeatable unit cell of Fig. 6.4 is described by a classic electrochemical cell
description by

. . . NaClC(aq) ||CM NaClD(aq) ||AM . . . . (6.50)

In the cell in Figs. 6.4 and 6.5, sea water is the source of the concen-
trated solution NaClC(aq), and river water is the source of the diluted solution
NaClD(aq). Note that the anode is always considered to be on the left side in
all cases regarding the RED systems described here.

For the RED unit and in the light of Eq. (6.48), when the membrane
j is cationic selective membrane (CM), solution I is the concentrated, and
when j is anionic selective membrane (AM), II is the concentration, re-
spectively. We can now derive the open circuit potential of the unit cell of
Fig. 6.4:

EOCP
unit =

1
2

�	
tNa+

AM � tCl�
AM



+

	
tCl�
CM � tNa+

CM


� flRT
zF

ln
aNaClC
aNaClD

, (6.51)

EOCP
unit =

1
2

	
�Cl�

AM + �Na+

CM


 flRT
zF

ln
aNaClC
aNaClD

= fl�
flRT
zF

ln
aNaClC
aNaClD

, (6.52)
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Figure 6.4 The RED unit cell consisting of (from the left) concentrated (NaCl) solution,
a cation selective membrane, a diluted (NaCl) solution, and an anion selective mem-
brane.

Figure 6.5 Sketch of a RED system [20]. The source of energy consists of two mem-
branes, a brackish water solution and a concentrated saline solution forming a unit cell.
These unit cells are stacked adjacent to each other to build up the cell potential. At each
ends the potential built up is harvested and converted into electricity by an applied
red/ox-couple, here exempli�ed by Fe(III)/Fe(II).

�Cl�
AM = 2 • tCl�

AM � 1, �Na+

CM = 2 • tNa+

CM � 1, and fl� =

�
�Cl�

AM + �Na+

CM
2

�

.

(6.53)

By inserting Eq. (6.45) into (6.51) we obtained the expression for the open
circuit potential, Eq. (6.52); �–

j is the ion selectivity of the membrane j
and is sometimes referred to as the perm selectivity [21] and relates to the
transference number as described in Eqs. (6.53).



Electrochemical Energy Storage 97

Note that the perm selectivity, transport number, and transference num-
ber are sometimes applied differently than here, so their original equations
must be considered. For the ion selectivity of, for example, sodium in
the cationic selective membrane, �Na+

CM , to be more than 95 percent, the
transference number must be above 0.975. A transference number of 0.9
corresponds to an ion selectivity of 80 percent, and so on. It is therefore
extremely important not to confound these numbers. As can be seen, when
the transference numbers of the two ions are equal, the available potential
is zero. In the absence of selectivity, that is, when the transference numbers
are equal to each other, the liquid junction potential, membrane potential,
or the Donnan potential becomes nil.

In other words, lowering the transference number leads to dissipation of
energy since salt is exchanged in addition to the loaded current. Therefore,
increasing the selectivity of the membranes is essential in order to build up
the potential of a RED stack. The transference number, and therefore the
ion selectivity, is a function of the mobility, temperature, and concentration
of charge carriers in the membrane. An ion selective membrane typically
contains a type of ions that are locked to the membrane polymer chains,
hence the signs in the membranes in the illustrations (Figs. 6.5 and 6.4).
The membrane achieves its selectivity because the oppositely charged ions
are mobile and able to carry the charge. Simultaneously to such loss in
selectivity, the resistance of the membrane decreases. The stack open circuit
potential OCP is given by the number of unit cells in the stack:

EOCP
stack = N

fl� flRT
zF

ln
aNaClC
aNaClD

, (6.54)

where N is the number of the pair of membranes in the stack, and fl� is the
average membrane selectivity.

Example 6.6: The Unit Cell Performance.
For a unit cell where the membranes are 100-µm thick and separated by 200-µm
thick spacers and the feed concentrations initially are 0.6 and 30 gNaCl/L, use the
given data to calculate:
a) The open circuit potential at �rst and when 5 and 10% of the potential salt

transfer is transferred across the membrane. (Note that only half the salt
will cross the membrane, as eventually the salt concentration is evenly dis-
trubuted on both sides.)
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b) The power density output as a function of the cross-sectional area at �rst and
when 5 and 10% of the potential salt transfer is transferred across the mem-
brane.

c) Calculate the fractional contribution to the unit cell internal resistance fRD
from the dilute compartment accordingly.

d) In case of an experimental approach where one wants to measure the maxi-
mum power output for ten unit cells in series and with a cross-sectional area
of 10 by 10 cm, what external load should be applied?

e) For processes as that exempli�ed here, the membrane is the major cost. Is the
cross-sectional area of the membrane stack the best parameter? If not, then
what area is then more relevant?

Relations between molal concentration m, mean ionic activity coef�cient 	– ,
and the electric conductivity � of NaCldiss at 298 K.

m
mol kg�1 0.01 0.05 0.1 0.2 0.3 0.4 0.5

	– 0.891a 0.775a 0.778b 0.735b 0.710b 0.693b 0.681b,d
�

S cm�1 0.0012b 0.0056b 0.0107b 0.210c 0.03c 0.04c 0.05c

a The ext. Debye–Hückel law [22]
b CRC—pp. D-169 [11]
c Extrapolated
d According to the ext. Debye–Hückel law, 	– is 0.471, thus underestimating aNaCldiss by the

factor 2.1

Membrane properties obtained in 0.5 m NaCl at 298 K [23].

Membrane
brand

Selectivity
/%

Resistance
/
 cm2

Thickness (wet)
/µm

Conductivity
/S cm�1

CMX 92.5 3.43 181 0.0053
KESD 88.3 0.95 87 0.0092

AMX 91.0 2.65 138 0.0052
AESD 92.6 4.22 82 0.0019

To solve the �rst three questions (a�c), we do as follows. Here, the performances are
also given for higher conversions, which can be done accordingly:

Pcell unit = EOCP
unit j �

�
0.02 cm

0.05 S cm�1 (C)
+

0.01
0.0046 (CM)

+
0.02

0.0012 (D)
+

0.01
0.0036 (AM)

�
j2, (6.55)

P0 %
c. u. = 0.341j � (0.40 + 2.17 + 16.67 + 2.80) j2

= 0.341j � 22 • j2, fRD = 0.76, (6.56)

P5 %
c. u. = 0.268j � 13.4j2, fRD = 0.60, (6.57)

P10 %
c. u. = 0.229j � 9.4j2, fRD = 0.43, (6.58)



Electrochemical Energy Storage 99

P20 %
c. u. = 0.139j � 7.6j2, fRD = 0.29, (6.59)

P40 %
c. u. = 0.091j � 6.6j2, fRD = 0.18. (6.60)

c) To answer this question, we need to �nd the total resistance of the stack in each
case of conversion. From Example 6.4 we know that the inner and outer resis-
tances must equal each other to meet the maximum power. The speci�c resis-
tance for a unit cell (as
 cm2) is given in Eqs. (6.55) through (6.57). The absolute
resistance divided by the cross-sectional area (10 cm2) gives the total resistances
accordingly: 0.22, 0.134, and0.094
. Because there is ten in the series, eachof the
internal resistances need to be multiplied by 10. The external resistances should
then be close to 2.2, 1.34, and 0.94 
 accordingly. Obtainable power curves are
shown in Fig. 6.6 for the di�erent conversions. We can see that the power in-
creases until around 10% of the salt is exchanged. In this range of conversion,
the ohmic resistances lower quite rapidly in the dilute compartment. Beyond this
point, the concentration di�erence lowers, and the drive potential lowers very
rapidly. In other words, the initial part of the process is limited by the ohmic re-
sistance in the dilute, and then the lowering in the drive potential becomes the
limiting factor.

d) Becausemembranes are themain cost for a RED system, it is the total membrane
area that is of interest rather than the cross-sectional one. For a stack of ten unit
cells, we need �rst tomultiply by the cross-sectional area andnext to divide by the
membrane area. Thus we obtain the following expression, where the factor two
stems from twomembranes (hence twice asmuchmembranes) per unit cell:

P = Pc. u.
Nunit cellsAcross section2

Across section
. (6.61)

6.4 ELECTRODE REACTION KINETICS

6.4.1 The Equilibrium Reaction Rate and Constant
Away from equilibrium, products are formed. At equilibrium, products are
formed as quickly as they are consumed. Thus, one way to define chemical
equilibrium is when products are formed as quickly as they react back to
the reactant forms. This rate is known as the equilibrium reaction rate r0.
For electrode processes, this is known as the equilibrium current I0 or equi-
librium current density j0.

The equilibrium constant is already defined by Eq. (6.15) for reaction
(6.11). Any reaction rate is given by a reaction rate constant k times the
product of the concentrations of the reactants. Thus, for the formation
reaction of Eq. (6.11) (the reaction forming AB2), the reaction rate is

rf = �kf [A][B]2. (6.62)
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Figure 6.6 Power densities of the unit cell at 298 K as predicted in Eqs. (6.55)�(6.60).

Accordingly, the back reaction rate rb is the consumption rate of the com-
ponent AB2 given as

rb = �kb[AB2]. (6.63)

Now, by definition we have equilibrium when the reaction rate is the
same in both directions, that is, rf = rb:

kf [A][B]2 = kb[AB2], (6.64)
[AB2]

[A][B]2
=

kf

kb
= K . (6.65)

We recognize Eq. (6.65) as an extended version of Eq. (6.15) and can
learn one more thing about the equilibrium constant:
The equilibrium constant is not only the ratio between the product and the reactants;
it is also the ratio between the formation and back reaction rate constants (kf /kb).

In terms of half-cell reactions, there is a formation reaction for the re-
duction reaction jc and for the oxidation reaction ja. According to reactions
of Eqs. (6.11), (6.19), and (6.18), the Nernst relation and the formation
reactions (6.18) and (6.19) can be written in a simplified way:

ja =
ka[A]

F
, (6.66)

jc =
kc[AB2]

2F
. (6.67)
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In general, the way to treat electrochemical calculations is to subtract
the cathode reaction from the anode reaction, and hence the net current
density becomes.

j = ja � jc. (6.68)

We see that at equilibrium, ja = jc . From the equilibrium reactions of (6.18)
and (6.19) we can still obtain the equilibrium constant K .

6.4.2 Butler�Volmer Overpotentials
Enough about equilibrium. When converting electric energy into chemical
energy, the process operates away from equilibrium, and the net current is
no longer zero. The current is then defined by Eq. (6.68). Consider the
reduction reaction of Eq. (6.18) (A2+ � A). At equilibrium when there is
no net current, the component A is formed as frequent as the specie A2+.
However, as a current is applied to the cell in such way that a net amount of
electrons are delivered to the electrode, the anodic current ja (consuming A)
becomes larger than the cathodic current jc (producing A). This means that
the anodic current is larger than the “natural” equilibrium current ja. This
increase in the current necessarily results in some sort of friction beyond
the ohmic potential, rj. In other words, there is a potential change due to
the friction of exchanging electrons faster than the equilibrium rate. This
also applies to the reaction if electrons are removed from the electrode, and
the cathodic current jc becomes larger than the anodic current ja. It is the
reaction overpotential �r for the electrode reaction that is evaluated in this
section, whether the reaction on the electrode is of a cathodic type with a
cathode overpotential �c or vice versa, that is, an anode overpotential �a.

To understand the nonequilibrium current, we must first introduce the
equilibrium current. This is actually already done in a simplified manner
in Eqs. (6.66) and (6.67). When it comes to electrode reactions, however,
there is a relation between the rate coefficients ki and the overpotential.
Continuing with the reaction of Eq. (6.18), electrode equilibrium currents
can be expressed by Eqs. (6.69) and (6.70) [16]. These are simplifications
explained in greater detail elsewhere [16]:

ja = j0 exp
�
(1 � �)zF

flRT
�a

�
, (6.69)

jc = j0 exp
�
�zF
flRT

�c

�
, (6.70)
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where j0 is the exchange current density, and � is the symmetry coefficient.
The exchange current density j0 is the equilibrium reaction rate as discussed
before. It is not only different for every reaction, it is also different for
every electrode material. Finding good catalysts for the electrode reactions
is equivalent with finding materials with high exchange current densities,
like, for example, platinum in hydrogen fuel cells. The symmetry coefficient
� expresses whether the electrode reaction is favored in one direction or
not. If the reaction is not favored in one direction relative to the other,
then this factor is equal to 0.5, and it usually is. Introducing Eqs. (6.69) and
(6.70) into Eq. (6.68), we obtain the Butler–Volmer equation

j = j0
�

exp
�
(1 � �)zF

flRT
�a

�
� exp

�
�zF
flRT

�c

��
. (6.71)

When electrons are delivered to an electrode, the anode reaction over-
potential becomes negative, and the cathode positive. When electrons are
removed from an electrode, the cathode reaction overpotential becomes
negative, and the anode positive. A common way to deal with this is to
define the reaction overpotential �r as the cathode overpotential �c equal to
the negative anode overpotential �a. That means that the sign convention
suggests that a positive reaction overpotential refers to a oxidation reaction
and a positive anode overpotential on the surface, and Eq. (6.71) becomes

j = j0
�

exp
�
(1 � �)zF

flRT
�r

�
� exp

�
�

�zF
flRT

�r

��
. (6.72)

Looking at Eq. (6.72), we can see that there are two contributions to
the reaction rate j. One is the product formation (anode or oxidation)
reaction, and the other is the reactant formation (cathode or reduction)
reaction. At small overpotential values �r , the reactant formation reaction
contributes significantly to limiting the overall current j, simply because the
equilibrium will take some of the product and turn this into reactants again.
As mentioned, this happens at small overpotential values �r , but looking at
Eq. (6.72), we can also see that once the reaction overpotential becomes
sufficiently large, the product reaction becomes relatively small and can be
neglected.

6.4.3 The Tafel Overpotential: An Approximation
The Butler–Volmer equation, Eq. (6.72), offers high precision at low net
current densities j, but it is not very convenient to deal with when doing
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engineering calculations because one will have to iterate the overpotential
due to the two exponential terms. Quite often in electrochemical engi-
neering problems, like e.g. electrolysis, fuel cells, and batteries, the current
density and overpotential are so large that the back reaction can be ne-
glected. For a large positive overpotential, Eq. (6.72) can be approximated
by or simplified to Eq. (6.73). This equation can be rearranged into the
Tafel overpotential equation, Eq. (6.75):

j = j0 exp
�
(1 � �)zF

flRT
�r

�
, (6.73)

�r =
flRT

(1 � �)zF
ln

j
j0

, (6.74)

�r = �
2.303 flRT
(1 � �)zF

log j0 +
2.303 flRT
(1 � �)zF

log j, (6.75)

�r = a + b log j. (6.76)

As can be seen, Eq. (6.76) is a linearized version that is much simpler to
work than with Eq. (6.72). Moreover, the coefficients a and b of Eq. (6.76)
are tabulated in many places, for example, Walsch [24].

Example 6.7: Reduction and Oxidation of Hydrogen on Platinum.
In this example, we compare the Butler�Volmer overpotential to the Tafel overpo-
tential. Let us �rst rewrite Eq. (6.71) in the Briggian rather than in natural form. We
consider � to be 0.5 and that for the hydrogen reaction, the charge equivalent per
mole z is 4 (this is related to this very speci�c reaction kinetics and should not be
used elsewhere):

j = j0

�

10
�

(1�0.5)•4•96485
2.303•8.314•298 �a

�

� 10
� �c

0.030
�
�

. (6.77)

We can now see that in this instance the Tafel slope is 30 mV (/per order of mag-
nitude), which is in agreement with, for example, [24]. According to this reference,
the exchange current density on platinum is 5 A m�2 .
a) Determine the current according to the given overpotentials for the Tafel be-

havior and the Butler�Volmer potentials.
b) When are each of the expressions most useful compared to the other?
Solutions:
a) This is best solved by tabulating and plotting. See Fig. 6.7. From the table below it

appears that the Tafel equation suggests too low overpotentials for a given cur-
rent density. The error is actually the opposite. The Tafel behavior suggests too
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Figure 6.7 Tafel and Butler�Volmer overpotentials as functions of the logarithm of the
ratio between the current density and the exchange current density according to Exam-
ple 6.7.

high currents at small overpotentials due to neglecting the equilibrium current
density back reaction.

j/Am�2 680 58 16 7 3 2 �3 �7 �16
�But.Vol./mV 64 32 16 8 4 2 �4 �8 �16
�Tafel/mV 64.0 31.9 14.8 3.5 � � � 3.5 14.8

b) For small currents, we need the Butler�Volmer relation for precision and to de-
termine the ocerpotential at all. For higher currents, the Tafel relation o�ers ade-
quate precision and is muchmore convenient.

6.4.4 Overpotentials for Competing Electrode Reactions
A common topic within the field of electrolysis relates to handling com-
peting reactions. Common examples for anode and cathode reactions are
chlorine/oxygen evolution on the anode and hydrogen evolution/metal
deposition for the cathode. The examples are many and diverse. In this sub-
section the main rules for an engineers to determine the relations between
the processes are laid out. In the analysis of multiple competing electrode
reactions, one normally applies the Tafel overpotential reaction kinetics,
Eq. (6.76).

When it comes to determining the reaction rates of two competing
electrode reactions, there are two rules that apply. These rules apply both
to anode reactions and cathode reactions. Also these rules are equally im-
portant.
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• The electrodes have uniform potential. This means that the sum of
the overpotential and the electrode half-cell reversible potential must be
the same for the competing reactions. This potential can be measured
using a reference electrode. In fact, this is the main reason why reference
electrodes are so important. Using a reference electrode, we can determine
the electrode potential. Knowing the electrode potential and the re-
versible half-cell electrode potential of each of the reactions allows for
each of the Tafel overpotentials to be calculated, simply by subtraction.
Having the Tafel kinetics parameters (coefficients a and b) for each of
the reactions, we can calculate the currents and current density of each
reaction. Thus we can obtain the total current to the electrode and sub-
sequently the current efficiencies for each of the competing electrode
reactions.

• The current is the same at both electrodes. This appears intuitive,
but is still important to remember. The current distribution between
several competing reactions cannot be found from this reaction rule.
The only factual outcome of this rule is that once one have figured the
total current on one electrode, the total current of the other electrode
is the same.
Applying these rules allows for several engineering problems to be

solved or exercised. One example is given in Example 6.8.

Example 6.8: The Zink Electrolysis.
Zink electrolysis is a major industrial process. In this process, zink sulphate (ZnSO4)
is dissolved in sulphuric acid (H2SO4). The overall reaction is as follows:

ZnSO4,(aq) + H2O(l) � Zn(s) +
1
2

O2,(g) + H2SO4,(aq).

The electrolyte contains 55 gZn/l and 180 gH2SO4/l. We will assume ideal solutions
and reaction temperature of 298 K. The applied cell potential is 3.6 V. The anode
reaction overpotential �a is 0.75 V, and the ohmic potential drop is 0.65 V. For the
hydrogen evolution, the exchange current density is 3.2 •10�7 A/m2 , and the Tafel
slope is 120 mV(/order of magnitude).
a) Which three electrode half-cell reactions will necessarily take place? Write

these on their reduction form along with the standard reversible potential.
b) What are the anode and cathode reversible electrode potentials?
c) What are the two cathode overpotentials?
d) What are the three current densities, given that the electrodes are of a parallel

plate design and a current ef�ciency of 95% (with respect to zinc)?
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Solutions:
a) The reactions are:

(I) Anode�oxidation: 2H+
(aq) +

1
2
O2,(g) + 2e� 	 H2O(l), E� = 1.23 V,

(II) Cathode�main red.: Zn2+
(aq) + SO2+

4,(aq) + 2e� � Zn(s) + SO2+
4,(aq),

E� = �0.76 V,

(III) Cathode�side reduct.: 2H+
(aq) + 2e� � H2,(g), E� = 0 V.

b) First, we need to determine the species concentrations. Next, we can calculate the
reversible potentials. Because sulphate contributes equally on each side of the
reaction arrow, the specie does not contribute to deviations from the standard
potential. The calculations are all done according to Eqs. (6.32)�(6.35).

Reaction E� Erev

Species Zn2+ H+ SO2�
4 (I) 1.23 1.25

Standard
concentrations

1 1 1 (II) �0.76 �0.763

Concentration 0.76 3.60 2.56 (III) 0 0.02

c) First, we need to determine the cell potential of the cathode:

Ecath = Ecell � Ean � rj � �an = 3.6 � 1.25 � 0.65 � 0.75 = 0.95 V.

Thenwe can determine the overpotential for each of the cathode reactions:

�H+/H2 = Ecat � Erev = �0.95 � 0.02 = �0.97 V,

�Zn2+/Zn = Ecat � Erev = �0.95 + 0.76 = �0.19 V.

d) The current I , the areaA, and the current density is the same for each of the elec-
trodes. Thus we can compare as follows:

janode = jcathode = jtot = jH/H2 + jZn2+/Zn = jO2�/O2 ,

jtot = fH/H2 jtot + fZn2+/Znjtot,

jtot = 0.05jtot + 0.95jtot.

From this we can �nd the total current density from the hydrogen Tafel overpo-
tential:

�H/H2 = �b log
� jH+/H2

j0

�
= �b log

�
0.05jtot

j0

�
,

jtot =
1

0.05
10

�
� �

b

�

j0 = 20 • 100.97/0.120 • 3.2 • 10�7 = 775 Am�2.
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PROBLEMS

Problem 6.1. Concentration and Density.
a) Given the single densities 
 of two pure liquid components A and B

and the mass and density of the mixture 
mix, show that

mA =

A
B


B � 
A

�
mmix


mix
�

mmix


B

�
.

b) Apply this expression to fulfill the following table for B being sulphuric
acid in water. The density of sulphuric acid is 1.8 kg/L, and for water
it is 1 kg/L. Consider 1 L of solution.


mix/kgL�1 1 1.1 1.2 1.3 1.4
mmix/kg
mH2SO4/kg

cH2SO4/molL�1

Problem 6.2. Defining Potentials.
a) How does the (Gibbs) free energy relate to the terms standard potential

E�, the reversible potential Erev, and the open circuit potential EOCP?
b) Define the cell potential and the power density for a spontaneous cell

as a function of cell resistance r, current density j, concentration po-
larization overpotential �c , and the anode Tafel overpotential given by
a, b, and log j.

Problem 6.3. Tafel Kinetics from Experiments.
Someone in a laboratory measured the hydrogen evolution current on a
new electrode. This is done by applying a current to the working electrode
and simultaneously measuring the potential difference to a silver chloride
reference potential. Then the current density on the working electrode was
calculated. These values are given as follows:

Nr. 1 2 3 4 5 6 7 8 9 10
E/VAgCl2 �0.20 �0.20 �0.21 �0.22 �0.25 �0.30 �0.39 �0.44 �0.56 �0.68
j/Acm�2 0.000 0.002 0.005 0.010 0.021 0.062 0.398 1.00 10.0 100

log j

a) Calculate the logarithmic values missing in the table.
b) Graphically, determine the Tafel kinetics: a, b, and j0.
c) Numerically, determine the Tafel kinetics: a, b, and j0
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SOLUTIONS

Solution to Problem 6.1. Concentration and Density.
a) Given the single densities 
 of two pure liquid components A and B

and the mass and density of the mixture 
mix, show that

mA =

A
B


B � 
A

�
mmix


mix
�

mmix


B

�
.

Solution. We have


mix =
mA + mB

VA + VB
=

mmix
mA

A

+ mB

B

=
mmix

mA

A

+ mmix

B

� mA

B

.

Rearranging gives

mtot


mix
=

mA


A
+

mtot


B
�

mA


B
,

mtot


mix
�

mtot


B
=

mA


A
�

mA


B
= mA


B � 
A


A
B
,

and finally

mA =

A
B


B � 
A

�
mtot


mix
�

mtot


B

�
.

b) Apply this expression to fulfill the following table for B being sulphuric
acid in water. The density of sulphuric acid is 1.8,and for water it is
1 kg/L. Consider 1 L of solution (so that the mass is equal to the
density).


mix/kgL�1 1 1.1 1.2 1.3 1.4
mmix/kg 1 1.1 1.2 1.3 1.4
mH2SO4/kg 0 0.23 0.45 0.68 0.90

cH2SO4/molL�1 0 2.3 4.6 6.9 9.2

Solution to Problem 6.2. Defining Potentials.
a) The standard (Gibbs) free energy �flgo is the negative product of the

equivalent charge z, the Faraday constant, and the standard poten-
tial Eo. The contribution from mixing change both into free energy
�g and reversible potential Erev. Sometimes there are other effects that
make the available energy deviate even further, like the lack of supreme
selectivity in the liquid junction potential. Thus the open circuit po-
tential EOCP is whatever potential we can measure from the cell.
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b) The cell potential is the potential available for work during a reaction
process, that is, when current is flowing. It is the work delivered to the
outside of the cell, and thus we must subtract for all the internal losses:

Ecell = Erev � rj � �c � (a + b • log j).

The power density thus becomes

Pcell = Erevj � rj2 � �c j � (a + b • log j)j.

Solution to Problem 6.3. Tafel Kinetics from Experiments.
a) This is a straightforward calculation. However, because we are going

to be interested in numerical determination of Tafel kinetics in c), we
add one extra line to the table:

Nr. 1 2 3 4 5 6 7 8 9 10
E/VAgCl2 �0.20 �0.20 �0.21 �0.22 �0.25 �0.30 �0.39 �0.44 �0.56 �0.68
j/Acm�2 0.000 0.002 0.005 0.010 0.021 0.062 0.398 1.00 10.0 100

log j – 2.81 �2.33 �2.02 �1.67 �1.21 �0.40 0.00 1.00 2.00

i–j 1–2 2–3 3–4 4–5 5–6 6–7 7–8 8–9 9–10
bi�j �0.07 �0.10 �0.12 �0.12 �0.12 �0.12

b) Graphically, we proceed as follows, following the figures from left to
right:

First, we plot the potential versus the logarithmic current density.
Next, we determine the open cell potential. Third, we draw the Tafel
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slope from the region where we have a linear E-log j behavior. Here
we can read the slope, the coefficient b. Finally, where the Tafel slope
crosses the open cell potential line, we read (by drawing a vertical
line toward the x-line) the logarithmic value of the exchange current
density and in turn calculate the current density. The coefficient a is
obtained from

a = �b log jo = �(�0.12) • (�2) = �24.

c) From the tabulated data we can see that the Tafel slope is indeed 0.12 V
per order of magnitude. We find this by calculating the Tafel slope
between each of the measured data points;

bi�j =
�i�jE

�i�j log j
�

9�10

�0.68 + 0.56
2 � 1

= �0.12.

Rewriting the Tafel equation, we get

a = ��b log j = (�0.68� (�0.20))� (�0.12 •2) = �0.48+24 = �0.24.

We can then calculate the exchange current density:

jo = 10� a
b = 10�0.24

�0.12 = 0.01 [Acm�2].

Remark: We can see that the graphical and numerical solutions give the
same results. The numerical is faster; however, the graphical one gives a
better overview and understanding of the method.



CHAPTER 7

Secondary Batteries
Batteries carry chemical energy that can be converted into electric energy
whenever needed. For long time, the most commonly used batteries where
disposable as primary batteries for consumer electronics. This is typically
recognized as AA or AAA alkaline batteries, which can be bought in almost
any store and are bought most frequently. However, rechargeable batteries
seem to have become the most frequently used now. Consider your laptop,
iPad (or equivalent), or your cellular phone and how much you use this
compared to disposable batteries. They last for years although they are so
frequently used and recharged.

Disposable batteries are called primary batteries in the battery terminology.
Rechargeable batteries are called secondary batteries in the battery termi-
nology. Batteries can be made from almost any type of substances as long
as electrons are exchanged between a chemical substance and an electrical
conductor. Because this book is about storing energy, it considers only sec-
ondary batteries. The premises for a battery is that the chemical substance
must change its oxidation number and there must be two substances where
one increases its oxidation number, and the other has its oxidation number
decreased.

In this chapter, we introduce the most important portable secondary
batteries. Different battery types are compared in terms of specific energy
and power. We also explain why batteries have a limitation in range. Much
of the basic electrochemistry and the lead acid battery aspects are already
explained in Chapter 6, and ths treated lightly in this chapter.

At the end of this chapter, we look briefly at secondary flow batter-
ies. This is an emerging group of batteries, where the chemical energy is
stored in tanks outside the battery reactor. Because flow batteries are like
rechargeable fuel cells, this also presents a good transition to the next chap-
ter.

7.1 BATTERY TERMINOLOGY

Secondary batteries are charged and discharged. To avoid confusion, the
battery technologists therefore have decided to always refer to a battery
when it is discharging.
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A battery anode is the oxidation reaction during discharge and the
reduction reaction during charging. It is termed the negative electrode.
During discharging, the reacting element of an anode has its oxidation
number increased. During charging, the reacting element has its oxidation
number decreased.

A battery cathode is the reduction reaction whilst discharging and oxi-
dation reaction during charging. It is termed the positive electrode. During
discharge, the reacting element has its oxidation number reduced. Dur-
ing charging, the reacting element of the battery cathode has its oxidation
number increased.

It takes current and some time to charge a battery. Those developing
new materials report charging capacity as current per mass of actual elec-
trode material. Because there are different amounts of electrode material
on the anode and cathode, the denominating dimension could well be the
current per cross-section, the current density. The denominating term for
charging current is however the C-rate: 1C refers to a charging time of one
hour from 0% state of charge (SoC) to 100% SoC, which is a full cycle. 2C
refers to half an hour charging of a full cycle. Charging a battery from,
for example, 30% SoC to 80% SoC (50% change in SoC) in 15 minutes
is also a C-rate of 2. Thus it is leveled. Charging a full cycle in 2 hours is
the C-rate C/2. Discharging gets a minus in front. The SoC refers to the
maximally possible amount of charge that is shifted between the electrodes.
Another term often used is the depth of discharge DoD. These terms both
refer to charging window, and their sum equals unity or 100%, that is,
SoC = 100% � DoD.

Moreover, batteries loose capacity as they age. Therefore the term state
of health (SoH) is introduced. SoH refers to how much charge in coulombs
is available for use in the battery at a given C-rate relative to a new battery
[25]. That is, an old battery is likely to have a lower SoH at a high C-rate
compared to a low C-rate [26]. In particular, for Li-ion secondary batteries,
some of the Li ions are fully or partially immobilized during ageing. When
some Li ions are becoming very slow, they are inaccessible at higher current
rates. In turn, this means that a battery will have lower SoH when consid-
ered for higher currents. This means that a battery that has been used has a
lower measurable SoH at, for example, 4C compared to 1C. Thus SoH is
a property that must be considered carefully for every case.

The electrodes are kept apart by a separator, which in many cases can
be a spacer or more like a membrane. A separator is a porous physical
barrier for the electrodes to come in direct contact with each other. The
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electrodes are typically added onto a current collector, which is a metal film
or equivalent fit for different electrode types.

In Li-ion batteries, the anode is porous and the particles constituting
the porous electrode form a special interfacial layer between the electrode
particles and the electrolyte, solid–electrolyte interface (SEI). This layer
is needed for the lithium ions to enter the carbon, being converted into
lithium metal and then parked in the carbon structure [27]. The SEI is a
layer around the anode particles that is formed during the first cycle of the
battery. In addition to being needed, this layer continues to grow and will
in time impede the performance of the battery [27].

The geometry of a battery van also be varied. A button cell is a single
cell inside a disk-shaped container with a lid and is the smallest type of
battery. Cylindrical cells consists of a very long rectangular battery that is
rolled up and put into a cylindrical container with a cap. A pouch cell
consists of several battery layers that are stacked inside a plastic bag (like
vacuum packed coffee beans). Prismatic cells are like the pouch cells except
in a rigid metal container. Some examples for Li-ion batteries are pictured
in Fig. 7.6, p. 130.

Since secondary batteries can be recharged and accumulate energy, they
are sometimes also referred to as electrochemical accumulators. A superca-
pacitor also is an electrochemical accumulator, however, not a battery.

7.2 RED-OX CELLS AND OXIDATION NUMBER

Change in oxidation number is the first key of knowledge in understanding
batteries, as indicated in the former section. Therefore a set of ranking rules
comes in handy. These can be best seen from the periodic table of elements.
Some important facts about oxidation numbers should be established before
the rules of determining the oxidation themselves. Both these facts and the
ranking set of rules are given in Table 7.1. Some examples of these rules
applied are given in Example 7.1.

The ranking rules for determining oxidation numbers given in Table 7.1
will give the oxidation number of most relevant elements for batteries
and certainly for those treated in this book. Some elements are of course
more difficult, especially when looking at some of the most modern Li-
ion secondary batteries. Determining the correct oxidation number can be
challenging. This is therefore treated specifically in Section 7.7.

The ultimate part of the ranking rules of oxidation number is that a rule
of a lower number outranks any rule of a higher number. A classic example
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Table 7.1 Oxidation number fact sheet and ranking rules
Oxidation number facts

� Every element has an oxidation number.
� For batteries, the change in oxidation number defines the electrode type.
� Oxidation numbers are written with Roman numbers after the charge sign.
� For batteries, the reaction must be separable into two half-cell reactions.
� For batteries, the half-cell reactions must exchange ions and electrons.

Oxidation number ranking rules. Lower numbered rule outrank higher
numbered ones

1 The oxidation number of any pure element is always 0.
2 The oxidation number of hydrogen is always plus one +I .
3 The oxidation numbers of alkaline elements are always +I .
4 The oxidation numbers of earth alkaline elements are always +II .
5 The oxidation numbers of halogen elements are always �I .
6 The charge of the compound or ion determines the remaining oxidation

number.
7 The oxidation number of oxygen is always �II .
8 Nondiscrete oxidation numbers are expressed with fractal Roman numbers.
9 Elements to the right and above in the periodic table of elements will win

negative charge, for example, K gives electrons to Na, Na gives electrons to
Al, and Cl gives electrons to F.

of this is hydrogen peroxide (H2O2); see Example 7.1b. In this instance,
neither hydrogen nor oxygen is in their elemental form, and rule one is no
longer applicable. Thus rule 2 comes into act and determines the oxidation
number of hydrogen; regardless of anything else, the oxidation number for
this compound must be +I . The next relevant rule of the ranking rules is
rule 6. Since there are two hydrogen molecules, each with an oxidation
number 2, the total oxidation number of oxygen is then 2, and each of
the two oxygen numbers then becomes �I . From rule 7 we can see that
oxygen usually has �II as an oxidation number. Thus, when using rules
lower than rule 6, oxygen always has the oxidation number of �II , and
the other elements will deviate according to rule 6 in order to balance the
charge as described by rule 6.

Example 7.1: Determination of Oxidation Numbers.
Determine the oxidation number of the elements in the following compounds:
a) H2, O2, and Li.
b) H2O, H2O2, OH�, and H2O.
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c) Pb, PbO2, and PbSO4.
d) LiCoO2 and Li1/2CoO2.
Solutions:
a) Rule 1 gives the oxidation number of all these elements: H02, O

0
2, and Li

0.
b) Rules 2and6give H+I

2 O�II ,whichalsode�nes rule 7. Rules 2and6give H+I
2 O�I .

Rules 2 and 6 give (O�IIH+I )�.
c) Rule 1 gives Pb0. Rule 7 gives the oxidation number of oxygen, and to balance

the oxidation number of lead, it must be +IV ; Pb+IVO�II
2 . Looking up for the

sulphonate ion (in SI chemical data or Wikipedia) tells us that the ion charge is
�2; SO2�

4 . Thus the oxidation number of lead needed to balance this into a neu-
tral compound is +2. The oxidation number of oxygen in turn is given by rule 7.
Sulphur in turn is determined by the ion charge, rule 6; Pb+IIS+VI O�II

4 . We see
that lead has oxidation numbers of 0,+II , and+IV . This is the advantage of the
lead acid battery; see Section 7.6.1.

d) The oxidation numbers of lithium and oxygen are given as+I and�II by rules 3
and 7, respectively. Cobalt thus holds the remaining three positive charges by
rule 6; Li+ICo+IIIO+II

2 . Likewise to the previous example, lithium and oxygen
have oxidation numbers of+I and�II , but when balancing using rules 6 and 8,
cobalt now has an oxidation number of +VII

2 (7/2 = 3.5); Li+I
1/2Co

+ VII
II O�II

II .
This example illustrates how cobalt contributes in a Li-ion battery by partly
changing its oxidation number.

7.3 CHARGING AND DISCHARGE POWER AND EFFICIENCY

When discharging a battery, the available potential is the reversible or open
cell potential minus the irreversible potential losses inside the battery. When
charging the battery, the required voltage is the open or reversible cell
potential plus the irreversible potential losses inside the battery. This is sum-
marized in Eqs. (7.1) to (7.2). The irreversible potential losses relevant for
batteries are explained in Table 7.2. The theory and nature of them are also
explained and outlined in Chapter 6.

ECell
Disch. = Erev � rj � �Tafel � �Conc., (7.1)

ECell
Charging = Erev + rj + �Tafel + �Conc.. (7.2)

The reversible potential is different from the standard potential. The
difference relates to the concentration deviating from the standard con-
centration or standard pressure; see page 88. If intense current densities are
involved in the reaction, then the reacting species will temporarily accumu-
late or deplete near the active surface, and it can appear as if the reversible
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Table 7.2 Irreversible potential losses in batteries and their nature and behavior

rj = �
� j Friction of transferring charge through the battery regions,

e.g. current collectors, electrode materials, electrolyte; p. 83
�Conc. Friction of component diffusion near the electrode surface;

p. 91
�Tafel = a + b log j Friction of electron transfer to and from reacting

compound and specie; p. 103

potential is changed. The reversible potential refers to an equilibrium situ-
ation, and this concentration effect is thus regarded as an overpotential of
the reaction; see page 91 and Fig. 6.3 (p. 92). When the battery is charged,
the battery contains much more reactants than the product components,
and therefore the reversible potential is increased at higher SoC.

The Tafel over-potential �Tafel is an approximation that suits well for
battery engineering problems. Its origin and deriving is explained in detail
on pages 99–103, and here we only use the final equation as in Table 7.2.

The power from a discharging battery or needed to charge a battery
is simply the cell potential times the current density. The efficiency is the
cell potential relative to the reversible potential. Relating the energy to
the potential is perhaps not so obvious, but can be shown quickly as in
Eqs. (7.3) and (7.4). The overall efficiency is the product of the charging
and discharging efficiencies (see Eq. (7.5)).

�Disch. =
Energy out

Energy stored
=

P�t
P�t

=
ECell

Disch.

ERev , (7.3)

�Chrg. =
Energy stored

Energy in
=

P�t
P�t

=
ERev

ECell
Chrg.

, (7.4)

�Disch./Chrg. = �Disch.�Chrg. =
ECell

Disch.

ERev
ERev

ECell
Disch.

=
ECell

Disch.

ECell
Disch.

. (7.5)

7.4 BATTERY CAPACITY

The primary factors that can be said to determine a battery capacity are
energy density and power density. Second, one must also account for energy
efficiency, life cycle tolerance, SoC operational window, and temperature
range tolerance. A brief overview of capacity factors is given in Table 7.3.
These factors are indicators rather than absolute values. Also, the time frame
relevant for the different technologies is indicated.
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Table 7.3 Some important metric ranges for battery capacity for various well-
known battery chemistries [28�30]
Capacity factor � Lead Acid NiCd NiMeH ZEBRA Li-ion
Energy/Wh kg�1 20–40 40–60 50–70 100–150 150–250
Power/W kg�1 5–200 10–150 10–100 150–250 100–500
Cycles/1000 1–5 1–3 1–3 1–2 1–20
Energy Eff./% 60–90 80 80 90 90–98
T-range/�C �10–50 �20–45 �20–45 90–250 �20–50
OCV/V 2.05 1.2 1.6 2.6 3–4
SoC window/% 0–100 0–100 0–100 20–90
Relev. time frame 1940– 92-02 98-05 95-09 2005–

Among the primary capacity factors, the two first are the most obvious.
For portability, as weight matters, only the volume and hence volumetric
energy density are included here. When considering power versus energy,
energy is usually the limiting factor, and thus a battery package usually offers
sufficient power. When looking at the lower row in Table 7.3, we can see
that batteries have evolved into having higher energy density rather than
power. In fact, a lead acid battery offers power density similar to a modern
lithium ion (Li-ion) battery, whereas the energy density has increased by
one order of magnitude.

The number of charging cycles that a battery can undergo, before irre-
versibly loosing so much capacity that it is scrapped, is important for most
commercial applications and is something one pays for. That is, cheaper
batteries are often of older technology, whereas long-lasting batteries are
more recently developed, and the users in need of more cycles pay for the
more sophisticated and recent technology. For a system utilizing the entire
capacity window on a daily basis, this might well be worth it. In other in-
stances, it might not; for example, say, one buys a car that can drive 500 km,
but on average, one never drives more than 100 km a day. This means that
one uses only 0.2 weighed cycles every day. A battery offering 1500 cycles
thus offers 7500 days of driving, which is equivalent to 20 years of driving.
Long before 20 years, most cars have deteriorated by corrosion, and other
types of wear and the more expensive batteries may not be of interest.

Energy efficiency is better in more modern batteries mainly for two rea-
sons. The first is intrinsically related to the energy density increase. When
batteries have developed from power accumulators (lead acid batteries) into
energy accumulators like Li-ion batteries, one draws less fraction of the en-
ergy at the time, and the current density is lower and closer to the open
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cell voltage than to the voltage of the maximum power; see Fig. 6.2, p. 86.
Another way of seeing this, is that a current induce some ohmic loss. The
ohmic loss relative to the reversible potential defines the efficincy. When
the reversible potential (related to specific energy) increases, the efficincy
increases too. The other factor that improves efficiency relates to the geo-
metric design of the batteries. Whereas the distance between the electrodes
in a lead acid battery is a few millimeters, the distance between the elec-
trodes in the more modern batteries is as small as 20 micrometers, two
orders of magnitude lower. This also improves the battery efficiency.

The SoC window is advised to be limited to between 20 and 90 per-
cent for Li-ion battery as a common practice [31]. This relates to ageing
factors. Utilizing only 70% of the available energy obviously lowers the
capacity of the battery. Improving this window of tolerance is thus an obvi-
ous route for capacity improvement. The capability to perform in extreme
temperatures is also an indication of high capacity. Most electrochemi-
cal accumulators with organic electrolytes (Li-ion and supercapacitors) are
known to reduce their expected life time by a factor of two for every in-
crease in operation temperature by 10�C [32]. All batteries have extremely
high ohmic resistance at low temperatures because of the conductivity tem-
perature exponential relation; see (6.26), p. 84. Thus, high-temperature
operation irreversibly lowers life time expectancy (number of cycles), and
low-temperature operation reversibly lowers the efficiency (momentary en-
ergy and power density). Thus temperature operation range is a capacity
indicator.

7.5 BATTERY FOOTPRINT

Applying a battery has especially two significant footprints that are of-
ten discussed publicly, weight and environmental emissions. In reviewing
evaluations of these two topics, consider that simplifications are always
made and that these must be reasonable and representative simplifications.
Also, recall that, in the public debate, batteries meet conservative and bi-
ased opinions. For example, such biased oppinions can relate to why the
internal combustion engine is superior to batteries, the resources, and en-
ergy required to make new batteries for the first time, why hydrogen
can drive longer, etc. When following these debates, one must remem-
ber that energy storage is about the right technology, for the right purpose,
at the right time, and at the right place. Looking at the Ragone chart
in Fig. 1.2 (p. 9), it is pretty clear that a jet engine of a Boeing 777
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is almost 100 times better in terms of energy and power density than a
Li-ion battery and that therefore batteries are not fit for airliners propul-
sion.

7.5.1 Accumulated Weight
Most of the first electric vehicles that have met the public market are short-
range cars and city buses. There are good reasons for this. Small-range cars
and slow-paste buses need and carry small batteries. When a vehicle goes
fast, the air friction becomes substantial, and it is not feasible for a bus to
take sufficient amount of batteries along. When, for example, a car travels
fast, it needs batteries to carry batteries, and the weight increases exponen-
tially with driving range. Let us review a simple model for battery weight
requirement.

For any vehicle driving about, the energy need per km can be explained
by Eq. (7.6). This varies with the driving cycle [33] and several factors
therein. A large heavy vehicle driving fast in the snow needs more energy
to drive a kilometer than a slow driving small and light vehicle on a dry
road. The energy usage or consumption is a function of the frictions (rolling
and air drag) at the given driving speed plus the energy need to compensate
acceleration and deceleration and auxiliary electric devices the car has in
operation (air conditioning and heat pump unit is by far the most significant
one).

Energy consumption = fRolling + fair + EAccel./decel. losses + Eaux comp.,
dEdrive

dx
= a • (mvehicle + mbatt + mbatt support) + b • Cd • Aveh. + c + d, (7.6)

where Edrive is the energy need to drive the vehicle, x is the driving distance,
a is some vehicle-specific empirical coefficient, mvehicle is the vehicle mass
with almost zero battery on board, mbatt is the amount of battery on board
the vehicle, mbatt support is the added mass to the vehicle due to the needed
battery mass (e.g., structural support), b is the speed factor for the air fric-
tion depending on the drag coefficient Cd and the vehicle cross-sectional
area Aveh., c is the loss for accelerating and decelerating the vehicle, and d
is the energy requirement for auxiliary components like air conditioning,
lighting, electronics, etc.

In the simplification of Eq. (7.6), we neglect the energy lost by acceler-
ation and braking deceleration c, the auxiliary components d, and also the
one of added vehicle mass to support the battery weight, mbatt support. For
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Figure 7.1 Extreme discharge and regenerating braking in Norway. The picture shows
the path way from the ocean in Geiranger and 1500 meter up to Dalsnibba. The graph
shows the energy per distance need for a bus with (�) and without (+) air conditioning
and the uphill energy requirement (blue (dark gray in print versions) diamond), downhill
regeneration (yellow (light gray in print versions) diamond), and averaged need (green
(mid gray in print versions) diamond) [34].

moderate velocities, this is illustrated and validated in Fig. 7.1. Neglect-
ing the regeneration term c is justified by comparing the distance-specific
energy need of a bus driving in a practically flat urban area (near Ot-
tawa, Canada) and probably the most extreme example Norway can offer
(Geiranger–Dalsnibba) with an inclination of around 7%. This means that
the regeneration is independent of velocity and terrain and can be neglected
in this analysis. Neglecting the auxiliary term d is justified by reviewing the
energy need for air conditioning becoming vanishingly small when driving
faster than 20 km/h. The battery support term mbatt support is for simplicity
removed from the expression and accounted for in the battery weight term
mbatt. Equation (7.6) is then divided by the battery specific energy ebatt on
each side and simplifies into Eq. (7.7).

dEdrive

dx
1

ebatt
= (a • (mvehicle + mbatt) + b • Cd • Aveh.)/ebatt,

dEdrive

dx
dmbatt

dEbatt
= (a • (mvehicle + mbatt) + b • Cd • Aveh.)/ebatt,

dmbatt

dx
= Ambatt + B, (7.7)

where A =
a

ebatt
and B = Amvehicle +

b • Cd • Aveh.

ebatt
.

Equation (7.7) is a first-order linear equation that can be reduced to
Eq. (7.8), and using zero battery mass for driving distance of zero km as
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Figure 7.2 Battery footprint in a vehicle: Weight and driving distance.

a boundary condition we obtain Eq. (7.9):

mbatt(x) = C exp(Ax) �
B
A

=
B
A

(C exp[Ax] � 1) , (7.8)

mbatt(x) =
�

mvehicle +
b
a

• Cd • Aveh.

� �
exp

�a
e
x
�
� 1

�
. (7.9)

A vehicle mass with 2–4 passengers, mvehicle, is typically 1200–1700 kg for
regular cars (up to minivans, and the air resistance constant Cd •A is of order
0.60–0.71 m2 [35]. The rolling friction weight-dependent constant a can be
fit and is of less importance once the driving speed becomes large. On the
contrary, the energy density ebatt and the air resistance velocity-dependent
coefficient b are of great importance for high-speed and long-range driving.
The air resistance velocity function b is close to the square of the velocity.
The energy density ebatt is included in the exponential term as a technology
variable.

Fig. 7.2 compares electrochemical storage technologies to the driving
range using Eq. (7.9), and the applied parameters are listed to the right
of the graphical overview. Reviewing the literature, we can find several
well-recognized studies that report on vehicle mass using sophisticated
models for certain standardized drive cycles; see, for example, [31] and
[35]. Here, the idea is to demonstrate that we can develop a simple model
for a vehicle driving at a constant speed and long range. Because of brak-
ing regeneration benefits at low speed and the quadratic dependency of the
coefficient b, high-speed driving is much more energy demanding. More-
over, at high range, mass accumulates exponentially, and carrying energy
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becomes more demanding. The problem is thus simplified into covering
only the two most energy and mass demanding factors. This leaves us with
a simple and valid model. In Fig. 7.2, the parameter of rolling friction
weight dependency, a, and the air resistance velocity parameter were fit
to Fig. 6 in [31]. With the electrical drive train included in the vehicle
“energy-less” base mass, the battery mass adds exponentially from zero. In-
cluding the fuel cell in the figure required adding a fuel cell system and
tank of 130 kg [36] to the base mass. From a weight point of view, we
can now see that, for vehicles with a drive range of more than around
150 km, it becomes meaningless to use lead acid or NiMeH batteries. In
fact, this range is close to the break even point between a fuel cell sys-
tem and Li-ion batteries too. The advantage of Li-ion batteries for this
range and beyond is the existing infrastructure of electric charging and
the battery energy efficiency. There is a limit to how much a car with
two passengers can weigh before there is no room for extra passengers and
luggage. This is often argued, for certificate and license classification rea-
sons, to be around 2200 kg. According to Fig. 7.2, a driving range of 450
km (300 miles) thus predicts the weight of the vehicle to be this weight,
some 800 kg more than the fuel cell alternative. It was therefore against
the reasonable weight argument that the Tesla with this driving range was
introduced to the market as the 300 mile driving range car. Today, batter-
ies outcompete fuel cells not because of weight, but because of fueling
(charging) infrastructure and price. Once the hydrogen infrastructure is
in place and the cost goes down, the weight arguments will favor fuel
cells.

Example 7.2: How Far Can a Battery Take Itself?
Consider that a battery needs a simple vehicle and drive train of 100 kg (for now,
regardless of battery weight). Use the numbers of Fig. 7.2 and Eq. (7.9) to evaluate
if a battery can go forever!

Tip: Plot the mass as a function of the logarithm of the drive length.
Solution:
Equation (7.9) now becomes

mbatt = 100
�

exp
�

0.25
e

x
	

� 1
�

[kg] and mF.C. = 230
�

exp
�

0.25
e

x
	

� 1
�

[kg].
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Figure 7.3 Technology relative greenhouse footprint. Life cycle greenhouse gas emis-
sions for different propulsion technologies in a sedan considering some 200 000 km life
time expectancy relative to a diesel ICE (at 100%). Values from [37].

In this example we can see that any energy storage mediumwith conversion technol-
ogy can only take itself so far before an extra tonne is nedded for the extra km. An
interesting fact is that despite three times the energy density, a Li-ion battery can only
go twice the distance of a NiMeH battery. This shows how non-linear (non-straight-
forward) these analyses are.

7.5.2 Environmental Footprint
Another common argument against new technologies relates to extraction
of minerals and emission of production. Generally, it is difficult to compare
technologies, and depending on how the arguments are put together, one
can argue anything. However, one study done by a major car manufacturer
concludes that, with the exception of acidification of the environment dur-
ing mineral extraction, battery electric vehicle has a better environmental
footprint than vehicles based on use of internal combustion engine (ICE)
[37]. The study evaluates a typical sedan with almost 100 HP engine and
a 200 000 km life range. The study looks at several different environmen-
tal aspects, but possibly the most interesting one relates to greenhouse gas
footprint, which is reproduced here in Fig. 7.3. In the study, the Diesel
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ICE technology serves as the references case, and the numbers included are
based on a European electricity mix constituting of 45% coal power, which
in 2012 was lowered to 37% and in continuous declination.

Fig. 7.3 shows that with the exception of making new batteries, BEVs
have lower carbon footprint than conventional ICE vehicles. It also points
at a more primary challenge; making electricity production renewable. As
batteries come to take over a reasonable market share, manufacturing will
be based more on recycling, and production emissions will lower. Another
interesting observation that can be made is the difference between diesel
Well to Tank (WtT) and gasoline WtT. Because a gasoline car has lower
efficiency and requires more fuel in the Tank to Wheel (TtW) step, the
WtT footprint increases also, simply as an upstream consumption propaga-
tion related to the downstream consumption. Regardless, addressing lower
emissions in battery production and in the electricity supply must therefore
continue as the focus for a society where greenhouse emissions are of no
concern.

7.6 BATTERY CHEMISTRY

As already pointed, there are many different battery technologies. Different
chemistries have different capacities. Although many of these technologies
are already outdated, a brief introduction to the principle chemical reac-
tions is convenient for engineers to be aware of.

7.6.1 Lead Acid Battery
The lead acid battery is traditionally the most commonly used battery for
storing energy. It is already described extensively in Chapter 6 via the ex-
amples therein and briefly repeated here.

Lead acid battery discharge reactions Eo/V
Anode Pb(s) + H2SO4,(aq) � PbSO4,(s) + 2H+ + 2e� 1.69
Cathode PbO2,(s) + H2SO4,(aq) + 2H+ + 2e� � PbSO4,(s) + 2H2O(l) 0.36

Total Pb(s) + PbO2,(s) + H2SO4,(aq) � 2PbSO4,(s) + 2H2O(l) 2.05

A lead acid battery has current collectors consisting of lead. The anode
consists only of this, whereas the anode needs to have a layer of lead oxide,
PbO2. The electrodes are typically planar, and the gap between them is
filled with sulphuric acid and a separator or a sulphuric acid in a gel. The
separator can be a porous polymer or a woven nonconducting mesh.
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One advantage of this battery is that the key component, lead (Pb), is
always in a solid state. Thus the lead will only to a very low degree be
lost. The disadvantage of the battery is that lead is heavy, and although the
battery offers a reasonable power density, the energy density is not at all
very high. Thus this battery serves as power accumulator rather than an
energy accumulator. Start-up batteries are thus a good application area as
one wants power rather than energy. UPS systems for electric grid support
too. Stationary, that is, nonmobile, applications are another branch where
the lead acid has a good market share. Lead acid is still a fairly inexpensive
battery technology.

7.6.2 NiCd Batteries
The nickel cadmium, NiCd, battery was invented at the end of the 19th
century. With an energy density twice of the lead acid battery, it was the
first battery technology that made sense to put into portable electronics,
like, for example, the first generations of laptops, drilling tools, and cellular
telephones. The reactions are less straightforward than in a lead acid battery,
especially, that of the cathode where the oxidation number of nickel is
reduced from +III to +II.

NiCd battery discharge reactions Eo/V
Anode Cd + 2OH�

aq � Cd(OH)2,s + 2e� 0.4
Cathode 2NiO(OH) + 2H2Ol + 2e� � 2Ni(OH)2,s + 2OH�

aq 0.8

Total Cd + 2NiO(OH) + 2H2Ol � 2Ni(OH)2,s + Cd(OH)2,s 1.2

On the anode current collector, the cadmium is placed, and on the
cathode, current collector is covered with nickel (III) oxide hydroxide. The
region between the electrodes is filled with potassium hydroxide, KOH,
either as a liquid or as a gel. The batteries are typically made as cylindri-
cal cells. In the 1990s, we could buy these batteries in stores and replace
them in a cell phone. Due to the relatively low energy density, keeping a
spare set with you and replacing when on travel was considered an advan-
tage.

The cathode process consists of reducing nickel. Looking at the oxida-
tion number of nickel in the reactant form, there is two oxygen (�IV) and
one hydrogen (+I) leaving nickel with an oxidation number of +III. In the
cathode product form, nickel is associated with two hydroxide ions (�II),
and nickel is left with an oxidation number of +II. Thus the oxidation
number of nickel is reduced from +III to +II.
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The NiCd battery is used very little today because batteries with higher
energy densities are developed for a lower price. Additionally, cadmium
represents hazards to biological systems, being a heavy metal, and is there-
fore unwanted.

7.6.3 NiMeH Batteries
An improvement of the NiCd battery is the nickel metal hydride battery.
In this battery, the cadmium electrode is replaced with a hydrogen reaction,
and the hydrogen is stored inside a metal electrode. The hydrogen is stored
interstitially as atoms between larger atoms of a metal, thus forming a metal
hydride. The metal can consist of several types of metal alloys, though it is
hydrogen that undergoes the oxidation reaction during discharge. Writing
MeH is an exception from the oxidation rules in that hydrogen and the
metal has oxidation numbers of zero. Hydrogen, H2,(g), is dissolved in the
solid metal and forms the metal hydride.

NiMeH battery discharge reactions Eo/V
Anode MeHs + OH�

aq � Mes + H2Ol + e� 0.8
Cathode NiO(OH) + H2Ol + e� � Ni(OH)2,s + OH�

aq 0.8

Total MeHs + 2NiO(OH) � Me + 2Ni(OH)2,s 1.6

The NiMeH battery has the metal hydride attached to its anode and the
nickel oxide hydride to its cathode. The electrolyte consists of potassium
hydroxide, typically in an aqueous gel. The battery can be cylindrical or a
prismatic one depending on what is more suitable for the application.

The NiMeH battery was widely used in portable electrodes for almost a
decade, late 1990s to around 2005. The battery is perhaps best remembered
for its charge memory effect. This effect meant that if the battery would not
undergo a complete discharge, then one would loose capacity in the sense
that less coulombs were available. Therefore most electronics came with
charging software that would completely discharge the battery and then
fully recharge while one was asleep or doing something else.

Because the NiMeH battery was so competitive in terms of energy den-
sity, it has become extremely well understood and is thus well adopted by
the industry. When considering driving ranges around 10 km, a NiMeH
battery competes with a Li-ion battery. This is so even up to a driving
range of 50 km if considering the results in Fig. 7.2. Old technology is
usually cheaper than novel ones. Sometimes more importantly, the estab-
lished technology is better trusted than novel ones. When Toyota launched
the Miruai, their fuel cell hybrid vehicle, the battery back remained the
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established NiMeH one, which is still used in the Prius, their ICE hybrid
vehicle.

7.6.4 ZEBRA Batteries
The ZEBRA battery is the least commonly known battery among the bat-
teries discussed in this book. This is probably because it only operates at
high temperatures (sodium melts at 90�C), although the battery is usually
operated at much higher temperatures [28,38]. This means that the battery
needs to be kept warm when not in use or reheated if left unused for longer
periods. ZEBRA as an acronym stands for Zeolite Battery Research Africa.

ZEBRA battery discharge reaction (at 25�C) Eo/V
Anode Nal � Na+

l + e� 2.71
Cathode NiCl2,l + 2Na+

l + 2e� � Ni + 2NaCll �0.24

Total NiCl2,l + 2Nal � Ni + 2NaCll 2.47

ZEBRA batteries are often made as prismatic batteries where the cath-
ode is in the center. A carbon current collector is in a liquid cathode
mixture, which is separated from the liquid anode material (Na) by a
�-alumina tube. This separator conducts sodium ions and thus acts as a
membrane. Higher temperatures will lower the ohmic resistance of this
separator, and therefore operating temperatures above 200�C is not un-
common. The shell of the battery, some stainless steel alloy, also acts as the
cathode current collector.

As the challenge of ZEBRA batteries is related to keeping the operation
temperature between usage, lowering its operation temperature or at least
start-up temperature is one main challenge in development. Another obvi-
ous development challenge is making a cell that tolerates thermal cycling.
Whereas the latter is a material and process parameter, the former is about
finding additives in the reaction chemistry and electrochemical research that
harmlessly lowers the eutectic temperature.

The main market for ZEBRA batteries has been within the automo-
tive industry where it could replace NiCd and NiMeH ones by removing
environment unfriendly cadmium and increase the energy density. As can
be seen in Fig. 7.4, the ZEBRA battery offers immense improvement over
other battery technologies, except that Li-ion batteries have now become
cheaper and significantly better. ZEBRA batteries are therefore mostly in-
teresting for large-scale stationary energy storage, possibly in combination
with distributed heating systems.
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Figure 7.4 Battery vehicle weight as function of driving range, as in Fig. 7.2.

7.7 LI-ION BATTERIES

Lithium ion secondary batteries represent a wide branch of battery
chemistries, which have become much more important than all other bat-
teries and therefore need a separate section.

The lithium ion, Li-ion, battery became a commercial reality after
when, in 1985, the LiCoO2 (or LCO) battery was reported and patented
[30]. The LCO battery thus represents the base case of the Li-ion battery
family.

LCO battery discharge reaction Eo/V
Anode LixC � C + xLidiss. + xe� 3.04
Cathode Li(1�x)CoO2,s + xLi+diss. + e� � LiCoO2,s 1–1.3 V

Total Li(1�x)CoO2,s + LixCs � LiCoO2,s 4–4.3

The standard LCO cell typically consists of an anode current collec-
tor of copper (� 30 µm), carbon-based active anode material (� 90 µm),
a separator region (� 20 µm), the cathode LCO active electrode material
(� 110 µm), and an aluminum current collector (� 30 µm). The current
collectors typically have the active electrode material on both sides. This
is convenient when manufacturing larger cells; either one can stack lay-
ers of flat sheets so that one gets an alternating cell (Cu, An, Sep, Cath,
Al, Cath, Sep, An, Cu, An, etc.), or one can take two long and narrow
rectangular sheets of each type and roll up, so that when considering a ra-
dial cross section, one gets the same repeated mirror symmetric pattern.
See Fig. 7.5 for inner assembly and Fig. 7.6 for final assembly pictures.
A common way of assembling a Li-ion secondary battery is through a
18650-cell design, which is the standardized cell shown to the lower right
in Fig. 7.6.
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Figure 7.5 (A) Assembly principal for a cylindrical Li-ion battery, except the cylindrical
cartridge that the battery goes inside. (B) Assembly principal for a pouch cell Li-ion bat-
tery, except the pouch that encloses the battery.

The anode material is typically based on some form of carbon particles
[39]; however, several newer batteries also use silicon-based or titania-based
anode material [40]. Silicon-based anodes have the advantage of taking up
much less volume and weight, but expands several times throughout a cycle
and are currently less matured as a technology. Titania is used for batteries
that undergoes extremely fast cycles (5–15C), in part due to the capacitive
properties of the material.

The separator is some porous material around 20 micrometer thick,
either organic, polymeric, or like fiber glass. Several commercial batteries
uses separators that irreversibly seal by melting as to prevent electric current
short circuiting and further overheating, which is referred to as thermal
runaways. A thermal runaway can be defined as a temperature-triggered
exothermic process that produces heat faster than the battery can cool,
thus leading to a temperature increase, which in turn sets yet another such
reaction, eventually leading to an aggressive fire. This typically occurs first
at significantly above 100�C and is described in more detail elsewhere [41].
The function of the separator when blocking the battery in reaching high
temperatures is thus a security barrier inside the battery.

The cathode of Li-ion batteries consists of a very large family of tran-
sition metal oxides, using the lighter metals with partially filled d-orbitals,
that is, manganese (Mn), iron (Fe), cobalt (Co), and nickel (Ni). These met-
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Figure 7.6 Illustrations of Li-ion battery cell description for an LCO cell (left) and com-
mercial NMC pouch cells (upper right) and Li-ion rolled up battery assembled in a
18650-cell container (lower right). The LCO atom structure is a simpli�cation.

als have the property of being very flexible in terms of oxidation number,
and we shall evaluate this further, using cobalt as the example.

When charging a Li-ion battery, Li ions with oxidation number of +I
are removed from the cathode and transported into the anode, where they
are reduced into metallic ion and stored between carbon ions. The ratio of
Li and carbon is one to six, and the chemistry is thus often referred to as
LiC6. This transport of lithium ions between the electrodes, enforced by an
electric field, is called migration. In Fig. 7.6, this is illustrated in the upper
left part. The atomic structure of the cathode consists of layers of the three
constituting elements Li, Co, and O. A simplification of the atomic cathode
structure is used in the example in Fig. 7.6. During charging, the Li-ions
are depleted from this structure. Understanding this depletion process is
one key element. Phrasing that Li is depleted and not entirely removed is
essential and leads to why the cathode is charged into Li(1�x)CoO2. If one
removes all the lithium, then the atomic crystal structure collapses and the
battery can no longer be cycled. Envision the upper part of the cathode in
Fig. 7.6 if more Li is removed; the structure would collapse, and Li could
never react back into the structure again! Therefore, as a rule of thumb, one
never removes more than half of the Li ions when charging. In fact, the x
in an LCO (� Li(1�x)CoO 2) battery is limited to 0.55 [30].
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Table 7.4 Overview of Li-ion battery cathode chemistry energy and price indication
[30,42,43]
Acronym
Chemistry

LCO
(LiCoO2)

LMO
LiMn2O4

NMC
LiNi 1

2
Mn 1

2
CoO4

LFP
LiFePO4

Voltage/V 3.8–4.4 3.8–4.1 3.8–4.0 3.2–3.5
(Theor.) Sp. Energy
/Wh kg�1

(530) 190 (440) 150 (550) 160 (590) 160

Vol. Energy /Wh L�1 560 418 260 260
Cost, 2015/16
/US$ (NOK) Wh�1

0.2
(1.5)

0.17
(1.3)

0.25
(1.9)

0.16
(1.2)

Corresp. Cycle Costa
/cent$ (øre) kWh�1

2–18
(13–134)

2–15
(11–114)

2–22
(17–167)

1–14
(11–107)

a Single cycle cost is based on 20–90 % SoC window, 80% SoH lifetime, and 2 000–20 000 cycles

Utilizing only 55% of the Li in a Li-ion battery obviously points at
room for improvement. Cobalt is also an element that is expensive related
to mineral reserves. In order to utilize a larger fraction of Li-ion, lower
prices, improving power density and energy density has therefore led to
a broad range of cathode chemistries. The other base chemistries and some
energy metric indications are listed in Table 7.4.

When determining the cost of stored energy in a battery package, we
need to know how many cycles the battery can deliver and the energy spec-
ifications of the battery package. When setting the energy specification for
a battery package, we must account for SoC range used at the end of life.
Li-ion batteries are often recommended to be operated at an SoC between
20 and 90% [31]. Moreover, at the end of life, the SoC is typically 80%. Be-
yond this point, batteries degrade very quickly, and several different safety
issues arise much more frequently. Thus, when setting the energy specifi-
cation needed at the end of life, we must divide the wanted energy capacity
by 0.7 (accounting for SoC limitation) and then by 0.8 (accounting for end
of life capacity). This means that we need to buy a battery 1.8 times as large
as needed for the purpose. Once the energy specification is set, we must
determine the cost of the battery package, and this relates to the amount of
cycles we can have. This is always given along with the battery for different
SoC windows. A modern battery package can at the very best be expected
to produce up to 30 000 cycles, depending on the chemistry, temperature
range, cycle frequency, SoC window used, and other specifications [30].
A tenfold in the range can be expected for different batteries, and some
2000–20 000 cycles should be a more realistic expectation depending on
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the given battery quality. This range in cycle toleration is the main uncer-
tainty when determining how much we actually must pay per kWh and
reflects the range in Table 7.4. Example 7.3 illustrates an example of eval-
uating electric energy storage for a home where the battery charge for free
on the day time and saves money during peak hours.

Example 7.3: Storing Energy at Home for Power Peaks.
A household has an electricity deal that allows them to use electric energy for free
(or a �xed monthly sum) as long as they use less than 1 kW at all times. For energy
beyond this power (one needs energy and pays for energy rate in this instance),
they must pay 15 cents per kWh. Between 5 pm and 9 pm, an average power of
1.6 kW is needed. The family considers buying a battery package to take the peak
power. Under the consideration of 6 000 cycles (one cycle every evening), which
battery chemistries saves money for the family? Assume prices of Table 7.4.
Solution:
First, we need to determine the energy needed beyond the free power. This is 0.6 kW
(1.6�1) for 4 hours (5pm�9pm). The energy needed stored is thus 2.4 kWh.

Next, we compare prices:
The cost of the extra energy is the 15 cents/kWh times the 2.4 kWh, which is

36 cents a day. This is the benchmark number that the battery technologymust beat.
Regarding the battery package, we �rst look at the battery at end of life (80% SoH)

and utilizing 70%of the SoCwindow. The batterymust thus have an initial capacity of
4.29 kWh (2.4/(0.8 0.7)). This gives the price of the battery, and we can then divide by
the amount of cycles (6 000) that the battery can take:

LCO LMO NMC LFP
Battery/US$ 857 729 1071 686
Energy/cent kWh�1 14.3 12.1 17.9 11.4
Make or break Yes Yes No Yes
Comment: US electricity prices range 5–30 cents/kWh with place and

time.

When evaluating the number of permitted cycles, care must be taken
to understand the meaning of a cycle. Often a cycle refers to weighed or
normalized cycles. This means that one cycle between 20 and 90% SoC
refers to 0.7 normalized cycle. Thus if the battery can take, for example,
5000 normalized cycles, then the operation 20–90% SoC allows for more
than 7000 cycles of that kind. Perhaps the amount of normalized cycles
given for a certain SoC window is like 20–90% SoC. Moreover, if the bat-
tery is intended to age until 80% of its SoH is reached, the SoC window
applied initially will be is 56% (0.7•-0.8), and the nonweighted cycle num-
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ber further increases. The point is that care must be taken when choosing
a battery for an application.

This book is intended to aid in understanding engineering elements
rather than scientific developments in energy storage. Improvements to
electrodes, separators, and electrolytes are continuously made. The descrip-
tion in this chapter should therefore be seen as an introduction to several
scientific fields relevant for battery development. There are several things
that can be done to increase capacity of Li-ion batteries and newspapers
frequently report on improvements in this field of science and technology,
albeit without information on potential down sides.

One case of specific energy improvement particularly worth mention-
ing is the Li-air battery. This battery technology is by many considered as
the holy grail with secondary Li-ion battery research and consists of de-
veloping a cathode without any metal except lithium. This would increase
the Li-ion battery energy density tremendously. The downside however is
that it requires gas electrodes and the volume of the battery would increase
ten folds, a separate air dehumidifier would be required, and currently very
few cycles are reported (5–20). Having a closed container of oxygen would
help on the humidity and gas feed challenges, but still the battery would
be very large in terms of volume. Lowering weight, thus increasing en-
ergy density, is wanted in particular for mobile application. Decreasing the
volume specific energy by a factor of ten or more (more volume same
energy), the market for the battery will only be stationary energy storage
where (mass-)specific energy is not very important. Therefore, increasing
mass-specific energy at the cost of volumetric energy density does not make
sense, at least not in the applications considered in this book. Example 7.4
evaluates the weight aspects of a Li-oxygen battery and concludes that an
increase in specific energy of 50% is indeed possible by lowering the cath-
ode specific energy by a factor of ten. This points at why many battery
scientists thinks that doubling specific energy is a limitation for Li-ion bat-
teries. In conclusion, the point here is that development in batteries must
be welcomed but at the same time critically reviewed.

Example 7.4: Li-oxygen: Stop Carrying Extra Metal.
Consider an LCO battery fully charged when x = 0.5, that is, Li1/2CoO2 at SoC of
100% and LiCoO2 0 SoC. Consider that the battery-speci�c energy with state-of-
the-art anodes and cell design is 200 Wh/kg.

A Li-air battery (Li2O cathode) is developed, and all the Li is converted in the
charging process and stored in the anode. The oxygen developed during charging
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is kept in a container at high pressure in relation to the battery system. (Several
very clever solutions for this has been proposed. For instance, a stack of battery
could be encapsulated inside a pressurized cylindrical vessel together with the
oxygen and thus reduce auxiliary components.) For simplicity, assume that the
cell voltage of the LCO and the proposed Li-oxygen battery is 4 V at any SoC.
a) Determine the molar energy of Li as Wh/mole.
b) What is the weight of the LCO battery per converted mole Li?
c) What is the weight of the new battery per converted mole Li? Consider only

changes in cathode chemistry.
d) What is the new speci�c energy?
e) How many times lighter is the new cathode per mole Li?
f) How does this in�uence the driving range in Fig. 7.2 in Example 7.2?
Solutions:
a) Themolar energy is given by the voltage (4 V) and the Faraday constant:

fleLi = zFE = 1 [eq./moleLi]96485 [C/eq.]4 [V]/3600 [s/h]

= 107 [Wh/moleLi].

b) Themolar mass is themolar energy divided by the overall speci�c energy:

flm =
fle
e

=
107 [Wh/molLi]
200 [Wh/kgbatt.]

= 535 [gbatt./moleLi].

c) To determine this, we need to know the energy converted per mole (from a) and
the mass alongside (anode, electrolyte current collectors, wrapping, etc.). In the
former battery, the weight associated with amole Li was:

flman+++ + 2Li+ 2Co+ 4O= flman+++ + 14 + 118 + 64 [gbatt./moleLi],

flmanode+++ + 196 = 535 [gbatt./moleLi].

Similarly to the new battery, we have:

man.+++ + Li+ 1/2O= flman.+++ + 7 + 8 = man.+++ + 15 [gbatt./moleLi].

We take an advantage of the assumption that man.+++ is the same for the two
batteries and adjust for the di�erence in mass (357 � 15 = 181 g less per con-
vertedmole Li):

flmbatt. = 535 � 181 = 354 [gbatt./moleLi].

d) The new speci�c energy becomes:

fle = 107 [Wh/moleLi]/354 [gbatt./moleLi] = 302 [Wh/kgbatt.].



Secondary Batteries 135

e) The vehicle mass lowers, and the battery needed for a driving range lowers to
around the half. However, we have not considered the volume increase in this ex-
ample, which would increase tremendously with including a gas. In comparison
to hydrogen, we see that for long-range vehicles, hydrogen is still superior to bat-
teries.

f) From c) we see that the molar cathode weight per converted mole of Li is 196
versus 15 [g/moleLi]. This means that the weight is lowered by a factor of more
than 11. The weight of the entire battery, however, is only lowered by a factor of
less than 2!

A second case for specific energy density improvement that is widely
applied is increasing the electrode thickness. This leads to lowering the
mass contribution from the current collectors and the separators with elec-
trolyte. Current collectors and electrolytes are already as thin as technically
feasible. Current collectors are almost 30-µm thick, whereas a separator is
a little more than 20 µm. The electrodes are both around 100 µm, and
it should be clear that given this ratio, some more electrode (the useful
mass) will increase the specific energy. However, adding a thicker electrode
will, at any given C-rate, increase the current density, which in turn will
lead to increased heating; see Eqs. (7.1) and (7.2). As mentioned, heating
and correspondingly elevated temperature leads to accelerated ageing [32].
Therefore batteries intended for high power often have lower electrode
thickness, which due to relatively more inactive material (current collectors
and separator) in turn lower the specific energy. Example 7.5 is intended
to show how lowering electrode thickness improves energy efficiency and
thus lower the overall heat generation in a Li-ion battery, convenient for
high C-rate cycles. A Li-ion battery with thin electrodes is often sold as a
power battery and a battery with thicker electrodes as an energy battery.

Example 7.5: High Power Requires High Ef�ciency.
Look at Fig. 7.7 and a state of charge of 50%. Consider these properties constant in
a complete charge cycle. At a charge rate of 2 C, the cross-sectional current density
is 50 A m�2 . A battery package of 50 kWh is considered.
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Figure 7.7 Li-ion battery cross-sectional resistivity, reversible potential, and Tafel over-
potentials as functions of SoC at 298 K [39].

a) Determine the values needed for performance evaluation (Eqs. (7.1) and
(7.2)).

b) What is the cell potential while charging at 2 C and 4 C?
c) What is the charging ef�ciency and corresponding irreversible and reversible

heat? Consider charging reaction entropy of 35 J mol�1 K�1 .
d) The battery manufacturer decides to sell the batteries with electrode thick-

ness reduced to 70% of the original one, aimed for charging at 4 C. What
happens to the cell potential, ef�ciency, and heat production?

Solution:
a) The speci�c resistance is2m�m2 , the Tafel equation�Tafel = �0.05+0.08 log j,

with current density as Am�2 , and the open (reversible) cell potential is 3.6 V.
b) To determine the cell potential, the current density is needed at 4 C. This is twice

of that at 2 C, 100 Am�2 . The cell potentials thus becomes

Ecell
2C = Erev + rj + |�|

= 3.6 [V] + 0.002 [�m2]50 [Am�2] + |(�0.05 + 0.08 log50)| [V]

= 3.78 [V],

Ecell
4C = Erev + rj + |�|

= 3.6 [V] + 0.002 [�m2]100 [Am�2] + |(�0.05 + 0.08 log100)| [V]

= 3.91 [V]

c) The charging e�ciency is the ratio between the cell potential and the reversible
cell potential: � = Ecell/Erev , see p. 116. The heat is the power required to charge
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the battery minus the power that remains in the battery:

�Qirrev. = (Ecell � Erev)I =
�

1
�

� 1
�

Energy
C � rate

,

�Qrev. = �
T�fls

F
I = �

T�fls
F • Erev

Energy
�t

.

Thus we get

Rate �/% �Qirrev./kW �Qrev./kW
2 C 3.6 [V]

3.78 [V] = 95

 1

0.95 � 1
� 50 [kWh]

0.5 [h] = 5.3 �35•298 [J/ mol]
96 485•3.6 [J/mol]

50 [kWh]
0.5 [h] = �3.0

4 C 3.6 [V]
3.91 [V] = 92


 1
0.92 � 1

� 50 [kWh]
0.25 [h] = 17 �35•298 [J/ mol]

96 485•3.6 [J/mol]
50 [kWh]
0.25 [h] = �6.0

d) Changing the electrode thickness changes the current density at 4 C and the ex-
change current density. Both are lowered to 70%. The new current density thus
becomes 70 A m�2 . The reduction in exchange current density changes the
�a�-term in the Tafel equation, Eq. (6.76) (p. 103). The new coe�cient is deter-
mined:

a2 = �b log j0,2 = �b log[0.7j0,1] = �b log j0,1 � b log 0.7 = a1 � b log0.7.

With �b� equal to 0.08 V/order of magnitude, the new Tafel equation becomes

�2 = �0.05 + 0.012 + 0.08 log j = �0.038 + 0.08 log j.

The new cell potential at 4 C thus becomes

Ecell
4C,new = Erev + rj + |�|

= 3.6 [V] + 0.002 [�m2]70 [Am�2] + |(�0.038 + 0.08 log70)| [V]

= 3.85 [V].

The energy e�ciency becomes

�4C,new = 3.6 [V]/3.85 [V] = 93.5%.

The heat becomes

�Q =
�

1
0.935

� 1
�

50 [kWh]
0.25 [h]

= 14 [kWh].

7.8 FLOW CELL BATTERIES
An emerging battery technology is the flow cell battery. In contrast to all
the other batteries discussed in this chapter, the battery chargeable reac-
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Figure 7.8 Generalized principle of a �ow cell battery.

tants are kept in tanks outside of the battery reactor [44]. In this respect,
a Li-ion battery can be regarded as an embedded solid rechargeable reactor.
This is illustrated in Fig. 7.8, where energy difference between the flow
cell solutions is indicated with darkness of blue (dark gray in print ver-
sions). The energy storage tanks are depicted on each side of the flow cell
reactor. A discharged flow cell battery (left) will have the same energy level
in the two containers and build up a difference gradually while charging.
When discharging (right), a partial discharged solution is fed back into the
storage tanks. Thus, the energy level in these tanks gradually lowers during
discharge. The reactor size and design define the power (kW) capacity and
the storage tanks define energy (kWh) capacity of flow cell batteries.

Flow cell batteries have the advantage of reasonably high volumetric
energy density and low, if any, self-discharge rates. The volumetric energy
density is in the range of 3–30 Wh L�1, depending on the technology [45].
This is one order of magnitude less than Li-ion batteries; see Table 7.4. The
disadvantage is low mass-specific energy content, which correspondingly
would be 1–20 Wh kg�1. In comparison to Li-ion batteries, this is also
one order of magnitude lower. Clearly, this battery solution is not suitable
for the transport sector. The power capacity can be said to still be in a
developing stage, with promising outlooks [46].

When evaluating the capacity and usage of flow cell batteries, we must
take into account that this is an emerging technology intended for station-
ary use. In this context, stationary means nonmobile. Moreover, the low
volumetric energy density means that this technology is not suited for ur-
ban homes where the space of a home is an important cost factor. It is more
sensible to invest into a low volume Li-ion battery package of 15–20 liters
than into a flow battery system of 300+ liters, depending on the scarcity
of apartment space. In this light, we can understand why flow batteries are
likely to see a market in centralized energy storage systems, in less urban
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areas, large-scale energy storage systems, or as centralized shared energy
storage systems of a neighborhood or apartment building.

There are two types of flow cell batteries. One utilizes the redox energy
�flgi, and the other only the concentration �flgi � �flgo

i . This can be under-
stood as the right side for redox flow batteries and the right side second
and third terms for concentration flow batteries in Eq. (6.34), where the
standard free energy term would be the redox energy and the second term
the concentration energy:

�flgi = �flg�
i + flRT ln

cIi
cIIi

+ flRT ln
	 I

i
	 II

i
. (6.34)

(Recalling the relation between the electromotoric force (EMF) and the
free energy, the potential relation should be clear:

EMF = Erev = Eo �
flRT
zF

ln
cIi
cIIi

�
flRT
zF

ln
	 I

i
	 II

i
.

7.8.1 RedOx Flow Batteries
Red-ox flow batteries utilize the free energy of a red-ox reaction, �flg. It
can use almost any redox reaction pair, as long as they are soluble in wa-
ter. A key element however is to use transition metals that are flexible in
oxidation numbers. The most common soluble metals used are vanadium,
chromium, iron, cerium, and bromide. As high pH leads to precipitation of
most metals (as hydroxides), the pH is usually very low, that is, less than 1.
At low pH, only zink (among the nonnoble transition metals) can be re-
duced to a metallic form, and therefore also zink is sometimes used as a
red-ox element. Depositing the metal will in time fill and block the flow
path during charging. To keep it simple, zink is not considered further here.

The three elements described further, as technology examples, are vana-
dium, chrome, and iron [44]. For simplicity, only standard free energies Eo

are considered, and it is referred to the description of concentration effects
in a lead acid battery for more detailed understanding, Section 6.3 and Ex-
ample 6.5, p. 88. The half-cell reduction reactions of the example elements
are listed in Table 7.5.

Whereas the iron–chromium battery uses iron II and III in one chamber
(reaction 1) and chromium II and III in the other reaction chamber (reac-
tion 2), vanadium redox battery uses vanadium II and II in one chamber
(reaction 3) and vanadium IV and V in the other (reaction 4). The four
relevant reactions are listed in Table 7.5. The reduction reactions with a
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Table 7.5 Some typically used redox single reduction reaction and
corresponding reactions

Oxidation nr. Reduction reaction Eo/V

1: III�II Fe3+ + e� � Fe2+ 0.77
2: III�II Cr3+ + e� � Cr2+ �0.24
3: III�II V3+ + e� � V2+ �0.26
4: V�IV VO+

2 + 2H+ + e� � VO2+ + H2O 1.00

positive standard potential remain the cathode reactions, whereas the re-
duction reactions with a negative standard potential become the anode
reactions and thus change direction and sign. The solutions are typically
dissolved in sulphuric acid and separated by a proton conductive polymer
membrane, which means that the ionic charge transferred between the re-
action chambers are protons. For the iron chromium battery, it is important
to find a membrane that rejects the iron and chromium ions. This is also
so for the vanadium battery, however less important as it is vanadium of
some kind in all compartments. This also point at one ageing mechanism
for redox batteries, unwanted exchange of ions.

The iron chromium and vanadium flow battery total reaction becomes
Eqs. (7.10) and (7.11), respectively. The part about the balancing with the
sulphate ion is perhaps not so obvious, but it is based on the same principal
as the lead acid battery.

Fe2(SO4)3 + CrSO4 � FeSO4 + Cr2(SO4)3, Eo = 1.01 V, (7.10)
(VO2)2SO4 + H2SO4 + 2VSO4 � 2VO(SO4) + V2(SO4)3 + H2O,

Eo = 1.26 V. (7.11)

We see that the vanadium battery has a higher standard cell potential,
however, smaller than that in a lead acid or a Li-ion battery. The advantage
of the redox flow batteries is that they are scalable and suitable for remote
storage. The main loss in energy is the ohmic resistance and the resistance of
pumping the fluids through the reacting chambers, which are very thin to
lower the ohmic resistance. When the flow compartment thickness lowers,
the ohmic resistance increases proportionally, whereas the pumping pres-
sure drop increases inversely to the thickness by a power of three. There
is an optimum between these losses, and as ohmic resistance and pumping
pressure both lower with increasing temperature, it is clear that increased
temperature is benign to the point where the membrane disintegrates. In
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fact, the best performing reactors are based on controlled laminar flow,
where the membrane is omitted, and the anode and cathode fluid flows
adjacent through the reactor [46]. Such reactors are only possible for the
vanadium battery since vanadium cross-over is less important than iron or
chromium cross-over.

7.8.2 Concentration Flow Batteries
Concentration cells represent flow batteries. Electrodialysis (ED) can be
used to build up concentration differences between two solutions. When
operating the same cell in reverse mode, reverse electrodialysis (RED), the
energy can be returned. This technology is explained in Section 6.3.4,
p. 93.

Whereas the energy density of redox flow cell batteries is 20–30 Wh/L,
the energy density of concentration cells using RED is 2–5 Wh/L. Yet, the
technology has the advantage of cheap and environmental friendly energy
storage solutions (NaCl and water). Considering two very large basins of
salty water and a suitably sized ED/RED reactor, energy and power can be
provided for. Suitable market is large-scale grid energy storage in flat areas
where pumped hydro is not an option. A salinity differences of 60 g/L have
an osmotic pressure close to a water column of 600 m. This illustrates how
potent this technology is for large-scale grid energy storage.

PROBLEMS

Problem 7.1. Battery Characteristics.
A battery has an SoC of 20%. The battery is subject to charging up to an
SoC of 80% in 40 minutes. At 1 C, the current density across the electrolyte
is 20 A m�2. Cell E-r characteristics can be found in Fig. 7.7. Consider Tafel
kinetics of � = �0.02 + 0.03 log j with current density units of A m�2.
a) What are the C-rate and current density?
b) What are the open cell potential and specific ohmic resistance at open

circuit potential when starting the charging?
c) Determine the cell potential at the start of the charging cycle.

Problem 7.2. Long-Range Battery Vehicles.
Several battery enthusiasts argue and point at the possibility to fast charge
battery cars along the road. In practice, a supercharger can deliver some
500 MW electricity and charge a vehicle in 10 minutes. A car driving on
average 90 km/h need a power of at least 20 kW. Consider a car doing this
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for 5 hours. Let us assume that the E-r values at 50% are representative as
a first-order approximation in this instance (open cell potential of 3.65 V
and specific resistance of 2 m�m2). Consider Tafel kinetics of � = �0.02+
0.03 log j, with current density units of A m�2. At 1 C, the current density
across the electrolyte is 20 A m�2

a) Determine the C-rate for a full cycle.
b) Determine the current density.
c) Determine the cell potential.
d) Determine the efficiency.
f) Determine the required electric power.
g) Determine the surplus irreversible heat production (kW).

Problem 7.3. High-Power Battery Design.
A Li-ion battery has an open cell potential of 3.6 and is being charged at
2 C (equivalent to 50 A m�2). The specific resistance (consider only the
electrolyte in this problem) is 2 m�m2, and the Tafel kinetics is given as
� = �0.05 + 0.07 log j, with current density units of A m�2.
a) Determine the cell potential.
b) Determine the efficiency.
The manufacturer has decided to make a battery with thinner electrodes.
That is, the active material is thinner, whereas the supporting current col-
lector remains of the same thickness. The new electrodes have a quarter of
the original thickness. The battery package is going to be charged at 4 C.
c) Determine the new current density.
d) Determine the new cell potential.
e) Determine the efficiency.
f) How much heat (in kW) is this for a battery package of 45 kWh?

SOLUTIONS

Solution to Problem 7.1. Battery Characteristics.
a) When charging from 20 to 80% SoC (0.6 change in SoC) in 40 min-

utes (0.67 h), the C-rate becomes 0.60/0.67 = 0.89C. Thus the
40 minutes charging is done at an C-rate of 0.89. The current density
thus becomes:

j2 = j1
C2

C1
= 20 [A/m2]

0.89
1

= 17.8 [A/m2].
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b) From the figure we can read:

Eocp = 2.8 [V] and r = 2.3 m�m2.

c) The cell potential becomes

Ecell = Eocp + rj + �

= 2.8 + 0.0023 • 17.8 + (�0.02 + 0.03 log[17.8]) = 2.86 [V].

Solution to Problem 7.2. Long-Range Battery Vehicles.
a) The C-rate becomes 60/10 = 6 C.
b) The current density becomes

j2 = j1
C2

C1
= 20 [A/m2]

6
1

= 120 [A/m2].

c)

Ecell = Eocp + rj + � = 3.65 + 0.002 • 120 + (�0.02 + 0.03 log[120])

= 3.93 [V].

d)

� =
Eocp

Ecell =
3.65
3.93

= 93%.

e) The charging power needed is

Pmin =
E20 kW for 5 h

1/6 [h]
=

20 [kW]5 [h]
0.167 [h]

= 0.60 [MW].

f) The irreversible heat becomes

�Q = Pactual � Ptheor. = Ptheor.

�
1
�

� 1
�

= 600 [kW]
�

1
0.93

� 1
�

= 45 [kW].

This is a remarkable amount of heat. Even with very good cooling heat-
ing systems, this heat production shows why fast charging like this is a
challenge, certainly for a personal vehicle. For buses and equivalents, an
advanced cooling system is more relevant. This example shows why phase
change elements are considered for heat adsorption like in Problem 4.1.
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Solution to Problem 7.3. High-Power Battery Design.
a) The cell potential is given as

Ecell = Eocp + rj + |�|

= 3.6 [V] + 0.002 [�m2]50 [Am�2] + |(�0.05 + 0.07 log50)| [V]
= 4.02 [V].

b) The efficiency is given by the ratio between the open and closed cell
potentials:

� =
Eocp

Ecell =
3.6 [V]
4.02 [V]

= 90.0%.

c) This problem is about how to design high-power battery packages.
When the electrodes become thinner, the current density across the
electrolyte becomes proportionally thinner at constant C-rate. The C-
rate is proportional to the current density and thus we get:

jnew =
C � ratenew

C � rateold

�old

�new
jold =

4 C
2 C

1
4

50 [A/m2] = 25 [A/m2].

Additionally, the exchange current density will also change. That is,
the exchange current density that we observe from a cross-sectional
point of view changes proportionally to the electrodes thickness. The
new exchange current density is as follows:

j0,new =
�new

�oldj0,old
= 0.25j0,gml.

The coefficient a changes accordingly:

anew = �b log j0,new = �b log[0.25j0,old] = �b log j0,old � b log[0.25]

= agml � 0.07(�1) = �0.05 + 0.042 = �0.008 [V].

d) The cell potential becomes

Ecell = Eocp + rj + |�|

= 3.6 [V] + 0.002 [�m2]25 [Am�2] + |(�0.008 + 0.07 log10)| [V]
= 3.74 [V].

e) The efficiency becomes

� =
Eocp

Ecell =
3.6
3.74

= 96.3%.
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Remarkably, we double the total input current and, at the same time,
improve the efficiency. Lowering the thickness to a quarter is more
than what is done in reality; however, lowering the electrode thickness
by a quarter (from 100 to 75 µm) is realistic for high-power batteries.

f) The theoretical power needed for the battery to charge in 0.25 h is

Ptheory =
Energy
time

=
45 [kWh]
0.25 [h]

= 180 kW.

Moreover, 96% of the input energy remains as work, and some more
power is needed. The heat becomes the difference between the needed
power and the remaining power:

�Q = (P � Ptheor.) =
�

Ptheor.

�
� Ptheor.

�

=
�

180 [kW]
0.963

� 180 [kW]
�

= 6.92 kW.

This is equivalent to having all three electric plates on a stove going at
max power. This demonstrates the importance for heat management
when charging Li-ion batteries, even at high efficiency and for short
times (15 min).



CHAPTER 8

Hydrogen for Energy Storage
Hydrogen, when used for energy storage, is the most flexible energy stor-
age medium available. Considering a nonfossil fuel-based economy, we can
engineer energy storage, distribution, and propulsion systems from less than
a kW up to several MW using hydrogen systems. We can design systems
that balance energy fluctuations for some minutes up to seasonal variation.
This flexibility is why hydrogen as an energy storage medium is so interest-
ing and why its branch of technologies has received so much research and
market attention. This chapter evaluates the how and why and gives much
engineering details to compare systems quantitatively.

On a molar basis, hydrogen is the most omnipresent element on the
surface of this planet. Also, it is the element most strongly bound to oxygen,
relative to its own mass. These two properties, omnipresence and supreme
specific energy, make it one of the most interesting substances to be used as
an energy carrier in the transportation sector.

The natural form of hydrogen in nature is being bound to oxygen in the
form of water, H2O, simply due to the strong affinity between the elements.
Oxygen, on the other hand, is present in its elemental form, and this means
that if we can get some hydrogen on board of a vehicle, we will have the
lightest energy source available. We only need to overcome three defining
challenges; i) getting hydrogen in its pure elemental form, ii) getting it on
the vehicle in a storable form, and iii) find a way to efficiently convert it
into power for vehicles or other applications.

The energy train of hydrogen as an electric energy storage medium is
illustrated in Fig. 8.1. It is illustrated by the use of a wind turbine that gives
more electricity than necessarily needed. Imagine that a wind park can
stay without much production for some days or produce much more than
needed during other days. Photovoltaic (PV) electric power units holds
similar intermittent properties, only more periodic since sun light is absent
at night. This energy can be stored for later use, and hydrogen is an option.
Later the hydrogen can be reused for transportation or for electricity and
heat in residents, public and office buildings via a combined heat and power
route.

Hydrogen as an electric energy storage medium requires; i) hydro-
gen production by electrolysis, ii) hydrogen storage and distribution, and
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Figure 8.1 Hydrogen as an electric energy storage medium.

iii) reuse via fuel cells. Hydrogen can be made from more than electricity,
and currently reformation from natural gas is the most common method.
Coal can also be used for reformation into hydrogen. Since this is a book
about energy storage and reformation is rather about energy conversion
than about energy storage, these two processes are treated very lightly; see
Section 8.1.3.

To understand just how convenient hydrogen is as an energy storage
medium, we should compare it to other energy storage media used today.
Let us compare three variables: specific energy (J/kg), volumetric energy
(J/m3), and system energy capacity (J). The last one is different from the two
others since it is an extensive property. It is used to compare the sizeability
of the technologies.

In Table 8.1, energy storage media are listed with the three aforemen-
tioned energy terms: specific energy, volumetric energy, and total energy
of a relevant system unit. The energy storage media are listed based on the
amount of energy stored in actual relevant systems. Starting with lithium
ion batteries, a large-scale energy system can be a bus with over night charg-
ing. A bus like this comes with a battery package of up to 300 kWh. This
is the lowest system energy total capacity in this comparison. The energy
density is taken from Table 7.3, p. 117. Next is the energy of a compressed
air energy storage system, where the by far largest plant currently planned is
aimed to be 800 MWh. However, in this comparison, we choose a quarter
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Table 8.1 Overview of speci�c, volumetric, and total system unit energy for se-
lected energy storage media. Values are based on media enthalpy or gravimetric
potential energy
Technology e/kWhkg�1 �e/MWh m�3 EInst./MWh
Li-ion battery (LCO) 0.19 0.56 0.30a

Compr. Air Energy Stor. (CAES) 0.14 0.012 200b

Hydrogen, 1 bar 33 0.0027 334c

Hydroelectric, pumped, 400 m 0.0011 0.0011 1,500d

Hydrogen, 700 bar 33 1.6 2,623e

Hydrogen liquid 33 2 135,113f

Liquid Natural Gas 15 6.1 352,775f

Gasoline 13 9 545,197f

Diesel 13 10 577,268f

Jet-A fuel 13 10 593,303f

a For a bus with 300 kWh battery capacity
b For a capacity of existing and planned installations
c For a 100 km pipeline, with Ø = 0.4 m, and at 10 bar pressure
d A quarter of Bath County Pumped Storage Station, charging for 2 hours
e For the volume of underground CAES and at 350 bar
f For the volume of a typical sized oil tank, h = 15 m height and Ø = 70 m

of the largest currently possible. The energy density is from Example 5.1,
p. 65. Hydrogen, H2, will never be stored at one bar. If the society was
built up around hydrogen, a pipeline of 100 km, 40 cm in diameter, and
at 10 bar would be equal to 334 MWh, about twice to that of CAES. If,
for example, an underground cave of the CAES was filled with hydrogen
at 350 bar instead of air, the energy in the storage unit would be more than
ten times larger than in the CEAS system. This would in fact be almost
twice a typical hydroelectric pumping facility (evaluating a quarter of the
world’s largest hydroelectric pumping facility (6 GW) going for two hours).
However, it is liquid fuels that allow for the most energy storage possible.
Cylindrical fuel tanks that we can see at air ports and oil refineries are sized
in the order of 15 m in height and 70 m in diameter, depending on the
content and need. Considering this volume for liquid hydrogen, liquid nat-
ural (or bio) gas, gasoline, diesel, and kerosene (Jet-A fuel), we see two new
orders of magnitude increase in system unit energy content.

Fig. 8.2 graphically shows the volumetric and specific energy of the
chosen technologies. It illustrates that when evaluating specific energy, hy-
drogen is truly the best option for storing energy and that when considering
volumetric energy storage, hydrocarbon chains give a better option. It il-
lustrates that carbon is a good hydrogen carrier.
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Figure 8.2 Graphical overview of the speci�c and volumetric energy densities in Ta-
ble 8.1.

When evaluating the total energy content of different energy systems,
given the assumptions in Table 8.1, we see that hydrogen can be used to gap
energy storage needs between small-scale and large-scale stationary energy
storage. Hydrogen is the lightest energy storage medium available. The facts
that hydrogen is suitable for energy storage on so many different levels and
that it is highly compatible with renewable energy production explain why
it is considered so extremely promising as an energy carrier.

Example 8.1: Hydrogen Stored in Pipelines.
If one would build a gas pipeline between Toronto (Canada) and Vancouver
(Canada) with the dimensions as in Table 8.1 but with 50-bar pressure and twice
the diameter, how many tons of oil equivalents (toe) would the pipeline contain?
Consider a distance of 4350 km.
Solution:
The energy content per 100 km would be �ve times larger from the pressure and an-
other 4 times because of the diameter doubling, and the length 43.5 times longer, that
is, 291GWh. OneGWh is equal to 860 toe,meaning that the energy storedwould be 25
ktoe.

Canada has about 35 million inhabitants that each on average use 7.3 toe annu-
ally. The daily energy need of the nation is thus around 700 ktoe per day. Thus such
a pipeline would contain 3% of the daily energy need. If, on the other hand, consid-
ering that the energy �uctuations are from the residential sector and that this in turn
is 15�20% of the total consumption, such a pipe line would o�er around 20% energy
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bu�er onadaily basis. This shows two things: hydrogen can store a signi�cant amount
of our energy usage and that we use a lot of energy.

8.1 HYDROGEN PRODUCTION. WATER ELECTROLYSIS

Overall, hydrogen electrolysis consists of water being split into hydrogen
and oxygen using electric work:

General: H2O � H2 +
1
2

O2, (8.1)

Reversibly: H2O + electric work � H2 +
1
2

O2 � reversible heat, (8.2)

Irreversibly: H2O + electric work � H2 +
1
2

O2. (8.3)

The thermodynamic basis of this is that work, equivalent to Gibbs free
energy �flg, is required as a minimum input. In addition, we must add work
to compensate friction in the form of ohmic resistance in the electrolyzer
and Tafel friction from electron transfer at the electrodes. Several technolo-
gies to perform electrolysis are developed; the denominator is that they
must all pay the energy cost of Gibbs free energy and that beyond this they
all have different and characteristic energy coss due to ohmic resistance and
Tafel overpotentials.

8.1.1 Water Electrolysis Thermodynamics
The thermodynamics of water electrolysis covers Gibbs free energy of for-
mation �flg, reaction enthalpy �flh, and reversible heat T�fls as the primary
overall energies. Additionally, the half-cell reversible potentials are included
as more detailed and secondary information.

8.1.1.1 The Energies
The work from a spontaneous process changes with temperature. Rewrit-
ing Eq. (2.34), p. 25, by saying that �fls = �flso + flR ln p

po or p = po, we get
Eq. (8.4) or (8.5):

�flgo = �flh � T�flso, (8.4)

�flg = �flh � T�fls. (8.5)

A common simplification that we will use here is that the reaction enthalpy
and entropy are constant with temperature. This is a simplification that will
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Table 8.2 Thermodynamic data for the formation of liquid and gaseous water
from hydrogen and oxygen at 1 bar and 20�C [2]
Reaksjon �flh0/kJmol�1 �flg0/kJmol�1 �fls0/J mol�1

H2,(g) + 1
2O2,(l) � H2O(l) �286 �237 �167

H2,(g) + 1
2O2,(g) � H2O(l) �242 �229 �44

not hold for detailed engineering examples. However, relative to their own
values, the change is small, and the assumption is often considered valid.
Considering the level of details in this book, we use this simplification.

Looking at Eq. (8.1), it is not clear what state the water is in: is it solid,
liquid, or vapor? In Table 8.2, the thermodynamic data for the reaction en-
ergies and entropies are given. When considering one bar, we can suppose
that below 100�C, the values involving liquid water are relevant, and above
100�C, the values correspond to vapor.

Example 8.2: Reversible Potential at Different Temperatures.
What is the standard potential and reversible heat for the hydrogen reaction at 90
and 110�C, respectively, with a pressure of 1 bar.
Solution:
From Table 8.2 we can calculate the standard Gibbs free molar energy for each of the
temperatures under the assumption that the reaction entropy and the enthalpy donot
change with temperature. From Eq. (8.4) we get the Gibbs molar energy, and from the
Nernst equation (using 2 equivalents per mole hydrogen), we get the standard poten-
tial:

Temperature �flgo/kJmol�1 Eo/V flqrev.
90�C �225 1.17 �61
110�C �225 1.17 �17

This example shows that the di�erence between the standard potential between the
reactions is very similar around 100�C, whereas the reversible heat changes a lot. This
is due to the phase change of water.

8.1.1.2 Half Cell Potentials and pH
When looking at the tabulated standard half-cell potentials at room tem-
perature, we find that the standard potential for the hydrogen reduction
reaction in 1.0 M H+

aq is 0 V. This potential and electrode setup is the stan-
dard reference for all the other reactions. When bubbling hydrogen over
a platinum electrode in a solution of, for example, 1 M HCl at 1 bar, we
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term this the standard hydrogen electrode and define this as the standard
hydrogen electrode voltage VSHE. This reaction is given in Eq. (8.6).

From reaction (8.6) we can calculate the standard half-cell potential of
the oxygen reduction reaction (ORR) in this standard acidic solution as
well. From Table 8.2 we have that the total standard potential at room
temperature is 1.23 V (from 237 000 [J/ molK]

2•96485 [C/mol] ). The half cell then becomes
1.23 VSHE (Eq. (8.7)).

2H+
(aq.) + 2e� � H2,(g), Eo

H+/H2
= 0 VSHE, pH = 0, (8.6)

1
2

O2,(g) + 2H+
(aq.) + 2e� � H2O(l), Eo

H2O/O2
= 1.23 VSHE, pH = 0.

(8.7)

The standard potential for the hydrogen reduction reaction (HRR) is
defined when the concentration of protons is 1 M. The definition of pH is
the negative Briggsian logarithm of the concentration of protons:

pH = � log
�
H+

(aq.)

�
. (8.8)

The reversible potential of the HRR described in Eq. (8.6) is defined as

Erev
H+/H2

= Eo
H+/H2

�
RT
zF

ln
(Co

H+)2PH2

(CH+)2Po
H2

. (8.9)

With Co
H+ = 1, PH2 = Po

H2
, T = 293 K, using ln[x] = 2.303 log[x], log[xn] =

n log[x], and log[1/x] = � log[x] = px, we obtain

Erev
H+/H2

= 0 � 2.303
8.314 [J/mol K] • 298 [K]

2 • 96485 [C/mol]
log

1
(CH+)2

= �0.059 pH. (8.10)

Likewise, we can do the same for the oxygen reduction reaction (ORR),
as in Eq. (8.7):

Erev
O2/H2O = 1.23 �

RT
zF

ln
(Co

H+)2P
1
2
O2

(CH+)2(Po
O2

) 1
2

= 1.23 � 0.059 pH. (8.11)

The half-cell potentials lower with increasing pH. For 1 M caustic soda
(NaOH), the pH is 14. The half-cell potentials of the HRR and ORR
become �0.40 VSHE and 0.83 VSHE, respectively. Under this condition,
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Figure 8.3 Pourbaix diagram for the relevant electrode reduction reactions in water
electrolysis and potential electrode materials.

the concentration of protons versus hydroxide ions is so low that the re-
actions are considered with hydroxide ions rather than protons. Thus the
HRR in Eq. (8.6) becomes Eq. (8.12), and the ORR in Eq. (8.7) becomes
Eq. (8.13):

H2O(l) + 2e� � H2,(g) + 2OH�
(aq.), Eo

H2O/H2
= 0.83 VSHE, pH = 14,

(8.12)
1
2

O2,(g) + H2O(l) + 2e� � 2OH�
(aq.), Eo

O2/OH� = �0.40 VSHE, pH = 14.

(8.13)

The way the half-cell potentials change with pH is shown in Fig. 8.3,
where the blue (dark gray in print versions) line shows the HRR, and the
green (mid gray in print versions) line the ORR. Additionally, the figure
also shows the standard (dashed) and reversible (solid) reduction potentials
of two commonly used electrode materials in hydrogen conversion systems,
platinum (yellow (light gray in print versions)) and nickel (gray). The dia-
gram in Fig. 8.3 is called a Pourbaix diagram. As the different aqueous water
electrolysis technologies are introduced, we shall return to this diagram.

8.1.2 Electrolysis Technologies
Electrolysis is technology that is a hundred years old. As an example, Norsk
Hydro started large-scale electrolysis late in the 1920s and has performed
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Figure 8.4 Sketch of the three dominating electrolysis technologies: Alkaline, PEM, and
SOEC. Green (mid gray in print versions) indicate �ow paths removing produced oxy-
gen, and blue (dark gray in print versions) �ow paths removing produced hydrogen.
Single cells are illustrated in the upper part and stack con�gurations in the lower part.

megawatt-scale water electrolysis for more than 50 years. This illustrates
that, as an industrial technology, water electrolysis is extremely well known
and established. On a commercial level, today, three technologies dominate:
alkaline electrolysis, polymer electrolyte membrane (PEM) electrolysis, and
solid oxide electrolysis cells (SOEC). These technologies are commercially
available, however, differently matured.

8.1.2.1 Alkaline Water Electrolysis
When running an electrolysis cell, the anode overpotential increases the
potential above the reversible potential. In 1 M HCl, the half-cell potential
is 1.23 VSHE, and only gold will not oxidize and dissolve at such poten-
tial. This is why, when initially developing commercial water electrolysis
100 years ago, one opted for a high pH solution, where the anode potential
is lower.

Evaluating nickel as a cathode material, the nickel reduction reaction
(NRR) must be above the reaction it competes with to avoid oxidation.
At low pH, the oxidized nickel dissolves, whereas at higher pH, it forms a
stable oxide (NiO) layer. This is indicated in Fig. 8.3. Moreover, the HRR
potential depends on the concentration of ions in solution. 1 M nickel gives
the standard potential; however, this is not the case. The amount of nickel
in the solution is not necessarily given, but if considering a concentration
of 0.001 M, then the reversible potential and dissolution lines of nickel are
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given by the dashed gray lines. We now see that, in an alkaline solution, the
HRR cathode reaction stabilizes nickel and the ORR anode reaction sta-
bilizes nickel oxide. These are the premises for material selection in alkaline
water electrolysis.

The cell design of a water electrolysis system consists of unit cells stacked
together. The single unit cells can have different configurations, and a com-
mon one is illustrated to the upper left in Fig. 8.4. This setup utilizes bipolar
plates that produce hydrogen on one side and oxygen on the other side. In
the illustration, this is shown from a slightly different perspective. To the
very left in the alkaline electrolysis unit cell, we see the anode reaction
taking place. Hydroxide ions (OH�) are consumed, and oxygen and wa-
ter are produced. The hydroxide ions are in turn produced at the cathode
along with hydrogen. These ions migrate from the cathode to the anode.
When the gas bubbles are produced, they must be prevented from mixing
(H2-bubbles vs O2-bubbles). This is done by inserting a mechanical barrier,
a diaphragm. The diaphragm is a barrier not only for gas bubbles, but also
for the ionic current. The diaphragm must therefore be as porous as pos-
sible and as little tortuous as possible while simultaneously prevent the gas
bubbles from passing over. As gas bubbles typically are larger than 10 µm,
the pore size is smaller [47]. The diaphragm is in the order of 10-mm thick
and has a specific ohmic resistance of around 1 � cm2 [47]. Between the
diaphragm and the electrodes, water flows, or more specifically, potassium
hydroxide (KOH) is saturated with oxygen in the anolyte, and hydrogen
in the catholyte. Anolyte is the electrolyte on the anode side of the di-
aphragm, and catholyte is the electrolyte on the cathode side. Preventing
gas bubbles of hydrogen and oxygen from mixing is as much a safety aspect
as an economical one. Mixing the two gasses leads to a back reaction to
water and thus lost work and loss in galvanic efficiency. Galvanic efficiency
is essentially the number of moles of hydrogen that is produced relative
to the number of coulombs (moles of electrons) that passes the cell. To
prevent mixing, the pressure of the anolyte and catholyte on each side of
the diaphragm must be the same at any point; otherwise, oxygen saturated
anolyte would flow across the diaphragm into the catholyte or vice versa.
To lower the ohmic resistance as much as possible, focus is also kept on
lowering the distance between the diaphragm and each of the electrodes.
There are several different approaches in this effort: one is to apply a porous
mesh adjacent to the diaphragm similar to the PEM design (see the next
section), the second is to apply active nodes that produce gases only very
close to the diaphragm (more like alkaline sketch in Fig. 8.4), and the third
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Figure 8.5 Energy input in an example alkaline water electrolysis with values taken from
[47].

is to have a plate and open space between the diaphragm and the electrode
area (most like the sketch in Fig. 8.4). More alternatives exist, consisting of
hybrids of these three strategies. A more compact design with porous active
nodes is good for the ohmic resistance of the cell on the one hand, how-
ever much more challenging for the fluid mechanics on the other because
of the electrolyte flow pressure drop must be the same on each side of the
diaphragm to prevent cross flow and efficiency loss.

Electrolysis unit cells are stacked, most typically, in series. This is done
similarly to what is done with disposable batteries in consumer electronics,
however, with one major difference. Since both the anode and the cathode
consist of nickel, one side becomes the anode with a nickel oxide layer, and
the other becomes the cathode. The bulk metal becomes the connector
between the anode and the cathode of two unit cells, cast into one com-
ponent. When a plate like this is anode in one cell and the cathode of the
neighboring cell, one side is polarized in the cathodic direction, and the
other is polarized in the anodic direction. Such a plate is termed a bipolar
plate. Bipolar plates are very common in several electrochemical systems
because they make the system more compact and give a simpler (fewer
components) design.

The energy consumption of alkaline water electrolyzers vary by design,
but foremost by current density. At low current density, the electron trans-
fer process represents the main loss in energy efficiency, whereas at larger
current density, the ohmic current density dominates. This is shown in
Fig. 8.5. The lower horizontal line is the reversible work required, Erev.
On top of this, there come the energy losses: the ohmic potential rj, an-
ode overpotential �anode, and the absolute value of the cathode overpotential
|�cath|. This information, as shown in Example 8.3, can be used to find the
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energy need per kg hydrogen, the energy efficiency, and the sources of the
energy efficiency at different current densities.

Example 8.3: Energy Consumption and Ef�ciency in Electrolysis.
Using the information in Fig. 8.5, determine the energy per kg hydrogen, the en-
ergy ef�ciency, and the relative contribution to the ef�ciency loss at current den-
sity of 0.5 and 4 kAm�2

Solution:
The energy need per mole is given by the cell potential and the Faraday constant and
equivalents per mole hydrogen (2 coulombs or moles of electrons per mole of hydro-
gen). Dividing by themolar weight (0.002 kgmole�2) gives the speci�c energy:

eH2 =
fleH2
MH2

=
zFEcell

MH2
=

zF(Erev + rj + �anode + |�ccath|)
MH2

.

Energy e�ciency is given by the energy conserved versus the energy that goes into the
system:

� =
Erev

Erev + rj + �anode + |�ccath|
.

The relative contributions is given as

frj =
rj

Ecell , f�anode =
�anode
Ecell , and f�cath =

|�cath|
Ecell .

Thus the results follows:

j
/kAm�2

Ecell

/V
eH2 -need
/kWhkg�1

H2

�
%

frj
%

f�anode
%

f�cath
%

0.5 1.55 42 79 15 30 55
4.0 2.13 57 57 43 31 26

We can see that the energy e�ciency lowers signi�cantly when the current density in-
creases. We can also see that the main contribution to the loss in energy e�ciency at
high conversion rate is the ohmic potential loss. Therefore, to produce hydrogenmore
intensively and more e�ciently, we should focus on lowering the ohmic resistance of
the system.

8.1.2.2 PEM Water Electrolysis
The defining part of a PEM water electrolyzer is the polymer electrolyte
membrane (PEM). Compared to the alkaline electrolyzer that uses a di-
aphragm of around 10 mm, a PEM water electrolyzer uses a membrane of
around 0.05 mm (in fact, 1–3 milliinches). The electrodes are thin porous
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layers (0.002–0.010-mm thick) and are layered on each side of the mem-
brane, constituting a membrane electrode assembly (MEA). The MEA is
the core of a PEM electrolyzer, and the gas bubbles come out at each side
of the MEA and are removed by pH neutral water flowing on each side.
The concept of a PEM water electrolysis cell single unit and stack is sketch
in the middle of Fig. 8.4.

The most commonly used membrane is Nafion. This membrane is
polymeric with a poly-tetra-fluor-ethylene (PTFE) like structure contain-
ing functional groups that create micro- or nanochannels that allow protons
and some water to pass through. The conductivity for wet membrane well
above the room temperature (60–90�C) is in the order of 10 S m�1, [48]
giving a specific resistance of around 0.005 m�m�2. This very low ohmic
resistance of the cell is one of the advantages of the PEM technology.

A second advantage for the PEM water electrolysis is the kinetics for
hydrogen evolution reaction (HER) in acidic solutions. The charge transfer
overpotential (Tafel) is nearly absent and can even be considered to be
constant of order 1–10 mV, depending on the catalyst loading.

The main challenge with PEM water electrolysis is the conditions for
the anode. Looking at the Pourbaix diagram in Fig. 8.3, we can see that,
for instance, platinum will actively dissolve when the potential goes beyond
1–1.2 VSHE and at a pH of 0–2. Gold can withstand higher potentials but
has no very good catalytic properties (large Tafel potential). The solution is
then using a stable metal oxide, more specifically, an oxide based on ruthe-
nium, RuO2. Ruthenium oxide in the right form (rutile) has a very high
electronic conductivity for being a metal oxide. Ruthenium is a rare earth
metal and very expensive. Several efforts are made to modify the ruthenium
oxide by mixing it with similar elements like iridium, rhodium, or osmium,
and this represents in part of the research forefront in this area [49].

When considering energy efficiency of a PEM water electrolyzer, the
cell potential as a function of conversion rate (usually expressed as j) is pre-
sented in Fig. 8.6. We can see that the largest contribution to lost work
is the anode charge transfer overpotential. Performing the exercise of Ex-
ample 8.3, however for 1 and 30 kA m�2, we find energy efficiencies of
51 and 54% percent, respectively. The relative contribution to the loss in
efficiency from the anode Tafel overpotential is 98 and 78% for the two
current densities. Lowering the anode charge transfer overpotential is thus
a key point, and this illustrates in part why PEM water electrolysis is chal-
lenging to develop and developed after the alkaline electrolyzer. On the
other hand, we can also see that the possible conversion rate is tenfold to
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Figure 8.6 Energy input in an example PEM water electrolyzer with values taken from
[48,49].

Table 8.3 Speci�c electric energy consumption and energy ef�ciency for the three
electrolysis concepts of alkaline electrolysis, PEM electrolysis using Na�on, and alka-
line PEM water electrolysis

Rate Alkaline PEM Alk. PEM
j kAm�2 eH2/kWhkg�1 �% eH2/kWhkg�1 �% eH2/kWhkg�1 �%

1 45 73 51 64 45 73
4 57 57 53 61 49 66
40 160 20 54 60 51 64

that of the alkaline electrolyzer and still at reasonable energy efficiencies;
PEM water electrolysis offers compact units with very high production rate
and at reasonable energy efficiency, as can be seen from Table 8.3.

The sketch of the PEM electrolyzer in Fig. 8.4 consider water flowing
through to remove the products, hydrogen and oxygen. One possible design
is to have only gas on the hydrogen side since the need for water is only on
the anode side. Thus hydrogen gas streams out of the cell. When assembling
the PEM water electrolysis cell into a stack, the concept of bipolar plates is
introduced once again. This means that the anode side of the bipolar plate is
polarized below the HRR potential and the cathode side above the ORR
potential. Even though the anode side is in contact with pure water, the
potential ends up much higher than the 1 V indicated because of the addi-
tional charge transfer overpotential, typically, additional 0.5–0.8V. As said,
very few materials can sustain polarization at these potentials without un-
dergoing oxidation, leading to a passivated electrically insulating oxide layer
or active oxidation dissolution. Therefore, another main research challenge
in the PEM water electrolysis development consists of finding protective
layers for this side of the bipolar plate.
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PEM is commonly considered an acronym for polymer electrolyte
membrane; however, proton exchange membrane is also rightfully used.
Under the first consideration (polymer rather than proton), we could
consider membranes that conduct hydroxides rather than protons. The
challenge has been, however, that the only membrane that can sustain tem-
perature over time has been Nafion, and this membrane conducts protons
rather than hydroxide ions. However, recently, hydrocarbon membranes
that can sustain hydroxide solutions for very long times and with similar
conductivity as Nafion have been recently developed [50]. This allows for
the usage of the catalysts of the alkaline electrolyzer and the resistance of
the PEM electrolyzer. This would lead to improved efficiency compared to
the alkaline electrolyzer and the PEM electrolyzer using Nafion and also
cheaper electrode materials compared to a “traditional” PEM water elec-
trolyzer. This example is however still on a research level and not yet on
the market. Fig. 8.6.

8.1.2.3 Solid Oxide Electrolysis Cells
Solid oxide electrolysis cells (SOEC) are a third electrolysis technology
characterized by having membrane that consists of a solid mixed metal
oxide, where the oxygen ions O2� are transported through the membrane.

The metal oxide is based on a metal that binds to oxygen via four elec-
tron clouds as a metal dioxide, MeO2. This way, a solid network where
each metal atom is connected to other metals indirectly via oxygen ions is
formed. By replacing around ten percent of the metal with another similar
metal that has the property of binding only to three oxygen atoms, oxy-
gen vacancies are introduced in the network structure. At sufficiently high
temperatures, the remaining oxygen ions become mobile and start to move
around in the network. This happens when an oxygen ion next to a va-
cancy moves into the vacancy, creating a new vacancy in its former spot. In
this way, oxygen ions can move and, when polarized, migrate. The most
commonly studied SOEC membrane consists of yttria stabilized zirconia
(YSZ), Zr0.9Y0.1O2 [51,52], where zirconia is the base metal oxide in the
structure, and yttria is the substitute metal oxide that creates the vacancies.
Gadolinium-doped cerium oxide (GCD) Cr0.9Ga0.1O2 is another example
and also more complex mixed metal oxides like, for example, ceria scandia
stabilized zirconia (CSSZ) [53]. The membranes have thickness of order
0.02–0.40 mm and conductivities of order 1–10 S m�1 [51–53]. The con-
ductivity of these materials follows an Arrhenius behavior (see Eq. (6.26),
p. 84), and whereas YSZ has a temperature range relevant for operation
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above � 700�C [51], the CSSZ has a relevant conductivity from � 550�C
[53].

The electrode materials are typically nickel or platinum at the cathode
and nickel oxide mixed with the membrane material at the anode, similar
to the alkaline water electrolysis. The difference is that the reactants and the
products are all in a gas phase. water vapour enters on the cathode side, and
on the anode side, pure oxygen comes out. On the anode side, a mixture
of steam and hydrogen comes out, typically, in the order of 90% hydrogen.
Water is separated when cooling the outlet gases.

The cell can be designed in a stack with flow channels like the example
in Fig. 8.4 (right), where single cells are stacked, but other designs also
exist. A common design is actually a tube reactor, where the anode is on
the inside, and the cathode on the outside. In such a reactor, the hydrogen
and vapor circulate around the tubes, and oxygen comes out at the end
of the tubes. The challenge with the SOEC technology is that one must
find materials that can withstand the high temperature and also tolerate
to be cycled in temperature if the electrolysis cell is not in constant use.
The higher the temperature, the greater the material challenge. This is the
main motivation behind developing low-temperature (500–600�C) SOEC
materials.

When evaluating energy efficiency of water electrolysis, we typically
define it as the electric work into the process relative to the work avail-
able from the hydrogen afterwards. If doing so with the SOEC, we can
get energy efficiencies above 100%. This is realtes to thermodynamics and
is not so when accounting for heat intput in addition to electric work
input. The reference work output of hydrogen relates to room tempera-
ture, and this refers to 1.23 V or 31.8 kWhkg�1

H2
. Because of the reversible

heat need of the reaction in water electrolysis, the reversible potential de-
creases as the temperature increases. This need for heat in the process
means that, under reversible conditions, it is endothermic and, unless heat
is added, the process will cool itself. When cooling, the conductivity low-
ers exponentially with temperature leading to ohmic heating. Eventually, at
sufficiently low temperature, the heat from the ohmic resistance of the cell
rj2 equals the reversible heat T�fls

zF j = �rj2, and the process becomes adiabatic
or thermoneutral. The cell potential at this point is defined by the reaction
enthalpy and is referred to as the thermoneutral cell potential ETN . These
relations are given by the equation

Erev + rj = ETN = �
�flh
zF

= �
�flg
zF

�
T�fls
zF

. (8.14)
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Figure 8.7 Modeled SOEC energy need as a function of different temperatures at
4 kA m�2 and for a 0.2 mm thick membrane using CSSZ (left) and YSZ (right) mem-
branes.

In Fig. 8.7, the thermodynamic entities and energy needs for differ-
ent temperatures are modeled assuming that entropy and enthalpy do not
change with temperature. The model accounts for membrane thicknesses
of 0.20 mm and current densities of 4 kA m�2; however, thicknesses of a
tenth and much larger current densities are possible as shown in the prob-
lem section. The left figure evaluates a CSSZ membrane material, and the
right figure a YSZ membrane material. The green (light gray in print ver-
sions) dotted line gives the work potential at room temperature, eH2,298 K ,
the blue (dark gray in print versions) dashed line the electric reversible
energy need as a function of temperature, e(T)H2 , the solid blue line the
total work needed to run the electrolysis, e(T)H2 + r(T)j, and the solid
green (light gray in print versions) line the enthalpic work. The intersec-
tion point between the solid blue (dark gray in print versions) line and the
solid green (light gray in print versions) line gives the temperature where
the cell is operated at the thermoneutral cell potential. Above this tempera-
ture, there is a heat need because the system is endothermic and below, and
cooling is needed because the system is exothermic. If one has access to
cheap high-quality heat, for example, from metal winning or nuclear en-
ergy, one can overheat steam upon injection and heat the cell so much that
the temperature goes above the intersection point between the blue (dark
gray in print versions) solid line and the green (light gray in print versions)
dotted line. Then, hydrogen can be produced with an electric input that
is lower than the output potential value, and from a work analysis point
of view, energy efficiencies beyond 100% are possible. For instance, when
large surplus of electric energy is available in the grid, then nuclear facili-
ties can produce hydrogen very efficiently. From a thermodynamic point of
view, heat and work contributes into the energy efficiency, and in this per-
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spective, the thermoneutral potential is the best case, which is 94% (�flg/�flh)
when considering gas phase SOEC.

8.1.2.4 Other Types of Electrolysis

Going up in temperature significantly lowers the charge transfer over-
potentials and to some extent completely remove them. In this respect,
high-temperature electrolysis is very interesting. At the same time, one
wants to avoid going too high up in temperature because of material ther-
mal degradation challenges. Two remaining technologies are represented in
this temperature regime between 100 and 500�C, high-temperature proton
conductivity (HTPC) membranes and molten carbonate electrolysis cells
(MCEC). These technologies are however not yet commercially available
and only discussed as a principle here.

The HTPC systems operate in the range of 200–500�C. Steam is in-
jected on the anode side, and oxygen and steam comes out of the anode
side. On the cathode side, pure hydrogen comes out. The membrane con-
ducts protons by a vacancy effect similar to that of solid oxide membrane,
only with protons moving from a lattice to a vacancy [54]. The electrode re-
actions are otherwise the same as shown for the PEM electrolysis in Fig. 8.4.
Efficient production, pure hydrogen product (not even water), and rela-
tively simple material engineering aspects are two important benefits for
the technology. The main challenge, however, is that in the temperature
range of above 200�C, the conductivity of available proton conductors are
relatively low, that is, ranging 0.01–0.1 S m�1 from 200–300�C [55].

MCEC uses carbonate ions for charge transfer. This complicates the
composition of the feed gases to some extent because a mixture of water
and carbon dioxide must be fed on the cathode side. The carbon dioxide
will in the reaction take the oxygen from water and form a carbonate ion
CO2�

3 . The carbonate ion migrates through the membrane and over to
the anode, where it is oxidized into oxygen and CO2. The membrane can
consist of a porous solid containing a tertiary eutectic mixture of alkaline
(Li, Na, and K) carbonate, and the operation temperature can be as low as
397�C [56].

Anode: CO2�
3 � 2e� + CO2,(g) +

1
2

O2,(g), (8.15)

Cathode: H2O(g) + CO2,(g) + 2e� � H2,(g) + CO2�
3 . (8.16)
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8.1.3 Hydrogen from Coal and Natural Gas
Currently, about 90% of all the hydrogen is made by reforming carbon and
natural gas. This is because the current drive for hydrogen production is
the need for hydrogen and not for energy storage. This is changing as more
intermittent electric renewable energy (wind and solar PV) is emerging.
Currently, most of the hydrogen produced is used at oil refineries to stream
line the oil products like diesel gasoline and kerosene (Jet-A), and the eas-
iest way to get hydrogen is to reform hydrocarbons. In the future, when
the driver in the hydrogen market is large-scale long-term energy storage,
hydrogen production by electrolysis is the solution. Hydrogen by electroly-
sis meets the market request of handling surplus electric energy. Hydrogen
by reforming fossil fuels meets the market requirement of producing cheap
hydrogen.

A very simple way to explain natural gas reforming is by feeding natural
gas and steam into a reactor that catalyzes hydrogen production. As can
be seen from Eq. (8.17), the output is hydrogen and carbon dioxide. By
separation, carbon dioxide can be captured and stored underground, but
this is yet to be commercially fulfilled (beyond the scope of increasing oil
extraction).

CH4,(g) + H2O(g) � 4H2,(g) + CO2,(g). (8.17)

The simple explanation of coal reforming is that carbon and steam are
burnt together to give hydrogen and carbon dioxide (see Eq. (8.18)). This
is actually more complicated, and carbon C(s) first needs to be gasified.
The energy-efficient way to do this is to burn coal with carbon dioxide
to form carbon monoxide as a syngas (Eq. (8.19)) and in turn run a shift
reaction between steam and the syngas to form hydrogen and carbon diox-
ide (Eq. (8.20)). Separating the hydrogen leaves the process with carbon
dioxide, which in turn is partly stored and partly used to gasify coal.

C + H2O � 2H2 + CO2, (8.18)
Gasification: CO2,(g) + C(s) � 2CO(g), (8.19)

Shift reaction: CO(g) + H2O(g) � CO2,(g) + H2,(g). (8.20)

8.2 HYDROGEN STORAGE AND DISTRIBUTION

Hydrogen in the energy sector is for energy storage. Thus hydrogen must
be stored. Hydrogen can be produced on site by electrolysis in regions
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where sufficient electric energy is available. Otherwise, hydrogen must be
distributed or transported by other means. In this section, we evaluate the
relevant technologies for storage, distribution, and transport, ordered some-
what by relevance and somewhat by maturity.

8.2.1 Thermodynamic Properties of Hydrogen
When evaluating hydrogen storage and distribution, thermodynamics must
be dealt with. Three important properties that have a major impact on
hydrogen technology are compressibility, phase diagram properties, and spin
configuration.

8.2.1.1 Compressibility
When compressing a gas at normal pressure, it is often considered ideal.
In an ideal gas, the forces between the molecules are so week that the
interaction does not impact the pressure, volume, and temperature relation
given by the ideal gas law (Eq. (2.17)). However, as the gas becomes denser,
inter molecular forces of contraction and rejection become significant. The
equation of state that is used as a first effort to account for these interactions
is very often the viral equation. For hydrogen at 300 K, it is given by
Eq. (8.21) [57].

p =
flRT
flv

+
1.438 • 10�5 [m3 mol�1] flRT

flv2 +
3.438 • 10�10 [m6 mol�2] flRT

flv3 ,

(8.21)

where p is pressure in Pa, flR is the molar gas constant, T is temperature
in K, and flv is molar volume in m3 mole�1. The first term on the right side
is recognized as the ideal gas law. The constants in the second and third
terms are the correction factors for nonideality and the constant changes
with temperature and a lot when the temperature becomes 100 K and
lower.

8.2.1.2 Phase Properties
When cooling hydrogen sufficiently, it condenses to a liquid and ultimately
freezes to a solid. At 1 K and below, hydrogen has a face center cubic crystal
structure, and above 5 K, it has a hexagonal centered packing structure.
The triple point is at 0.0695 atm and 13.8 K. The boiling point changes
with pressure and temperature, and hydrogen becomes supercritical above
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